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I n  order t o  study t h e  chemical s t ruc tu re  o f  coal, Yubari coal  ( C : 86.1, H : 
6.2, N : 1.5, S : 0.3, 0 : 5.9 ) was subjected t o  m i l d  hydrogenation w i t h  red  mud 
c a t a l y s t  under a reac t ion  temperature o f  400°C and 200 a t m .  o f  hydrogen pressure l ) .  
Under these condi t ions,  i t  was found from previous studies2) t h a t  the  main reac t i on  
o f  decrease o f  the molecular weight i s  the cleavage o f  l inkages o f  the  s t ruc tu ra l  
u n i t s  and the decomposition o f  s t ruc tu ra l  u n i t s  i s  l i m i t e d .  

s e t  a t  a uniform temperature zone. The reac t ion  time was changed 8 times from 26 
t o  206 min. ( exp. No. 502 - 509 ).  The solvent soluble products were ex t rac ted  
w i t h  n-haxane, benzene and py r id ine  successively, which resu l ted  i n  5 f rac t i ons ;  
o i l - 1  ( n-hexane solubles a t  room temperature ), o i l - 2  ( n-hexane solubles ex- 
t r a c t e d  by Soxhlet ex t rac to r  ), asphaltene ( benzene solubles ), Py-1 ( py r id ine  
solubles a t  room temperature ), Py-2 ( py r id ine  solubles ex t rac ted  by Soxhlet 
ex t rac to r  ). Regarding these hydrogenation reac t ion  products, u l t i m a t e  analysis,  
h igh  reso lu t i on  proton NMR spectroscopy and molecular weight measurement were 
c a r r i e d  ou t  and the chemical reac t i on  i n  Yubari coal  i n  the  course o f  hydrogenation 
was followed. From the above, s t ruc tu ra l  na l ys i s  o f  the average s t ruc tu ra l  u n i t  
o f  Yubari coal was conducted and reported3j .  

: 206 min. ) which corresponds t o  the  mix tu re  mainly cons is ts  o f  monomers o f  
s t r u c t u r a l  un i ts3) ,  by GPC and each f r a c t i o n  was measured f o r  1H-NMR, 13C-NMR 
spectra, molecular weight and u l t ima te  compositions. The s t r u c t u r a l  parameters 
determined from the above f rac t i ons  and the  d i s t r i b u t i o n  o f  the s t ruc tu re  o f  
s t r u c t u r a l  u n i t s  were studied. 
scopy t o  the s t ruc tu ra l  ana lys is  o f  coal hydrogenation products was ca r r i ed  ou t  i n  
t h i s  work. 

The hydrogenation was conducted i n  a 5L r o t a t i n g  autoclave w i t h  an inner  vessel 

This was fol lowed by f r a c t i o n a t i o n  o f  the o i l - 2  ( Exp. No. 503, reac t i on  time 

A t  the same time, attempts t o  apply 13C-NMR spectro- 

RESULTS AND DISCUSSION 

DISTRIBUTION OF STRUCTURAL PARAMETERS OF COAL HYDROGENATION PRODUCTS 

-1 ( theore t ica l  
2 ( T.P.F = 1360 ! column were applied. CHC13 was used as the  solvent,  and the  
e luent  f low r a t e  was se t  a t  1.5 m l .  / min.. 
f r a c t i o n s  and the  respec t ive  e l u t i o n  volume, y i e l d  ( against  t o t a l  e lu ted  ), u l t imate  
composition and molecular weight were shown i n  Table 1. 
co lo r l ess  and i t  was recognized t h a t  e l u t i o n  was completed. 

ta ined on a GEOL JNM-PFT-100 spectrometer and shown i n  f i g u r e  1. The determinat ion 
of chemical s h i f  s o f  var ious funct ion& hydrogens was ca r r i ed  ou t  a f t e r  the method 
of B a r t l e  e t  a145 and hydrogen d i s t r i b u t i o n  was ca lcu la ted  from f i g u r e  1. The 
percentage d i s t r i b u t i o n  o f  Ho, Ha, Ha i n  f rac t i ons  separated from 503-0-2 by GPC 
were shown i n  f i g u r e  2. 

For the f r a c t i o n a t i o n  o f  No. 503, o i l - 2  ( 503-0-2 ), 100 cm respec t i ve l y  o f  SG 
l a t e s  / foot-T.P.F. = 1250 ) ( Shimadzu Seisakusho L t d  ) and SG- 

The e lu ted  sample was d i v ided  i n t o  15 

E lu t i on  a f t e r  440 m l  was 

The 1H-NMR spectra o f  503-0-2 and f rac t i ons  separated from 503-0-2 were ob- 

Based on the values o f  Table 1 and from the  hydrogen 
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TABLE 1. - Yield,  u l t i m a t e  composition and molecular weight o f  f r a c t i o n s  separated 
from 503-0-2 by GPC 

Fract ionated Range o f  Y ie ld  U l t imate  ana lys is  M.W. 

. sample No. m l  . w t .  % C H N 0 S (Mv) 
e l u t i o n  volume 

503-0-2 - 87.5 7.1 2.0 3.2 0.8 390 

Fr. 3 
Fr. 4 
Fr .  5 
Fr.  6 
Fr.  7 
Fr.  8 
Fr. 9 
Fr. 10 
Fr.11 
Fr.12 
Fr .  13 
Fr. 14 
Fr. 15 

92 - 96 
97 '  - 100 

101 - 104 
105 - 108 
109 - 112 
113 - 116 
117 - 120 
121 - 128 
129 - 148 
149 - 168 
169 - 200 
201 - 252 
253 - 440 . 

0.75 
2.51 
4.27 
7.54 
7.04 
8.54 
8.29 

17.84 
26.38 

7.29 
2.76 
1.76 
5.03 

87.5 8.1 1.3 
88.4 8.2 1.1 
87.4 7.5 1.2 
87.8 8.2 1.3 
87.5 7.5 1.7 
86.7 7.6 1.7 
86.8 7.4 1.8 
86.8 7.1 1.8 
87.6 6.8 1.8 
85.8 6.5 2.4 
80.1 8.8 3.0 

72.5 8.2 0.0 
- - -  

4.2 - 540 
3.9 - 930 
3.6 - 490 
3.6 - 670 
3.5 - 620 
4.1 - 540 
4.6 - 510 
3.8 - 360 
4.0 - 340 
5.8 - 270 
- - 250 

17.0 - 310 
21.0 - 380 

TABLE 2. - S t ruc tu ra l  parameters o f  f rac t i ons  separated from 503-0-2 by GPC 

Samples f a  Hau/ca Ho/Hcr UT 
uCH3*1 aa l ' *2  uCH2*3 u O * ~  

503-0-2 0.69 0.75 1.2,, 0.40 0.04 0.23 0.08 0.05 

Fr. 4 0.57 I 0.61 2.8 0.45 0.32 0.03 0.10 
Fr. 5 0.64 0.64 2.8 0.43 0.07 0.20 0.08 0.08 
Fr. 6 0.59 0.66 3.4 0.45 0.08 0.22 0.08 0.08 
Fr. 7 0.64 0.69 1.8 0.47 0.06 0.26 0.08 0.07 
Fr. 8 0.63 0.71 2.0 0.47 0.06 0.24 0.10 0.08 
Fr. 9 0.65 0.72 1.6 0.47 0.05 0.26 0.07 0.09 
Fr.10 0.68 0.68 1.6 0.43 0.05 0.24 0.06 0.07 
Fr.11'  0.72 0.72 . 1.1 0.39 0.05 0.23 0.05 0.07 
Fr.12 0.76 0.75 1.1 0.34 0.06 0.16 0.04 0.09 

*1 Subs t i t u t i on  by CH3 groups a t o  r i ngs  
*2 Subst i tu t ion  by a l i p h a t i c  chain (except* l )  
*3 Subst i tu t ion  by CH2 groups a t o  two r i n g s  
*4 Subst i tu t ion  by oxygene conta in ing  groups 

- 

d i s t r i b u t i o n  ca lcu la ted  from f i g u r e  1, the s t ruc tu ra l  parameters were ca lcu la ted  by 
P a r t i a l l y  modified Brown-Ladner method31 and shown i n  Table 2. 
by Gpc, as seen i n  theo re t i ca l  work and-xperimental r e s u l t s  conducted h i ther to ,  i t  
was recognized roughly t h a t  e l u t i o n  occurred i n  the  order o f  h igh molecule t o  lower 
molecules. Thus from the  parameter Hau/ca which i s  inverse ly  p ropor t iona l  t o  the 
number of aromatic r ings ,  a decrease o f  the  number o f  aromatic r i ngs  i n  the order 

Regarding e lu t i on  
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o f  Fr. 4, 5, 6 of the i n i t i a l  e l u t i o n  i s  seen whereas i n  Fr.7 - 11 an approximately 
s i m i l a r  Hau/ca value i s  seen, namely, i n  Fr.7 - 11 which comprises t h e  m a j o r i t y  of 
503-0-2 ( approx. 70% ) the  aromatic r i n g  s i ze  i s  approximately the  same. 
fore, wh i le  the aromatic r i ngs  o f  s t ruc tu ra l  u n i t s  o f  503-0-2 show a s l i g h t l y  
sporadic presence, the m a j o r i t y  i s  approximately the same and i t  may be surmized 
t h a t  the aromatic r i ngs  of the  o r i g i n a l  Yubari coal  are un i f i ed .  

There- .I 

APPLICATION OF 13C-NMR TO COAL HYDROGENATION PRODUCTS STRUCTURAL ANALYSIS 

The IJC-NMR spectra o f  503-0-2 and p a r t  o f  f rac t i ons  which gave comparatively 

Decoupling o f  the protons was achieved w i t h  
la rge  y i e l d  are shown i n  Fig. 3. 
PFT 100 NMR spectrometer was appl ied.  
decoupler and spectra was accumulated by r e p e t i t i o n  o f  scanning ( 10000 - 30000 
times ) t o  improve the  s igna l  t o  noise r a t i o .  

a t i o n  o f  13c-1ti overhauser e f f e c t  i s  possible.  The magnitude o f  the overhauser 
enhancement o r d i n a r i l y  d i f f e r s  f o r  d i f f e r e n t  IJC-Nuclei, and the spectra as i s ,  
genera l l y  can no t  be app l ied  t o  quan t i t a t i ve  analysis.  
l a t i c e  re laxa t i on  time (TI) shows d i f f e r e n t  values w i th  d i f f e r e n t  13C-Nuclei, and 
i n  a quan t i t a t i ve  analysis,  i t i s  necessary t o  take s u f f i c i e n t  longer pulse repe- 
t i t i o n  time. I n  order t o  c l a r i f y  the in f luense o f  the  above two on the  spectra, 
t he  13C-NMR spectra i n  measured by changing the  r e p e t i t i o n  time o f  t he  pu lse  and 
the  r a t i o  o f  Ca (aromatic carbon) against  Cp ( a l i p h a t i c  carbon) i s  ca l cu la ted  
from the  i n t e n s i t y  o f  the  spectra. 

For the  measurement o f  these spectra a JEOL, JNM- 

13C-NMR spectra are g r e a t l y  s i m p l i f i e d  a s igna l  enhancement due t o  the oper- 

Further the  value o f  spin- 

This i s  shown i n  Table 3. 

TABLE 3. - Ca/Cp r a t i o  o f  Yubari coal hydrogenation products under var ious pulse 
r e p e t i t i o n  times 

Pulse r e p e t i t i o n  cp% Ca/Cp 
time, sec. Samples 

Fr. 11 @. 8 0.668 0.332 2.0 
Fr.11 2.0 0.655 0.345 1.9 
503-0-2 1 .o 0.615 0.385 1.6 
503-0-2 1.5 0.649 0.351 1.9 
503-0-2 2.0 0.635 0.365 1.7 
503-A 1 .o 0.689 0.311 2.2 
503-A 1.5 0.689 0.311 2.2 

From the  esu l t s  i n  Table 3, w i t h  regard t o  the  sample used i n  the  present work, 
no in f luence o f  the pulse r e p e t i t i o n  time was recognized o r  the  Ca/Cp r a t i o ,  and a t  
0.8 sec o f  pulse r e p e t i t i o n  time already a quan t i t a t i ve  spectra was obtained. 

Regarding t h i s  i t  has been stated t h a t  t h i s  13C-lH overhauser p o l a r i z a t i o n  
might be el iminated by the  presence o f  a paramagnetic species5). Inasmuch as a 
f r e e  rad i ca l  exs is ts  i n  the  sample used i n  the present work, i t  i s  surmized t h a t  
a s i m i l a r  e f f e c t  exs ls ts .  

Based on t h i s ,  i t  i s  poss ib le  t o  make a d i r e c t  ca l cu la t i on  o f  a romat i c i t y  ( f a ' )  
using the  spectra o f  Fig. 3. When t h i s  value and the f a  value of Table 2 ca lcu la ted  
from the  assumption o f  x=y=2 lead f r o m  1H-NMR are  compared the f a / f a '  value i n  Table 
4 a re  both i n  the v i c i n i t y  o f  1.2, t h i e i n d i c a t e d  t h a t  t he  assumption x=y=2 i s  an 
over est imat ion.  
1.5. f a  i s  ca lcu la ted  as far0.60, which resembles f a '  t o  a considerable extent.  

I n  the case of Fr.10, i f  the fo l l ow ing  i s  taken namely i f  x=y= 

I n  Fig. 3, the  peaks are  c l e a r l y  i d e n t i f i e d  the aromatic carbon (Ca) may be 
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subdiv ided i n t o  4 species namely Cal, Dap, Ca3 and Ca4 wh i l e  the a l i p h a t i c  carbon 
(Cp) may be subdivided i n t o  9 species namely Cpl, Cp2, Cpg, Cp4, Cp5, Cpg,.Cp7, cp8 
and Cpg, wh i le  the  data o f  the  chemical s h i f t  i n  13C-NMR i s  s t i l l  i n s u f f i c i e n t ,  i t  
may be surmized from the  data co l l ec t i on6 )  t h a t  Cp4, Cp5, cp6 are i n t i m a t e l y  re la ted  
t o  the  carbon o f  t he  cha in  8 o r  fa ther  from r i n g  Cpl, Cp2, Cp3,are c lose ly  r e l a t e d  
t o  the  a carbon atoms Cp8, Cpg i s  c lose ly  re la ted  t o  the  end methyl carbon atoms o f  
t he  chains and Cp7 i s  c l o s e l y  r e l a t e d  t o  the  c1 methyl carbon atoms. 

TABLE 4. - Aromat ic i t ies  o f  f r a c t i o n s  separated from 503-0-2 by GPC 

503-0-2 0.69 0.63 1.1 
Fr .  8 0.63 0.63 1 .o 
F r .  9 0.65 0.53 1.2 
Fr.10 0.68 0.57 1.2 
Fr.11 0.72 0.67 1.1 
Fr.12 0.76 0.65 1.2 
f a * l  Calculated from 1H-NMR spectra 
fa*2 Calculated from 13C-NMR spectra 

From the r a t i o  o f  Cpl - Cp3 and Cp4 - Cpg, Cp8, Cpg the mean chain l eng th  i s  
obtained. This was compared w i t h  Ho/Ha + 1 and presented i n  Table 5 as shown a 
f a i r l y  good coincidence i s  seen. Further based on the  above i t  may be surmized 
t h a t  t he  assumption x=y i s  feas ib le .  S t i l l  f u r t h e r  s ince  x and y have a value 
c lose  t o  1.5 i n  the  present  sample, on the chain i nc lud ing  the s u b s t i t u t i o n  on 
t h e  naphthenic r i n g  the re  would be a considerable branching o f  the  chain.  

TABLE 5. - Average carbon numbers o f  chains on f rac t i ons  separated from 503-0-2 
by GPC 

Samples 503-0-2 Fr.8 Fr.9 Fr.10 Fr.11 Fr.12 
Ho/Ha + 1 2.2 3.0 2.6 2.6 2.1 2.1 

For a s t i l l  f u r t h e r  de ta i l ed  study o f  the chemical s h i f t  o f  the 13C-NMR spectra, 
it i s  t h e  i n t e n t  o f  the author t o  cont inue work along t h i s  l i n e .  \ 
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FIGURE 1 - 1H-NMR spectra  o f  f r a c t i o n s  separated from 503-0-2 by GPC 
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FIGURE 2 - Percentage hydrogen d i s t r i b u t i o n  i n  f r a c t i o n s  
separated from 503-0-2 by GPC 
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I 

I 

I n t roduc t i on  

Zinc ch lo r i de  ac ts  as a c a t a l y s t  f o r  t he  hydrogenation o f  coal1 9 2 .  It has 
been proposed as a coal  hydrogenation ca ta l ys t  i n  a number o f  processes, b u t  
development o f  these processes has been hindered by cor ros ion  and recovery problems 
of t he  z inc  ch lo r ide .  Zielke,  e t . a l . 3 ~ 4  have repor ted  on the  c a t a l y t i c  a c t i v i t y  o f  
massive amounts o f  z inc  ch lo r i de  f o r  hydrocracking coal, coal  ex t rac ts  and po ly -  
nuclear aromatic compounds. Studies a t  t he  Un ive rs i t y  o f  Utah5,6 have shown the  
effectiveness o f  l esse r  amounts o f  impregnated z inc  ch lo r i de  f o r  ca ta l yz ing  coal 
h drogenation. Conversions o f  up t o  85% were obtained a t  residence times estimated 
t i  be one t o  s i x  seconds. Dry coal was r a p i d l y  heated i n  an entrained-f low reac tor .  
Coal i s  very r e a c t i v e  t o  hydrogenation i n  the  presence o f  z inc  ch lo r i de .  
the  mechanism o f  c a t a l y s i s  i s  no t  understood and i s  an important and i n t e r e s t i n g  
problem f o r  study. 

produces important s t r u c t u r a l  changes7 ~ 8 .  
i n e r t  atmospheres r e s u l t s  i n  dehydrogenation o f  hydroaromatic groups i n  the  coal 
and a decrease i n  the  evo lu t i on  o f  t a r s  and gases. Hydrogen i s  evolved below 
400°C when ZnCl2 i s  present, bu t  no t  i n  t h e  absence o f  ZnClp. The hydrogen has 
been shown t o  come p r i m a r i l y  from hydroaromatic groups. 
r e l a t i v e l y  low temperatures r e s u l t s  i n  supression o f  t a r  and gas evo lu t i on  a t  
h igher  temperatures. The a c i d i c  p roper t ies  o f  z inc  ch lo r i de  on the  coal surface 
disappear upon heating. Impregnated samples show la rge  increases i n  surface area, 
enlargement o f  t he  c a p i l l a r y  pores and hydrogen chemisorption p roper t i es  upon heat 
treatment. The nature o f  intermediates formed by t h e  ZnC12 dur ing  these reac t ions  
i s  of i n t e r e s t  because o f  i t s  poss ib le  r o l l  i n  coa l  hydrogenation reac t ions .  A 
Fr iede l -Cra f ts  type a c i d  in te rmed ia te  has been proposed f o r  hydrogenation w i t h  
l a r g e  amounts o f  z i n c  ch lo r ide3.  I n  t h i s  repor t ,  t h e  importance o f  f r e e  r a d i c a l  
reac t ions  i s  studied. N i t r i c  oxide i s  used as a rad i ca l  scavenger t o  te rmina te  
chain-propagation reac t ions .  

However, 

Studies have shown t h a t  z inc  ch lo r i de  i n t e r a c t s  w i t h  coal  upon heat lng  and 
Py ro l ys i s  o f  ZnCl2-impregnated coals i n  

Dehydrogenation a t  

Experimental 

A microbalance was used t o  cont inuously record  the  weight o f  coal  samples 
du r ing  heat ing a t  5'C/min. and dur ing  isothermal experiments. N i t rogen o r  a 0.1 
mole percent mix tu re  o f  n i t r i c  oxide i n  n i t rogen  flowed through the  reac to r  dur ing 
the  reac t i on  a t  a r a t e  o f  0.2 l/min. Hiawatha. Utah coal was used i n  these 
experiments (high v o l a t i l e  bituminous, 43.1% VM on dry  basis,  79.5% C, 5.2% H, 
1.6% N. 0.6% S, 13.0% 0). Impregnated samples were repared by mix ing  coal  w i th  
aqueous so lu t ions  o f  ZnC12 and evaporating the  wa teg .  

Results and Discussion 

a t y p i c a l  weight l o s s  curve i n  n i t rogen atmospheres. The evo lu t i on  o f  t a r  and 
gases i s  supressed by impregnation o f  12% ZnCl2. The e f fec t  o f  n i t r i c  ox ide  i s  t o  
fu r the r  decrease the  l oss  o f  weight f o r  both the coal  and the impregnated coal .  
Above 500"C, there  i s  considerable ox ida t i on  o f  t h e  samples by the  n i t r i c  oxide. 
The r e s u l t s  o f  isothermal experiments a t  400°C are  shown i n  f i g u r e  2. A s i m i l a r  
r e s u l t  i s  noted t o  t h a t  o f  the  the rmgrav ime t r i c  ana lys is .  The coal  shows the l oss  
of v o l a t i l e  matter i n  n i t rogen  atmospheres, wh i l e  the  impregnated coal  shows a much 

Thermogravimetric ana lys is  r e s u l t s  a r e  shown i n  f i g u r e  1. Hiawatha coal  shows 



lower weight loss.  
reac t ions  which lead t o  v o l a t i l e  products. 
samples includes t h e  l oss  o f  ZnC12. 
i s  obtained when SnC12-2H20 i s  impregnated on the  coal  surface. 
thermal experiments a r e  l i s t e d  i n  t a b l e  1. 

The e f f e c t  o f  t h e  n i t r i c  oxide i s  t o  i n h i b i t  t h e  py ro l ys i s  
The weight l o s s  o f  t h e  impregnated 

A r e s u l t  s i m i l a r  t o  t h a t  obtained w i t h  ZnClp 
Results o f  i so -  

Table 1 
Isothermal Weight Losses a t  400°C 

Sample Atmosphere Weight loss,  % 
Coal 
Coal - -  
E f fec t  o f  NO 
Coal /12% ZnCl2 
Coal/l2% ZnCl2 i b N 2  
E f f e c t  o f  NO 

#/N2 
Coal/2O% SnC12 
Coal/ZO% SnCl2 
E f f e c t  o f  NO 

27.5 
23.0 
4.5 

14.3 
10.1 
4.2 

10.4 
5.0 
5.4 

Berkowitz and Dammeyerg s tud ied  the  low-temperature carbon iza t ion  of coal i n  
the presence o f  n i t r i c  ox ide  and concluded t h a t  n i t r i c  ox ide  re ta rded thermal 
decomposition o f  t h e  coal  and i n h i b i t e d  secondary polymerizat ion o f  t a r  when 
present a t  the  s t a r t  o f  py ro l ys i s .  
ment o f  decomposition due t o  n i t r i c  oxide. 
NO were much grea ter  i n  these experiments. 

f r e e  rad i ca l  chain reac t i ons .  Zinc c h l o r i d e  and stannous c h l o r i d e  a lso  i n h i b i t  
the  d e v o l a t i l i z a t i o n  o f  coa l ,  bu t  t he  e f f e c t s  o f  ZnC12 and SnC12 are  independent 
of NO i n h i b i t i o n  as shown i n  t a b l e  1. It can be concluded t h a t  ZnCl2 and SnC12 
reac t ions  do no t  i nvo l ve  f r e e  r a d i c a l  chains i n  coal  py ro l ys i s .  

den Hertog and Berkowitz lo repor ted  an enhance- 
The p a r t i a l  pressure and f l o w  r a t e  of 

N i t r i c  oxide i n h i b i t s  t h e  d e v o l a t i l i z a t i o n  o f  coal, presumably by te rmina t ing  

i’. 
U 
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HYPOCHLORITE OXIDATION OF MODEL COAL COYF'OUX9S: STRUCTURAL AND MECHANISTIC IWFER- 
ENCES. G.  L. Tingey, J. R. Morrey, J. A. Campbell, and J. A. Franz ,  Battelle 
Memorial I n s t i t u t e ,  P a c i f i c  Worthwest Labora tor ies ,  Richland, WA. 99352 

The t r a d i t i o n a l  view t h a t  c o a l  c o n s i s t s  p r imar i ly  of vary ing  degrees  of aromatic 
s t r u c t u r e  has r ecen t ly  been challenged by Chakrabartty,  e t  a l . ,  (a, 2, 240 (1974)), 
who conclude from r e s u l t s  of t h e  hypochlor i te  ox ida t ion  of c o a l  and from a s tudy  of 
hypochlor i te  oxidationdof model conpounds (from which aromatic and polynuclear  aromatic 
carbon-carbon bonds a r e  genera l ly  found t o  be i n e r t  t o  ox ida t ion)  t h a t  ex tens ive  aromatic 
s t r u c t u r e  cannot represent  the  s t r u c t u r e  of c e r t a i n  coa l s .  We presen t  t h e  r e s u l t s  of 
r eac t ions  of the  hypochlor i te  oxidant with polynuclear aromatic compounds neglec ted  i n  
t h e  above mentioned study t o  reach  the  oppos i te  conclusion, i .e.,  t h a t  s u i t a b l y  
s u b s t i t u t e d  polynuclear a rona t i c s  a r e  indeed l a b i l e  t o  oxida t ion ,  and t h a t  ex tens ive  
aromatic s t r u c t u r e  cannot be ru l ed  out on t he  basis of results of hypoch lo r i t e  nx ida t icn .  
The r e s u l t s  of hypochlor i te  ox ida t ions  of pyrene hydroquinone and quinone model systems 
and seve ra l  coa ls  a r e  presented ,  and mechanisms f o r  t h e  mild d i s s o l u t i o n  of aromatic 
s t r u c t u r e  a r e  discussed. 
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INTRODUCTION 

The low s o l u b i l i t y  o f  coal i n  su i tab le  nmr solvents (1) has l i m i t e d  h igh resolu- 
t i o n  nmr studies o f  coal t o  so lvent  ex t rac ts  n o t  necessari ly representative o f  coal 
s t ructure,  o r  t o  extreme techniques ( p y r o l y t i c  hydrogenation, high temperature 
d i s t i l l a t i o n )  which cast  doubt on the  s t ruc tu ra l  memory o f  the  r e s u l t i n g  solut ions. 
Nondestructive widel ine nmr (2,3) produces l i t t l e  o r  nu usefu l  spect ra l  information 
due t o  severe loss  o f  r e s o l u t i o n  and f i n e  s t ructure.  
in f rared studies;thenondescript complexity o f  i r  spectra o f  coal has made them 
useful i n  on ly  the most q u a l i t a t i v e  sense. A m i l d  technique f o r  the d isso lu t ion  of 

c o a l  wi th minimal loss o f  s t r u c t u r a l  memory i s  thus v i t a l  f o r  the  successful applica- 
t i o n  o f  nmr and i r  t o  coal -s t ructure e luc idat ion.  The acid-catalyzed depolymerization 
of coal by phenol, used by Ouchi and Brooks (4) t o  d isso lve 872 o f  a depolymerized 
Yallourn brown coal sample i n  methanol ,appeared h i g h l y  a t t r a c t i v e  f o r  i s  purpose. 

i r  spectroscopy f o r  moni tor ing the successive d i s s o l u t i o n  o f  coal under m i l d  conditions. 
Spectroscopic resul ts ,  ana ly t i ca l  and radiochemical data are presented which depic t  
the s t r u c t u r a l  changes occurr ing dur ing  depolymerization and permit ten ta t i ve  ident i f ica-  
t i o n  o f  s t ruc tu ra l  types. 

The same objections hold f o r  

We present the  f i r s t  account, t o  our knowledge, o f  t h e  appl icat ion o f  l.9 C nmr and 

EXPERIMENTAL 

SUCCESSIVE DEPOLYMERIZATION OF KNIFE RIVER COAL. 
Ouch1 (4, 5 )  was used f o r  t h e  depolymerization o f  Kni fe  River coal whose elemental 
analysis can be found i n  Table 11. 
Dakota) i s  c lass i f ied  as a l i g n i t e .  ' A f t e r  drying, elemental analysis and calorimetry 
permit assignment t o  the  A.S.T.M. rank o f  h i  h - v o l a t i l e  bituminous C. 
experiment, coal.( l0.7 g, d r y  basis), phenol q55.6 g), and p-toluenesulfonic acid 
(PTSA) were combined i n  a 3-neck, round-bottom f l a s k  equipped w i th  mechanical s t i r r e r ,  
heating mantle, thermometer, and r e f l u x  condenser. Heating and s t i r r i n g  was begun 
wi thout  the r e f l u x  condenser u n t i l  water contained i n  the  coal and PTSA was dr iven 
off. The r e f l u x  condenser was attached, and the  react ion proceeded a t  185' f o r  
6 hr. Phenol was removed b y  steam d i s t i l l a t i o n .  The r e s u l t i n g  owder was f i l t e r e d  

10 hr. Soxhlet ex t rac t ion  o f  t h e  depolymerized coal w i th  methanol y ie lded a 
metnan01 soluble mater ia l  (MeOH e x t r a c t  #1 , nmr-1 , i r - l a )  and an inso lub le mater ia l  
(residue #1, i r - l b ) .  The procedure was repeated twice. subs t i tu t ing  the  inso lub le 
residue a f te r  methanol e x t r a c t i o n  each t ime f o r  coal. Results are summarized i n  
Table 1. 

A procedure s i m i l a r  t o  t h a t  o f  

K n i f e  River coal (Beulah, Mercer Co., North 

I n  a t yp i ca l  

and washed thoroughly w i t h  water t o  remove PTSA and dr ied  a t  10- P Torr  arld 125" f o r  

Table 1 - Sumtary o f  Successive Depolymerization Steps 

1 10.70 13.26 4.97a 8.29" 2.30 21.5 
2 8.29 10.93 4.37C 6.62d 2.72 46.9 
3 6.62 8.85 3.01e 5.87f 1.66 62.4 
1A 4.1056 5.9913 2.24 3.76 1.12 27.3 

W t  W t  W t  W t  Corrected Accumulated % 
Step No. I n i t i a l  Mat '1 Depolymerisate Ext ract  Residue W t  Extract) Coal Extracted? 

*Correction based on assumptior? t h a t  59.3% o f  the phenol taken up dur ing depolymeriza- 
t i o n  I s  MeOH soluble. 
below. 

Th is  percentage derives from the "+C experiment described 
a-nmr-1 , i r - l a ;  b - i r - l b ;  c-nmr-2, ir-2a; d-ir-2b; e-nmr-3, i r -3a;  f - i r -3b .  



1 3  

DEPOLmERIUTION OF KNIFE RIVER COAL USING l-14C PHENOL. 
1. 1 Sample o f  Kni fe River coal, 4.1056 
of 4-toluenesulfonic ac id  (PTSA) (5.79 g! and 50.7 g o f  phenol exh ib i t i ng  3.9 - 0.1 x lo6 
d i s  ntegrations min-l  9-1 (determined by s c i n t i l l a t i o n  counting) f o r  6 h r  a t  185’ 
( re f lux  temperature o f  phenol). 
the resu l t ing  powder was f i l t e r e d  and washed thoroughly i t h  water t o  remove PTSA. 
The depolymerized coal exhibi ted 12.3 f 0.2 x 105 d min-y g - l  o f  2 c t i v i t y .  E t r a c t i o n  
with methanol l e f t  an inso lub le  residue exh ib i t i ng  7.4 * 0.5 x 10 d min-1 g-f a c t i v i t y ’  
f l d  a methanol soluble f r a c t i o n  exh ib i t i ng  18..1 f 0.3 x 10 d min-1 g-1 a c t i v i t y .  

C cmbust ion analysis establ ished 0.71 q Dhenol contained i n  the residue, and 
1.04 g o f  phenol contained i n  the extract .  Elemental analyses were performed 
by the Schwarzkopf Ana ly t i ca l  Laboratories. 

I n  experiment 1A of Table 
(dry basis)  was s t i r r e d  w i t h  a mixturf  

Unreacted phenol was removed by steam d i s t i l l a t i o n ,  

Table 2 - Elemental Analyses 
Atanic Corre ted  

Sam1 e C H N S O A ! L  H l C f  

Kni fe River coal 61.84 4.12 0.49 0.70 29.31 0 785 
‘Successive Depoly- 

MeOH Extract  #1 75.54 4.82 0.35 1.84 16.52 .758 0.474 
MeOH Extract  #2 73.40 4.70 0.35 3.53 15.65 .761 0.604 
MeOH Extract  #3 75.06 5.92 0.09 2.75 16.45 .939 0.880 

Residue #1 73.28 4.16 0.58 2.37 16.36 .675 0.579 
Residue #2 71.85 3.84 0.35 1.35 14.86 .634 0.740 
Residue #3 71.88 4.03 0.40 1.50 14.23 .668 

+The corrected H/C r a t i o  was calculated using the d i s t r i b u t i v e  resu l t s  o f  the  
experiment t o  correct  f o r  phenol uptake by both residue and extract .  It was assumed 
tha t  40.7% o f  the phenol remained i n  the residue and the remainder went w i th  the 
ex t rac t  i n  each successive depolymerization. O f  course, t h i s  assumption must be 
accepted only w i th  reservation. 

13C NMR SPECTRA AND I R  SPECTRA. Praton-decoupled 13C nmr spectra were determined 
a t  the Universi ty o f  Utah w i th  a Varian Associates XL-100 FTNMR Spectrometer 
operating a t  25.16 MHz. Dioxane was used as an i n te rna l  lock  s i  na l .  Methanol 
solut ions o f  Extracts 1, 2, and 3 contained no nonbonded phenol qgc analysis)  and 
no PTSA (by addi t ion of authentic sample t o  nmr tube). In f ra red  spectra were 
determined by a computer-coupled Perkin-Elmer model 521 Spectrometer. K8r p l e t s  
containing 0.5% sample concentrat ion by weight were used. See Figure 1 f o r  74, nmr 
spectra and Figures 2 and 3 f o r  ir spectra. 

meri zation 

1 9 p o  

DISCUSS I ON 
13 The C nmr spectra o f  Extracts 1, 2, and 3 are shown i n  Figure 1. Since the 

depolymerization procedure incorporated bonded phenol i n t o  the coal structure,  there 
i s  some uncertainty as t o  the percent of coal ac tua l l y  dissolved. 
l eas t  45% o f  the o r ig ina l  coal was depolymerized and extracted assuming the worst 
case tha t  a l l  of the phenol ended up i n  the extracts.  The actual quant i t y  i s  
greater since the weight gain on depolymerization occurs by incorporat ion o f  phenol 
i n  both res id  and extract .  To estimate the p a r t i t i o n i n g  o f  phenol between residue 
and ex t rac t ,  %-labeled phenol was used i n  a depolymerization I f  the  d i s t r i b u t i o n  
o f  phenol determined i n  the labe l ing  experiment can be extrapoiated t o  l a t e r  
stages o f  a successive depolymerization, then up t o  62% of coal s t ruc tu re  i s  
contained i n  the methanol extracts.  
await f u r the r  labe l ing  studies. 
structure has been successful ly dissolved. 

and extracts indicate an aromatic system w i th  high phenolic/hydroxyl ic OH content, 

However, a t  

Rel iable data f o r  such an ex t rapo la t ion  must 
Nevertheless, a s i g n i f i c a n t  por t ion  o f  the coal 

The general features o f  the 13C nmr and ir spectra o f  Kni fe River coal residues 



modest a l i pha t i c  structure,  and very l i t t l e  carbonyl content. The overa l l  features 
of the  i r  spectrum o f  the o r i g i n a l  coal ( i r - 4 )  are retained on depolymerization, 
i n  accordance w i th  the observations of Ouchi (5) using brown coal. Elemental 
analysis reveals a substant ia l  drop i n  oxygen content, i n  the f i r s t  depolymerization 
step, a t t r i bu ted  (4)  t o  dehydration react ions o f  the type 

I 4  

A f o u r ' i o  f i v e - f o l d  increase i n  a l i pha t i c  CH content occurs i n  the methanol extracts 
from the  f i r s t  t o  t h i r d  depolymerization. 
s t re tch ing  bands from.2800 t o  3000 cm-1 i n  ir spectra i r - l a  through i r -3a .  
same t i m e ,  the aromatic C=C s t re tch ing  bond a t  ~ 1 6 0 0  cm-1 decreases from ex t rac t  
1 t o  3. The increase i n  a l i p h a t i c  CH i s  accompanied by a s ign i f i can t  increase 
in  the H/C r a t i o  (from elemental analysis)  i n  the ex t rac ts  o f  successive depolymeriza- 
t ions .  The apparent change i n  a l i p h a t i c  content i n  residues 1-3 appears t o  be small, 
and carbonyl content ( ~ 1 7 5 0  cm-1) i s  concentrated i n  the residues. A l l  o f  these 
observations pa ra l l e l  those o f  Ouchi (5) who found tha t  a l i pha t i c  structure increases 
i n  the extracts, and tha t  the residues show an increasingly dense network o f  aromatic 
structure.  

This i s  indicated by the increase i n  CH a l iphat ic  
A t  the 

The 13C nmr spectra (Figure 1) o f  Extracts 1-3 show a s im i la r  pattern. Nmr-1 
o f  Extract  #1 shows a complex aromatic s t ruc tu re  (4200-2800 Hz, 167-111 ppm) w i th  a much 
smallercmplement of a l i pha t i c  s t ruc tu re ,  most  apparent i n  the region 900-300 Hz 
(36-12 ppm). A l iphat ic  resonances a t  c. 830 Hz (33 ppm) i n  nmr 1-3 can be ten ta t i ve l y  
assigned t o  a l i pha t i c  methine and/or methylene bridge carbons (Ar2CH2 o r  Ar3CH). The 
resonances a t  x . 6 0 0  Hz (23.9 ppm) can be assigned t o  methyl groups attached t o  aromatic 
nuc le i  (6.7). No long-chain a l i pha t i c ,  o l e f i n i c  o r  carbonyl resonances are detectable. 

The nmr spectra of successive ex t rac ts  show a decrease i n  aromatic/al i p h a t i c  
content, i n  agreement w i th  i n f ra red  and ana ly t i ca l  data. The aromatic regions 
become progressively simpler w i t h  successive extracts.  A t  the t h i r d  stage, the  
aromatic regton o f  the spectrum suggests a h igh ly  spec i f i c  react ion and ex t rac t ion  
sequence, y i e l d i n g  a mixture o f  h igh l y  s im i la r  structures.  Nmr-E i s  consistent wi th 
the general structures .1 o r  2: The quaternary carbons A (3945 Hz, 156.8 ppm) and 

8 (3630 Hz, 144.3 ppm) are unaffected i n  an off-resonance experiment, while aromatic 
methines C (3255 Hz, 129.4 ppm), and D (2925 Hz, 116.2 ppm) and a l i p h a t i c  methine E 
(820 Hz, 32.6 ppm) become doublets. 
the off-resonance experiment provides evidence f o r  aromatic methylene groups 
as we l l  as methine E at  33 ppm. 

nmr-3. 
Detectable aromatic s t ruc tu re  probably associated w i th  t h i s  resonance has not been 
i d e n t i f i e d  . 

Complex structure surrounding the doublet i n  

I n  addit ion, a quaternary a l i p h a t i c  carbon appears a t  1095 Hz (43.5 ppm) i n  
Precise s t ruc tu ra l  ,assignment has not been made a t  the t i m e  o f  w r i t i ng .  



15 
The genesis o f  structures 1 and/or 2 ( A r  - coal-derived structure) may be 

Consistent w i th  an inc reas ing ly  endothermic depolymerization react ion re f l ec ted  
In a much greater s p e c i f i c i t y  i n  po in t  o f  at tack on the  coal structure.  Structure 
2 may r e s u l t  from displacement o f  two aromatic moiet ies from a ArCH group. A 
ClOSelY re la ted  react ion has been used t o  ex t rac t  methylene groups f r o m  model 
compounds ( A r ,  CHZArz) and from coal :8 

SUMMARY 

A modified method o f  Ouchi and Heridy f o r  depolymerizing coal shows great 
promise for obtaining substantia f rac t ions  i n  t r u e  solut ions. These solut ions 

the basic structures o f  coals. 

'- 

We are cur ren t ly  pursuing t h i s  research i n  an attempt t o  obtain s t ruc tu ra l  information, 
p a r t i c u l a r l y  wi th emphasis on the funct ional  groups i n  coal and t h e i r  e f fec t  on i t s  
reac t  i v i  ty . 

can be used i n  high reso lu t ion  1 3 C nmr studies and i n  in f ra red  studies t o  elucidate 

The technique has been demonstrated f o r  a h igh -vo la t i l e  bituminous C coal. ' 
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INTRODUCTION 

There is considerable i n t e r e s t  i n  t he  production of high BTU gas by coa l  hydro- 

The present study on coa l  hydrogenation 
genation. The Hydrane process ( l ) ,  recently developed by the  U.S. Bureau of Mines, 
involves d i rec t  hydrogenation of r a w  coals.  
using the  d i f f e ren t i a l  scanning calorimetry (DSC) approach is  intended t o  provide some 
information on the  r eac t iv i ty  of representative U.S. raw coals.  Twenty U . S .  r a w  coals 
of d i f f e ren t  rank have been selected f o r  the present study, i n  which hea ts  of reaction 
a t  800 ps ig  of hydrogen and temperatures up t o  57OoC have been measured. 
demineralization of coals upon hea ts  of reaction has a l so  been studied. 

EXPERIMENTAL 

The e f f ec t  of 

A DuPont pressure DSC ce l l  was used i n  conjunction with a c e l l  base Module I and 
a 990 Thermal Analyzer t o  determine thermal e f f e c t s  involved during hydrogenation of 
coals.  DSC scans fo r  various coa ls  (40x70 U.S. standard mesh) were obtained from 
200 t o  57OoC a t  a l i n e a r  heating rate of  5.4"C/min. 
and ca lcu la t ions  have been described elsewhere (2). 

Details of experimental procedure 

RESULTS AND DISCUSSION 

Heats of hydrogenation of d i f f e ren t  coals,  expressed as cal per un i t  weight of 
s t a r t i n g  coal,  are given i n  Table 1. Throughout t he  discussion which follows, carbon 
contents of coal a r e  given on a dry-ash-free (daf) bas i s .  The heat of hydrogenation 
(-AH) increases, i n  general, with decrease i n  coal rank; t he  value varying from about 
7 cal per gram, exothermic, for  an thrac i te  t o  about 150 c a l  per gram, exothermic, fo r  
l i gn i t e s .  

Weight losses  a t  570°C fo r  various coals are included i n  Table 1. It is seen 
tha t  weight l o s s  decreases, i n  general, with increase i n  coal rank. However, i n  the  
case of PSOC 24, weight l o s s  is f a r  grea te r  than tha t  expected from i ts  rank. Weight 
l o s ses  a t  57OOC fo r  various coals are p lo t ted  against  i n t eg ra l  exothermic hea ts  i n  
Figure 1. It is  seen tha t ,  except i n  the  case of PSOC 24 and 95, da t a  points fo r  t he  
rest of t he  coals f i t  on two s t r a igh t  l i n e s  of d i f f e ren t  slopes;  the  two l i n e s  inter-  
sect each other a t  a weight l o s s  of about 45%. 
is seen tha t  weight lobses up t o  45% are cha rac t e r i s t i c  of coals w i t h  a carbon content 
grea te r  than about 82%. For such coals,  each one per cent of weight loss is  seen t o  
correspond t o  evolution of about 1 . 4  cal  per gram weight of s t a r t i n g  coal.  This value 
increases to  about 2 cal per gram for  coa ls  with carbon contents less than 82%. 

Considering t h e  da ta  i n  Table 1, it 

The higher weight loss observed i n  the case of PSOC 24 may be due t o  the  presence 
of a benef ic ia l  ca t a ly t i c  impurity. Out of a l l  the  samples inves t iga ted ,  PSOC 24 
has the  highest p y r i t i c  sulphur content (4.95%. daf ) ;  t h i s  may be responsible fo r  its 
enhanced reac t iv i ty .  However, i n  the case of PSOC 290 which has a p y r i t i c  sulphur 
content of 3.18% (daf),  weight l o s s  corresponds to  tha t  expected on the  bas i s  of  i t s  
rank. DSC and TGA runs on the two coals w e r e  a l so  made a f t e r  p a r t i a l  removal of 
py r i t e  by a f lo t a t ion  technique using a halogenated hydrocarbon of dens i ty  2.85 g/cc. 
Following p a r t i a l  removal of pyr i te ,  both coals exhibit  a s ign i f i can t  decrease i n  
weight loss as well  as exothermic heat (Table 2). 
o r  its reduction products, namely pyr rhot i te  o r  iron, catalyze hydrogenation. 

These r e s u l t s  suggest t h a t  py r i t e  
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Trans i t ion  temperatures, t ha t  is the  temperatures corresponding to  the onset of 

the exotherms, are  p lo t t ed  as a function of carbon content i n  Figure 2. 
temperature is strongly rank dependent, varying from about 230-250°C for  l i g n i t e s  t o  
about 535'C f o r  anthraci te .  The plot  i n  Figure 2 consis ts  of four d i s t i n c t  par ts .  
Coals associated with 63-75% carbon have about the same t r ans i t i on  temperature. A 
sharp increase  in  t r ans i t i on  temperature (about 2OO0C) occurs in 75-80% carbon range. 
Thereafter,  up to  about 90% carbon, the t r ans i t i on  temperature increases only s l i gh t ly .  
A fu r the r  increase i n  t r a n s i t i o n  temperature occurs beyond 90% carbon. It is note- 
worthy tha t  var ia t ion  of t r a n s i t i o n  temperature with carbon content follows essent ia l ly  
the same trend as var ia t ion  of average layer  diameter and number of atoms per layer 
with carbon content (3). 

The t ransi t ion 

The e f f ec t  of demineralization on t r ans i t i on  temperatures and exothermic heats 
fo r  e ight  coa ls  is i l l u s t r a t e d  by da ta  i n  Table 1. It is seen tha t  in the case of 
coals with carbon content less than BOX,  demineralization increases the t r ans i t i on  
temperature and decreases the exothermic heat of reaction. 
t ha t  mineral matter associated with such coals catalyzes hydrogenation. However, i n  
t he  case of coals with carbon contents greater  than about EO%, removal of mineral 
matter decreases the t r a n s i t i o n  temperature and increases the  heat of hydrogenation. 
This is probably due to the f a c t  t ha t  i n  such coals mineral matter removal opens up 
new feeder pores, thus increasing the access ib i l i t y  of hydrogen i n t o  the pore structure.  
The development of addi t iona l  poros i ty  and enhanced access ib i l i t y  t o  act ive s i t e s  
more than o f f se t s  a decrease i n  r eac t iv i ty  which might result from the removal of 
ca t a ly t i ca l ly  act ive mineral matter.  
r eac t iv i ty  of coal chars with air (4). 
decreased gas i f ica t ion  r a t e s  whereas mineral matter removal from an LV bituminous 
coal increased gas i f ica t ion  rates. 

This behavior again suggests 

This is consistent with previous s tudies  on the 
That is, mineral matter removal from l i g n i t e s  
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The chemical s t ruc tu re  of coal  i s  s t i l l  a matter of continuing 
speculation. A l l  workers do agree, however, t ha t  it is  indeed a 
f a i r l y  f r a g i l e  s t ruc tu re  which can e a s i l y  be transformed i n t o  species  
of  higher molecular weight. (l) The process i s  thought t o  be the 
r e s u l t  of the competitive react ions of fragmentation and polymeriza- 
t ion  of portions of the  coal  s t ruc ture .  
improves select ivi ty  toward l i gh te r  products by accelerat ing fragmen- 
t a t ion  and vo la t i l i za t ion  during the ea r ly  s tages  of polymerization. 
Hydrogen ac t s  t o  s t a b i l i z e  the  l i g h t  species  formed by terminating 
f r e e  radicals  which might otherwise polymerize. 

Rapid heating t o  above 5OO0C 

Forty years ago Dent had establ ished tha t  raw coal  can give sub- 
s t a n t i a l  y ie lds  of gaseous hydrocarbons a t  high temperatures and hy- 
drogen pressures (2 -5 ) .  H i s  work was l a t e r  confirmed by researchers 
a t  Purdue University (6-9) and the I n s t i t u t e  of Gas Technology (10). 

In an e f f o r t  t o  obtain data  a t  sho r t e r  so l id s  contact t i m e ,  the  
U.S. Bureau of Mines developed a capt ive sample technique for rapidly 
heating coal t o  temperature ( in  about 2 t o  4 minutes) (11 .12 ) .  Other 
workers have a l s o  invest igated the f l a sh  heating ( 5  seconds o r  l e s s )  
of coal i n  hydrogen atmospheres with both very long (1 minute o r  more) 
(13-18), and very shor t  (30 seconds o r  less) (17-24) so l id s  residence 
t i m e s .  

The Bureau's experiments with rapid heating establ ished tha t  s ig-  
n i f i can t  l iquid y ie lds  could be obtained with uncatalyzed a s  w e l l  a s  
catalyzed coal by operating a t  moderate temperatures (700-800°C) and 
keeping vapor product residence times to  25 seconds o r  less (11,12,25- 
29).  While those employing f l a sh  heating have obtained higher product 
y ie lds ,  no s igni f icant  l i qu id  y i e lds  were reported (aside from a few 
percent heavy t a r s ) .  In  these experiments gas residence t i m e s  were too 
long (13,15,17,18,20-22,24) o r  react ion temperatures too high (14,17-19, 
23,24) f o r  production of l iquids .  

The Bureau's work (with catalyzed coa l )  a l s o  points t o  the  ex i s t -  
ence of an optimum vapor residence time ( 2 8 ) .  Too short  a residence 
t i m e  does not allow donversion of heavy mater ia l s  evolved from the 
coal  t o  l i gh t  products: too long a time r e s u l t s  i n  a loss  of l i g h t  
l iqu ids  by cracking and carbonization. 
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Experimental Reactor 

Our reactor  (Figure 1) is similar  i n  design t o  the  Bureau's 
reactor  (11 .12 )  b u t  i g  capable of much higher heating r a t e s  (about one 
second o r  l e s s  t o  800 C ) .  This configuration allows f o r  independent 
se lec t ion  of the th ree  important time parameters: heating r a t e ,  vapor 
residence time, and so l id s  contact t i m e .  About ten milligrams of coal 
i s  deposited i n  the  form of a thin r ing  on the  i n t e r i o r  surface of a 
316 s t a in l e s s  s t e e l  tube,  0.25 inches i n  outs ide diameter,  0.20 inches 
i n  ins ide  diameter and  1 2  inches long. The deposi t  i s  formed by float-  
ing ground coal on carbon te t rachlor ide .  A s  the  carbon te t rachlor ide  
evaporates, a deposi t  about 0.5 c m  long is l e f t  on the  tube. A quartz 
wool plug a t  the reac tor  o u t l e t  serves t o  pro tec t  the  co l lec t ion  system 
downstream from p a r t i c l e s  which might be dislodged from the  sample. 
The reactor  i s  clamped between e l e c t r i c a l  leads and connected t o  a 
source of hydrogen on the  l e f t ,  and evacuated co l lec t ion  tanks on the 
r igh t .  A thermocouple i s  spot  welded t o  the  ex te r io r  of the  reactor  
tube a t  the locat ion of t he  coal  sample. 

Flow of hydrogen is  establ ished a t  the  desired pressure with the 
reactor  and i n l e t  system a t  room temperature. A t  t i m e  zero e l ec t r i ca l  
power i s  supplied from transformers, r e s i s t i v e l y  heat ing the  reactor  
tube. When a p rese t  temperature is reached a cont ro l le r  switches on a 
holding current t o  maintain the  desired temperature l eve l  fo r  t he  dura- 
t ion  of the experiment. 

The vapor product residence time i n  these experiments is  the  time 
required for  the products evolved from the coal  t o  be car r ied  by the 
f l o w  of hydrogen t o  the  r i g h t  hand e l e c t r i c a l  lead. Because of i t s  
la rge  mass, the lead remains a t  i t s  i n i t i a l  temperature and serves as 
t he  quench point .  Variat ions i n  vapor residence time a r e  achieved by 
changes i n  locat ion of  the  coal  r ing  o r  i n  r a t e  of hydrogen flow. 

Following hydrogenation the  residual  char i s  burned i n  s i t u  with 
oxygen a t  four atmospheres and the oxidation products col lected i n  a 
separate  tank f o r  ana lys i s .  

Analyses a re  performed with a gas chromatograph using a Poropak-Q 
column for a l l  hydrocarbons and carbon dioxide and a molecular sieve 
column for carbon monoxide. 

Coal Sample 

The yields  reported here were obtained with a mine-mouth sample of 
I l l i n o i s  N o .  6 coal.  The sample was crushed and ground i n  a i r  t o  less  
than 325 mesh and subsequently stored under nitrogen. 
analysis  (weight percent ,  moisture f r ee )  i s  as  follows: 

The ult imate 
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carbon 68.2% 
hydrogen 5.1% 
nitrogen 1.1% 
su l fu r  4.2% 
oxygen (by difference)  9.3% 
ash 12.1% 

ExRlOratOrV Runs 

The influence of heating r a t e ,  s o l i d s  contact time and vapor pro- 
duct residence time were explored i n  a series of preliminary experi- 
ments t o  provide a bas i s  f o r  planning the  more extensive study. A l l  
runs are i n  hydrogen a t  100 atmospheres. 

From the preliminary study we t en ta t ive ly  conclude t h a t  a heat- 
ing r a t e  of 65OoC per second i s  s u f f i c i e n t l y  high and a s o l i d s  contact 
t i m e  of ten seconds su f f i c i en t ly  long t o  character ize  the products of 
f l a s h  hydrogenation. Increasing the heating r a t e  t o  140OOC per second 
provides the same yields .  Heating a t  2OoC per second with a s o l i d s  
contact time of 65 seconds r e s u l t s  i n  a three-fold decrease i n  s ing le  
r i n g  aromatics and a subs t an t i a l  increase i n  heavier species. Yields 
a t  30 seconds so l id s  contact time a re  subs t an t i a l ly  the same a s  a t  10 
seconds when the heating r a t e  i s  65OoC per second. 
s o l i d s  contact time t o  two seconds r e s u l t s  i n  s l i g h t l y  reduced y i e l d  
of a l l  l i g h t  species. 

Shortening the 

T e s t s  a t  d i f f e ren t  vapor product residence times show t h a t  there  
i s  an optimum value f o r  t h i s  parameter fo r  y i e ld  of l i g h t  aromatics. 
For example, i n  the v i c in i ty  of 8OO0C t he  BTX (benzene + toluene + 
xylene) yields  a r e  lower both a t  0.18 seconds and 23 seconds than a t  
0.6 seconds. 

Yield Structure 

On t he .bas i s  of the preliminary runs,  react ion temperature and 
vapor residence t i m e  were selected a s  var iables  f o r  more de t a i l ed  
study. 
time a t  10 seconds. The influence of r eac t ion  temperature was explored 
from 620 t o  98OoC with a vapor product residence t i m e  of 0.6 seconds 
(Figures 2-5). The influence of vapor product residence t i m e  was ex- 
plored from 0.6 t o  5 seconds a t  a temperature of 700°C (Figures 6-8). 

Heating r a t e  was fixed a t  65OoC per second and s o l i d s  contact 

Carbon Balance 

The principal  products observed a r e  methane, ethane, propane, 
benzene. toluene and xylenes. Other species, such a s  butanes,ethylene 
and propylene a re  found only in  t race amounts ( l e s s  than 1 percent) .  
Tests of the col lect ion system w e r e  made by in j ec t ing  known quan t i t i e s  
of components ahead of the reactor.  
recovered quant i ta t ively.  

Xylene and l i g h t e r  species  a r e  
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A carbon balance i s  made by summing the carbon content of the 
observed hydrogenation and combustion products (the l a t t e r  i s  C02 with 
minor amounts of C O ) .  The difference between the carbon recovered and 
the  carbon content of the weighed coal sample i s  reported a s  carbon 
d e f i c i t  i n  Figures 2 and 6. 

These f igu res  suggest t h a t  the l i g h t  hydrocarbons d i r e c t l y  mea- 
sured subs t an t i a l ly  account f o r  the products of f l a sh  hydrogenation 
a t  temperatures beyond 850 C a t  0.6 seconds residence t i m e  (Figure 2 )  
and a t  residence t i m e s  beyond 3 seconds a t  700 C (Figure 6 ) .  The 
s c a t t e r  i n  carbon d e f i c i t  i s  low. For the  1 9  runs reported,  the preci- 
s ion  (95% confidence l e v e l )  is 23%. 

0 
0 

The carbon d e f i c i t  a t  lower temperaturesinFigure 2 and shorter  
residence t i m e s  i n  Figure 6 i s  a t t r i b u t e d  t o  species heavier than 
xylene. 

Effect  of Reaction Temperature 

Carbon conversion t o  methane (Figure 3 )  increased from 5% a t  
In  contrast ,  carbon conversion t o  propane 62OoC to 38% a t  98OoC. 

(Figure 4)  f a l l s  quickly from 2% a t  620 C t o  gearly zero a t  780 g. 
Ethane (Figure 4)  shows a peak y i e ld  near 760 C of 6.8%. By 940 C the 
ethane drops t o  an i n s i g n i f i c a n t  level .  

800°C with a conversion of 1166% and drops t o  3% a t  980 C. 
41% of the BTX mixture g t  620 C. 
perature  and beyond 7 9 0  C the mixture is nearly pure benzene. 

Effect  of Vapor Product Residence Time 

The e f f e c t  of increasing vapor product residence t i m e  a t  700 C is 
shown i n  Figures 6-8. A t  t h i s  temperature and 0.6 seconds, 1 2 %  of the  
carbon i n  the coal  is  converted t o  mater ia l  heavier than xylene. With 
increasing residence t i m e  t he  yield of t h i s  mater ia l  decreases, vanish- 
ing a t  3 seconds (Figure 6 ) .  

0 0 

L i t t l e  BTX (Figure 5 )  appears below 62OoC. The yigld peaks a t  
Benzene is  

The f r ac t ion  r i s e s  s teeply with t e m -  

0 

These heavy species a r e  converted t o  methane, ethane, BTX, and 
A t  3 seconds methane has increased by 5.5%, ethane by 2% and coke. 

BTX by 5%. 
methane and BTX decline.  This i s  accompanied by an increase i n  char 
deposited on t h e  r eac to r  wal ls  downstream of t h e  coal sample. 

Implications 

Beyond 3 seconds ethane remains nearly constant while 

The pr incipal  r e s u l t  of the s tud ie s  repor.ted here  is t o  demonstrate 
t h a t  heavy species evolved from coal by f l a sh  heating i n  hydrogen a t  
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elevated pressure are of such character as to be quickly converted to 
BTX and light alkanes in the vapor phase. It is significant that 
little if any tars are produced. 
in the formation of even lighter species with temperatures 700 to 800 C 
being optimum for production of BTX. 
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-VAPOR PRODUCT- 
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SOURCE OF ELECTRIC CURRENT L 
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Figure 1. Reactor for f la sh  heating o f  coa l .  Location o f  coal 
deposit ,and hydrogen flow rate are se l ec ted  t o  g ive  the desired 

~ vapor product residence time. 

Figures 2-5. 
650 C / s e c ,  0 .6  sec. vapor residence t i m e ,  10 sec. s o l i d s  contact 
t i m e .  

Yields versus temperature a t  100 atm. HS, heating rate 

Figure 2 .  Carbon d e f i c i t .  
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Figure 3 .  Methane Yield 

Figure 4.  . Yield of ethane (closed c i r c l e s )  and propane (open c i r c l e s ) .  
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F i g u r e  5 .  BTX (benzene + toluene + xylenes) y i e l d .  

0 Figures 6-8. Yields versus vapor residence t i m e  a t  700 C,  100 atm. 
0 hydrogen, heating rate 650 C/sec., 10 sec.  s o l i d s  contact t i m e .  

(Closed circles from Figures 2-5.  
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Figure 6.  Carbon d e f i c i t .  
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Figure 7 .  Yields of methane ( c i rc l e s )  and ethane + propane (squares) 

I 
i 
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Figure 8.  Benzene y i e ld .  



33 

'i 
, 
i 

i 

"ENTRAINED PRETREATMENT OF COAL" by Glenn E. Johnson,David A. Green,Albert J. Forney, 
W i l l i a m  P. Haynes and Harry B. NeFlson, U.S. Energy Research and Development Admini- 

s t r a t i o n ,  4800 Forbes Avenue,' Pi t tsburgh,  PA 15213. 

A mathod f o r  destroying t h e  caking p rope r t i e s  of coal during t r a n s p o r t  isunder  s tu-  
dy at the Pit tsburgh Energy Research Center of t h e  U. S. Energy Research and Development 
Administration. Caking c o a l  ground t o  20 x 0 mesh is p re t r ea t ed  under p re s su re  i n  a 75- 
f t .  length of 1/2"  pipe while entrained i n  a heated stream of oxygen and n i t rogen .  P i t t -  
sburgh seam, a highly caking coal ,  was p re t r ea t ed  at 100 ps ig  with a t r a n s p o r t  gas l i n e a r  
v e l o c i t y  of 10 f t / s e c ,  an oxygen t o  coal  r a t i o  of 1 .5  SCF/lb and a nominal temperature of 
375O C. Data from tests with Pi t tsburgh seam coa l  w a s  analyzed us ing  a computerized mul- 
t i p l e  l i n e a r  regression analysis .  
i n g  index (FSI) t o  t h e  oxygen concentration, temperature, gas  v e l o c i t y ,  c o a l  f e e d  rate, 
and operat ing pressure.  I l l i n o i s  #6, a moderately caking coal ,  was p r e t r e a t e d  du r ing  en- 
trainment a t  less severe condi t ions (320° C and 02 t o  coa l  ra t io  of 0.7 s c f / l b . )  t han  re- 
quired f o r  Pit tsburgh seam coal.  

An equation was developed which relates t h e  f r e e  s w e l l -  
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The COGAS Development Company (CDC) i s  a consor t ium made up of Consol i -  
d a t e d  N a t u r a l  Gas S e r v i c e  Company, FMC Corpora t ion ,  Panhandle E a s t e r n  Pipe 
Line  Company, and Tennessee G a s  P i p e l i n e  Company. COGAS Development 
Company i s  developing  a p r o c e s s  f o r  t h e  convers ion  of coal t o  gas  and oi l .  
The g a s  can e i t h e r  be p i p e l i n e  g a s  (SNG) or an i n d u s t r i a l  medium-Btu f u e l  
gas .  The o i l  can e i t h e r  be  a s y n t h e t i c  c rude  o i l  o r  a low-sul fur  f u e l  
o i l .  The COGAS p r o c e s s  combines t h e  f lu id ized-bed  p y r o l y s i s  of  c o a l  w i t h  
g a s i f i c a t i o n  of t h e  c h a r .  G a s i f i c a t i o n  is  achieved  by s team, producing a 
syngas  -- CO and H 2  -- w i t h o u t  t h e  need f o r  bu lk  oxygen. This  p r o c e s s  has 
been d e s c r i b e d  p r e v i o u s l y  [ l ]  [ 2 1 .  

Fluid ized-bed  p y r o l y s i s  w a s  developed by FMC Corpora t ion  under t h e  COED 
p r o j e c t ,  which w a s  sponsored  by t h e  O f f i c e  of  Coal Research, U.S. Depart-  
ment of  t h e  I n t e r i o r .  R e s u l t s  of t h i s  p r o j e c t  were publ i shed  [31. A 
number o f  c h a r s  produced i n  t h e  COED p i l o t  p l a n t  w e r e  u t i l i z e d  i n  t h e s e  
s t u d i e s .  

Because of t h e  d i v e r g e n t  i n t e r e s t s  i n  d i f f e r e n t  c o a l s  of t h e  several 
p a r t n e r s ,  w o r k  w a s  i n i t i a t e d  t o  deve lop  a bench-scale  u n i t  which could  
y i e l d  t h e  d a t a  needed f o r  e v a l u a t i n g  p o t e n t i a l  c o a l s  f o r  a COGAS p l a n t .  

The requi rements  f o r  t h i s  u n i t  w e r e  t h a t  it be capable  of both e s t i m a t i n g  
t h e  y i e l d s  of o i l  t h a t  might  be expec ted  from f l u i d i z e d - b e d  p y r o l y s i s ,  a n d  
Of de te rmining  t h e  r e a c t i v i t y  of t h e  c h a r  t h a t  would r e s u l t  from t h i s  
p y r o l y s i s .  The d e s i g n  of t h i s  C o a l  Evalua t ion  U n i t  (CEU) was such t h a t  
one o p e r a t o r  could  o b t a i n  b o t h  coal p y r o l y s i s  y i e l d s  and c h a r  r e a c t i v i t y  
data i n  one day. 

Thermogravimetr ic  a n a l y s i s  (TGA) is  wide ly  used f o r  t h e s e  de te rmina t ions .  
However, thermal  a n a l y s i s  of coal p r e s e n t s  problems i n h e r e n t  i n  c o a l ' s  
n a t u r e  [ 4 1 .  TGA measurements show t o t a l  loss of weight  on p y r o l y s i s ,  bu t  
g i v e  n o  informat ion  as t o  the relat ive amounts of  t a r  or gas  t h a t  are 
o r  might be o b t a i n e d  i n  f l u i d i z e d - b e d  p y r o l y s i s .  Our e x p e r i e n c e  wi th  t h e  
TGA a l s o  showed t h a t  g a s i f i c a t i o n  rates o b t a i n e d  w i t h  steam and COZ were 
a s  much a s  one o r d e r  of  magnitude g r e a t e r  t h a n  t h o s e  o b t a i n e d  i n  l a r g e -  
scale p i l o t  p l a n t s .  I n  a d d i t i o n ,  TGA experiments  are expens ive  and t i m e  
consuming, and s i n c e  t h e  TGA uses  such s m a l l  samples ,  a n a l y s i s  of t h e  
r e s i d u a l  decomposi t ion p r o d u c t s  i s  seldom meaningful .  
W e t  o x i d a t i o n  p r o c e d u r e s  fo r  de termining  carbon r e a c t i v i t y  g ive  o n l y  
s e m i - q u a n t i t a t i v e  d a t a  [5] . 
TO overcome t h e s e  d e f i c i e n c i e s  t h e  s u b j e c t  i n v e s t i g a t i o n  was undertaken.  

Attempts t o  develop 

DESCRIPTION OF THE COAL EVALUATION U N I T  

A f l o w  diagram of t h e  coal e v a l u a t i o n  u n i t  (CEU) is  shown i n  F i g u r e  1. ' 
The r e a c t o r  i s  a capped Alonized 310 s t a i n l e s s  s teel  tube  2 4  i n c h e s  
long  and 2 inches  I D .  
c y i i n d r i c a l  900  kW Lindberg  h e a t e r s  1 8  i n c h e s  long. 
a r e  welded i n  t h e  t o p  c a p  of t h e  r e a c t o r .  

The redctor is h e a t e d  e1ectr ical :y  by twcj hemi- 

Feed i s  charged through one 
Two 1/4-inch t u b e s  
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of t h e s e  tubes ,  and p y r o l y s i s  and g a s i f i c a t i o n  p r o d u c t s  a r e  removed 
through t h e  o t h e r .  A s t a i n l e s s  steel  thermowell  which e x t e n d s  t o  w i t h i n  
4 i n c h e s  of t h e  t o p  o f  t h e  r e a c t o r  i s  welded i n  t h e  c e n t e r  of  t h e  bottom 
Cap. A p e r f o r a t e d  s t a i n l e s s  steel  p l a t e , w h i c h  s u p p o r t s  t h e  s o l i d s  
i n s i d e  t h e  r e a c t o r , i s  welded on t h e  thermowell  a b o u t  6 i n c h e s  above t h e  
bot tom of t h e  r e a c t o r .  The bottom cap a l s o  c o n t a i n s  a s e c t i o n  of 
l /r l- inch tub ing  through which f l u i d i z a t i o n  g a s  e n t e r s  t h e  reactor. 

Gases f lowing t o  t h e  r e a c t o r  are h e a t e d  t o  a b o u t  lOOO'F i n  a c losely 
wound, 310 s t a i n l e s s  s teel  c o i l  12 i n c h e s  long  and 1 i n c h  i n  d iameter .  
T h i s  gas  h e a t e r  i s  h e a t e d  by two Lindberg h e a t e r s .  Char is  f e d  t o  t h e  
r e a c t o r  from a l-1/2-inch ID g l a s s  t u b e  which s e r v e s  as a f e e d  reser- 
v o i r .  This  tube is  mounted on a Synt ron  v i b r a t o r  which c h a r g e s  70 to  
100 g of c h a r  o v e r  a 15- to  30-minute p e r i o d .  Steam is used as t h e  
f l u i d i z i n g  gas  i n  b o t h  t h e  p y r o l y s i s  and g a s i f i c a t i o n  o p e r a t i o n s .  Coal 
is u s u a l l y  pyrolyzed a t  900 t o  1100OF. A t  t h e s e  tempera tures  t h e  reac-  
t i o n  of  steam w i t h  c o a l  is  n e g l i g i b l e .  

The condensing system c o n s i s t s  of  t w o  g l a s s  a i r -and  water-cooled con- 
d e n s e r s ,  a glass-wool t r a p ,  and a q u i n o l i n e  s c r u b b e r  i n  series. The 
glass-wool  t r a p  and q u i n o l i n e  s c r u b b e r  remove tar  fog from t h e  gas .  
Gases l e a v i n g  t h e  q u i n o l i n e  s c r u b b e r  a r e  sampled,  ana lyzed  by gas  
chromatography, measured, and vented  t o  a hood. The chromatograph used 
is a Carle Bas ic  Gas Chromatograph equipped w i t h  a u t o m a t i c  sampling and 
s w i t c h i n g  devices .  T h i s  i n s t r u m e n t  a n a l y z e s  f o r  CO, C O 2 ,  CHI,,  0 2 ,  N 2  
and H20 every 7-1/2 minutes .  Hydrogen i s  o b t a i n e d  by d i f f e r e n c e .  

OPERATING PROCEDURE 

Ten grams of 1 / 8  x 25-mesh sand  are charged  t o  t h e  reactor t o  improve 
t r a n s f e r  of h e a t  t o  the f l u i d i z i n g  g a s ,  and t o  p r e v e n t  f i n e  c o a l  par-  
t ic les  from plugging  t h e  p e r f o r a t e d  bed s u p p o r t  p l a t e .  A 25- x 60-mesh 
f r a c t i o n  of feed  i s  used.  The steam v e l o c i t y  through t h e  r e a c t o r  i s  
main ta ined  a t  a b o u t  0.5 f t / s .  Velocities o v e r  0 . 8  ft/s c a r r y  char  f i n e s  
and low-density g a s i f i e d  c h a r  o u t  of t h e  reactor, and v e l o c i t i e s  below 
0.3 f t / s  do n o t  f l u i d i z e  the bed. 

A.  Non-Coking Coals 

Non-coking c o a l s  may be i n t r o d u c e d  i n t o  the r e a c t o r  a t  any tempera ture  
from room tempera ture  up t o  t h e  p y r o l y s i s  tempera ture .  The f e e d  is 
added over  a 30-minute p e r i o d .  P y r o l y s i s  i s  u s u a l l y  conducted a t  a 
maximum temperature  of about  1100OF. The c h a r  is  h e l d  a t  t h e  maximum 
tempera ture  f o r  30 t o  60 minutes ,  a t  which t i m e  o i l  p r o d u c t i o n  h a s  
ceased  and gas make is  n e g l i g i b l e .  

If  t h e  c h a r  t h a t  remains a f t e r  p y r o l y s i s  i s  t o  be  g a s i f i e d ,  t h e  temper- 
a t u r e  of  the  r e a c t o r  i s  r a i s e d  to t h e  d e s i r e d  g a s i f i c a t i o n  tempera ture ,  
and steam i s  then charged i n t o  the r e a c t o r  a t  a v e l o c i t y  of  approximate- 
l y  1 / 2  f t / s .  G a s i f i c a t i o n  is normally cont inued  f o r  t h r e e  hours .  Gases 
produced dur ing  p y r o l y s i s  and g a s i f i c a t i o n  a r e  ana lyzed  c o n t i n u a l l y  by 
gas  chromatography. 

To determine o i l  y i e l d s ,  t h e  condensed w a t e r  i s  decanted  through a f i l -  
t e r  paper  t o  recover  c a r r y o v e r  c h a r  f i n e s .  The f i l t e r  p a p e r ,  condensers ,  
f i n e s ,  and the  w a t e r - t a r  r e c e i v e r  a r e  washed w i t h  ace tone  t o  d i s s o l v e  
t h e  c o l l e c t e d  o i l ,  and t h e  a c e t o n e  s o l u t i o n  i s  f i l t e r e d  t o  remove c h a r  
t h a t  was mixed w i t h  t h e  o i l  The a c e t o n e f i l t r a t e  is  e v a p o r a t e d  i n  a 
t a r e d  f l a s k  t o  de te rmine  t h e  weight  o f  o i l  recovered.  The glass-wool 
t r a p  i s  d r i e d  a t  220°F and i t s  g a i n  i n  weight  is  cons idered  to  be o i l .  
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The small  amount of  o i l  t h a t  is  c o l l e c t e d  i n  t h e  q u i n o l i n e  t r a p  is n o t  
i n c l u d e d  i n  t h e  o i l  recovery ,  a s  q u i n o l i n e  also c o l l e c t s  water .  

The.wei.ght of  gas  formed d u r i n g  p y r o l y s i s ,  t h e  amount of  carbon g a s i f i e d ,  
and the g a s i f i c a t i o n  rate o f  c h a r  are a l l  c a l c u l a t e d  from t h e  volume and 
t h e  a n a l y s i s  of t h e  g a s e s  formed d u r i n g  p y r o l y s i s  and g a s i f i c a t i o n ,  
r e s p e c t i v e l y .  Char r e c o v e r y  i s  t h e  sum of  t h e  weights  of  c h a r  c a r r i e d  
overhead and t h a t  r e c o v e r e d  from t h e  reactor a t  t h e  end of t h e  run. 

B.  Coking Coals 

Unl ike  non-coking c o a l s  which may be charged to  a r e a c t o r  a t  any tempera- 
t u r e  f o r  p y r o l y s i s ,  coking  c o a l s  must be charged  to  t h e  r e a c t o r  below t h e  
i n c i p i e n t  coking or s o f t e n i n g  tempera ture .  This  i s  u s u a l l y  about  6 5 0 ° F .  
T o  p r e v e n t  a b u i l d u p  of coke i n  t h e  reactor, coking c o a l s  a r e  d i l u t e d  i n  
a 1:2  w e i g h t  r a t i o  w i t h  an a s h  f r a c t i o n  t h a t  has  t h e  same 25-x 60-mesh 
s i z e  as t h e  c o a l  feed .  A f t e r  t h e  coa l -ash  mixture  has  been charged,  t h e  
tempera ture  of t h e  r e a c t o r  is  r a i s e d  t o  l l O O O F  o v e r  a 1 t o  1-1 /2  h per -  
iod .  The r e a c t o r  i s  k e p t  a t  l lOO°F f o r  an a d d i t i o n a l  hour  t o  complete re- 
moval of t h e  t a r r y  o i l  f r a c t i o n s  from t h e  r e a c t o r .  

A f t e r  p y r o l y s i s  is  comple te ,  g a s i f i c a t i o n  and o i l  recovery  i s  conducted 
as d e s c r i b e d  above. 

C. Char R e a c t i v i t y  

I f  r e a c t i v i t y  d a t a  o n l y  are desired on c h a r s  which a r e  known t o  evolve 
n o  o i l  on h e a t i n g ,  t h e  reactor i s  h e a t e d  d i r e c t l y  t o  the g a s i f i c a t i o n  
tempera ture .  The c h a r  may be  added e i t h e r  b e f o r e  t h e  r e a c t o r  is hea ted  
or when t h e  r e a c t o r  h a s  reached  t h e  g a s i f i c a t i o n  tempera ture .  Experi- 
ments w i t h  COED c h a r s  p r e p a r e d  from I l l i n o i s  coal showed t h a t  bo th  
procedures  gave t h e  same g a s i f i c a t i o n  rates. Char r e a c t i v i t y  is c a l c u l a t e d  
fram t h e  volume of gas produced and t h e  amount of carbon r e a c t e d  as de- 
s c r i b e d  above. 

ANALYSIS OF FEEDSTREAMS 

The a n a l y s e s  of coals and c h a r s  used  i n  t h e s e  s t u d i e s  a r e  p r e s e n t e d  i n  
T a b l e s  1 and 2 .  

PYROLYTIC STUDIES 

Data o b t a i n e d  i n  p y r o l y z i n g  l i g n i t e  and Utah c o a l s  a r e  s h a m  i n  Table  3 .  
The l i g n i t e  y i e l d s  much less .oil and more gas  than  t h e  Utah c o a l .  
CEU c a n n o t  de te rmine  l i q u o r  y i e l d s  because steam is the c a r r i e r  g a s .  
With many c o a l s  l i q u o r  y i e l d s  o b t a i n e d  by f l u i d i z e d - b e d  p y r o l y s i s  are 
approximate ly  0.45 t i m e s  t h e  oxygen c o n t e n t  of t h e  c o a l  161 .  This  cor- 
r e c t i o n  is  probably h i g h  f o r  l i g n i t e , b u t  gave a reasonable  m a t e r i a l  
b a l a n c e  w i t h  t h e  Utah c o a l .  Table  3 a l s o  compares t h e  o i l  and gas  y i e l d s  
o b t a i n e d  i n  t h e  CEU w i t h  t h o s e  o b t a i n e d  by COED i n  t h e i r  4 -s tage  p y r o l y s i s  
sys tem,  u s i n g  a maximum tempera ture  of 1450OF. 

Hot-s tage microscope s t u d i e s  showed t h a t  shock h e a t i n g  i n c r e a s e d  t h e  y i e l d  

y i e l d s  i n c r e a s e d  s t e a d i l y  as t h e  tempera ture  a t  which t h e  l i g n i t e  w a s  
i n t r o d u c e d  i n t o  t h e  CEU r e a c t o r  was i n c r e a s e d .  Thus, t h e  lowest i e l d  of 

The 

o i l  w a s  o b t a i n e d  from t h e  r u n  i n  which t h e  l i g n i t e  was added to t K e 
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r e a c t o r  a t  room tempera ture ,  even though t h i s  char was u l t i m a t e l y  
h e a t e d  t o  t h e  h i g h e s t  t empera ture  shown. 

P y r o l y s i s  d a t a  f o r  t w o  h i g h - v o l a t i l e  A bituminous c o a l s  are p r e s e n t e d  
i n  T a b l e  5 .  I n  a l l  r u n s ,  c o a l  was charged  t o  t h e  CEU reactor a t  600 
t o  680°F, and a l l  c h a r s  were hea ted  t o  1100 t o  1180OF. Both c o a l s  
coked when processed  under  t h e  same c o n d i t i o n s  used  w i t h  t h e  lower- 
r a n k  coals. When t h e s e  coals were d i l u t e d  w i t h  two p a r t s  of a s h ,  t h e  
Sewickley-seam coal gave 2 1  t o  22  w t  p e r c e n t  o i l ,  and t h e  P i t t s b u r g h -  
seam c o a l ,  27.2 w t  p e r c e n t  o i l .  Runs 62, 63 and 64 show how o i l  y i e l d s  
were reduced d r a s t i c a l l y  when t h e s e  coals were a i r - o x i d i z e d  t o  i n h i b i t  
their  coking.  The sums of  t h e  y i e l d s  of  o i l ,  g a s ,  and c h a r  f o r  a l l  
a s h - d i l u t e d  runs  range from 92.4 t o  99.5 weight  p e r c e n t ,  i n d i c a t i n g  
good c l o s u r e s  i n  a l l  runs .  

GASIFICATION OF CHARS 

Earlier i n  t h e  COGAS program, t h e  r e a c t i v i t i e s  of c h a r s  were determined 
i n  a 3.75-inch ID f l u i d i z e d - b e d  c h a r  r e a c t i v i t y  u n i t  (CRU) t h a t  has  
been d e s c r i b e d  i n  an ear l ier  p u b l i c a t i o n  [SI .  S e v e r a l  COED c h a r s  were 
e v a l u a t e d  i n  b o t h  u n i t s  t o  de te rmine  t h e  c o r r e l a t i o n  of r e s u l t s  ob- 
t a i n e d  i n  the t w o  u n i t s .  The r e s u l t s  are summarized i n  Table  6. A l l  
CRU runs  were made w i t h  s team v e l o c i t i e s  of e i t h e r  0.4 o r  0.6 f t / s .  
As noted  above, t h e  CEU w a s  o p e r a t e d  a t  a b o u t  0 .5  f t / s .  

The g a s i f i c a t i o n  r e s u l t s  o b t a i n e d  i n  the CEU a g r e e  f a i r l v  w e l l  w i t h  
those o b t a i n e d  i n  t h e  l a r g e r  CRU. S i m i l a r  r e s u l t s  vere o b t a i n e d  w i t h  
I l l i n o i s  c h a r  i n  t h e  COGAS p i l o t  g a s i f i e r  (21.  L i g n i t e  c h a r s  prepared  
i n  the CEU i n  Runs 5 and 6 had r e a c t i v i t i e s  a t  1430 and 1500'F t h a t  
w e r e  i n  l i n e  w i t h  l i g n i t i c  c h a r s  prepared  i n  t h e  COED reactor system. 
The l i g n i t i c  c h a r s  w e r e  by f a r  t h e  most r e a c t i v e  e v a l u a t e d .  

The CEU s t u d i e s  c o r r o b o r a t e d  unexplained t r e n d s  found i n  t h e  CW. Thus, 
t h e  t h i r d - a t a g e  COED I l l i n o i s  No. 6 c h a r  w a s  more reactive than  t h e  
f o u r t h - s t a g e  c h a r  (Runs 71 and 2 2 ) ,  b u t  t h i s  was n o t  t h e  case w i t h  the 
Utah or Western Kentucky c h a r s .  I n  t h e  COED p i l o t  p l a n t ,  t h e  t h i r d  
s t a g e  u s u a l l y  o p e r a t e d  a t  1000°F; t h e  f o u r t h  s t a g e ,  a t  1450-1550°F. 
N o t e  t h a t  a c h a r  prepared  from Western Kentucky c o a l  i n  t h e  CEU had the 
same a c t i v i t y  as t h i r d - a n d  f o u r t h - s t a g e  c h a r s  p r e p a r e d  from t h i s  c o a l  
i n  t h e  COED reactors. (Compare Run 68 vs .  R u n s  78 and 79.)  

Oxidat ion reduces  t h e  y i e l d  of t a r s  d e r i v e d  from p y r o l y s i s .  CEU s t u d i e s  
demonstrated t h a t  o x i d a t i o n  a lso reduces  t h e  g a s i f i c a t i o n  rates of t h e  
r e s u l t a n t  c h a r s  markedly.  For  example, Western Kentucky c h a r  produced 
i n  t h e  COED p i l o t  p l a n t  w i t h  m i l d  o x i d a t i o n  i n  S t a g e  1 had o n l y  h a l f  
t h e  r e a c t i v i t y  of  c h a r s  made from t h i s  c o a l  w i t h o u t  o x i d a t i o n .  (Com- 
pare Runs 49 and 50 w i t h  Runs 78 and 79.)  S i m i l a r l v ,  c h a r s  made from 
o x i d i z e d  Pi t t sburgh-and  Sewickley-seam c o a l s  were less r e a c t i v e  than  
t h o s e  prepared from unoxidized c o a l s .  (Compare Runs 64 and 63 w i t h  
61.)  A sample of  coke t h a t  w a s  p repared  from Sewickley c o a l  i n  t h e  CEU 
also had a low c h a r  r e a c t i v i t y  (Run 5 5 ) .  

The CEU has  a l s o  been u s e f u l  f o r  o t h e r  s t u d i e s ,  e . g . ,  de te rmining  C o t  
r e a c t i v i t i e s  up t o  1900°F, conduct ing  f l u i d i z a t i o n  s t u d i e s ,  etc. I t  
h a s  proven t o  be a v e r s a t i l e  and u s e f u l  t o o l  t h a t  m e t  a l l  t h e  r e q u i r e -  
ments o u t l i n e d  f o r  it. The CEU has  now been used f o r  more than  1000 
hours  and shows no ev idence  of  c o r r o s i o n .  This  i s  a t t r i b u t e d  t o  t h e  
a luminiz ing  t r e a t m e n t  t h a t  was adminis te red  t o  t h e  reactor. An e a r l i e r  
non-aluminized reactor h a n d l i n g  t h e  same gases  showed c o r r o s i o n  a f t e r  
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less than  150 hour s  on stream. 
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TABLE 3 

P y r o l y s i s  of L i g n i t e  and Utah Coals 

P y r o l y s i s  Temp, OF 
I n i t i a l  F i n a l .  

700 900 
900 900 

COED [31 

800 800 
900 900 

1450 

Product  Y i e l d s ,  w t  P e r c e n t  
G a s  C h a r  1,i.qlior T o t a l  

-iTzia- 
LIGNITE 

5.0 32.0 56.7 11.8 105.5 
6.8 25.6 57.6 11.8 101.8 

UTAH COAL 

17.9 17.2 59.1 4.0 93.2 
18.5 11.6 59.0 5.1 94.2 

- - - 21.5 18.3 

TABLE 4 

E f f e c t  o f  Charge Temperatures  on L i g n i t e  O i l  Yields  

P y r o l y s i s  Temp. , OF O i l  Y i e l d ,  
Run N o .  I n i t i a l  F i n a l  w t  P e r c e n t  

1 3  70 1400 4.7 

10 70 0 900 5.0 

5 80 0 900 6 . 5  

6 900 ’ 900 6 . 8  

14  1400 1400 7.3 
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TABLE 5 

P y r o l y s i s  of High V o l a t i l e  A Coals 

C o a 1 : A s h  Y i e l d s ,  w t  P e r c e n t  R U l  Coal 
Char - Gas - Seam Ra t io  - No. 

53 Sewickley  1: 0 11.6 11.0 57 ,sa  

62b II l : o  9.2 12.5 77.3 

n 1: 2 22 .1  25.4 52.0 59 

60 1:2 21.4 ,I 18.8 52.2 

63' Pittsburgh l : o  0.2 10.4 72.5 

64b n l : o  15.4 10.0 69.4 

II 27.2 19.2 49.3 6 1  1: 2 

a 

bCoal a i r - o x i d i z e d  a t  350 t o  400°F for 30 minutes  

'Coal a i r - o x i d i z e d  a t  350 t o  400°F for 60 minutes  

Sample coked 



4 3  

Run 
No, 

5 
6 
- 
- 

71 
22 
23  
48 
46 
78 
79 
68 
49 
50 
64 

6 3  
6 1  
55 
59 
60 

D e r i v a t i v e  
Coal 

L i g n i t e  
,I 

,I 

It 

I l l i n o i s  
,I 

I, 

Utah 
It 

W. Kentucky 

I 

" (ox id ized )  
I, 

P i t t s b u r g h  " 

It 

I, 

Sewickley 
I 

I, 

TABLE 6 

G a s i f i c a t i o n  of Chars  

Char 
Source 

CEU 

CEU 

COED- 4 t h  S t a g e  
COED-4th Stage 
COED-4th S t a g e  
COED- 3 rd  S t a g e  
COED-4th S t a g e  
COED- 3rd '  S t a g e  
COED-4th S t a g e  
COED-3rd S t a g e  
COED-4th Stage 
CEU 

COED- 3 rd  S t a g e  
COED-4 th  S t a g e  
CEU - Oxidized 

CEU - Oxidized 
CEU 

CEU - Coked 
CEU 

CEU 

lg c g a s i f i e d / ( h )  (9 C i n  bed)  

G a s i f i c a t i o n  G a s i f i c a t i o n  Rate '  
CEU - Temp., OF 

1430 
1500 
1430 
1600 
1600 
1600 
1700 
1600 
1600 
1600 
1600 
1600 
1600 
1600 

1600 
1600 
1600 
1600 
1600 
1600 

0.61 
0.90 

0.11 
0.30 

0.26,O. 23  
0.15 
0.22 
0.23 
0.28 
0.27 
0.14 
0.14 

0 . 1 2  

0.15 
0.38 
0.18 
0.40 
0.48 

CRU - 

0.60 
>1.0 

0.14 
0 . 2 4  

0.23 
0.18 
0 . 2 1  

0 . 2 4  
0.23 
- 
- 
- 
- 
- 
- 
- 
- 
- 
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FACTORS AFFECTING REACTIVITY OF COAL CHARS 

P h i l i p  L. Walker, Jr. and Edwin J. Hippo 

Pennsylvania State University 
Department of Material Sciences 

University Park, Pennsylvania 16802 

INTRODUCTION 

It is helpful  when attempting t o  understand r e a c t i v i t y  of coa l  chars  to  draw on 
what is known about gas-solid in te rac t ion  from voluminous s t u d i e s  on both t h e  g a s i f i -  
ca t ion  of more c r y s t a l l i n e  carbons and heterogeneous ca ta lys i s .  Rates of gas i f ica t ion  
of porous carbons are pr imari ly  affected by three  parameters: a c t i v e  s i te  concen- 
t r a t i o n ;  a c c e s s i b i l i t y  of t h e  reac tan t  gas i n t o  t h e  i n t e r n a l  a rea  of the  char and, 
hence, t o  ac t ive  sites; and presence of c a t a l y s t s  which a r e  a c t i v e  f o r  t h e  d issoc ia t ion  
of molecular species  i n t o  reac t ive  oxygen atoms o r  hydrogen atoms (1,Z). Following a 
discussion of these parameters, r e a c t i v i t i e s  t o  a i r  and C02 of s ix teen  chars  produced 
from coals  of varying rank w i l l  be considered. 

THEORETICAL CONSIDERATIONS 

It is well t o  review b r i e f l y  the  s t r u c t u r e  and thermal behavior of coa ls  insofar  
a s  they w i l l  determine whether a char is produced from coal  and what physical  
c h a r a c t e r i s t i c s  t h e  char w i l l  possess. 
have been conducted on coal; and even though there  is not today complete agreement on 
the "building blocks" which make up coal ,  w e  w i l l  take a pos i t ion .  
based primarily on the de ta i led  x-ray s tudies  of Cartz and Hirsch (3). 

Coals a r e  composed of aromatic and hydroaromatic layers ,  terminated a t  t h e i r  
edges by various funct ional  groups and crosslinked by various funct ional  groups. 
average size of t h e  layers  and the  number aligned closely p a r a l l e l  increase with 
increasing rank of coal. 
duces i n t e r n a l  porosi ty  and r e s u l t s  i n  coal  being a microporous material. 
treatment a l l  coals  l o s e  v o l a t i l e  matter, pr imari ly  from t h e  periphery of t h e  layers .  
Further, some coals  sof ten  extensively, form an anisotropic  mesophase, which coalesces 
in to  a coke (4). Other coals ,  upon heat  treatment, do not sof ten  (they behave as 
thermosetting mater ia ls)  and a r e  converted t o  a char. The extent  of sof tening is 
thought t o  be primarily determined by t h e  concentration and thermal s t a b i l i t y  of t h e  
crossl inking groups. 
e s s e n t i a l l y  preserved i n  the char i f  it has not been taken t o  too high a temperature. 
Indeed the  microporosity can become more accessible  t o  reactant  gases because of l o s s  
of v o l a t i l e  matter. However, if t h e  processing temperature is taken too high, micro- 
porosi ty  in the  char is rapidly l o s t .  
crossl inks between planar  regions i n  t h e  char ,  allowing improved alignment of these 
regions with l o s s  of porosi ty  between regions. 
as  being composed of s m a l l  t r igonal ly  bonded planar regions, terminated by markedly 
fewer hetero-atom funct ional  groups than i n  the  o r i g i n a l  coal ,  and s t i l l  containing 
subs tan t ia l  (but somewhat l e s s )  crossl inking than the  o r i g i n a l  coal .  The exact s t r u c t u r e  
of a char produced from a given precursor coa l  can be changed by a l t e r i n g  such var iables  
as: possible coa l  pretreatment ( t o  introduce more c ross l inks) ,  coal  p a r t i c l e  s i z e ,  r a t e  
of heat ing,  maximum temperature and t i m e  a t  maximum temperature, atmosphere and t o t a l  
pressure present during heating. It is with t h i s  background t h a t  t h e  r e a c t i v i t y  of coal  
chars can be considered. 

Extensive x-ray, in f ra red ,  and NMR s tudies  

Our pos i t ion  is 

The 

More or  less poor alignment between packets  of l a y e r s  pro- 
Upon heat 

The micropore s t r u c t u r e  which w a s  i n  t h e  precursor  c o a l  is 

This is a r e s u l t  of t h e  thermal breakage of 

The s t r u c t u r e  of chars  is envisioned 

Active s i t e s  To understand the  k i n e t i c s  of t h e  g a s i f i c a t i o n  of a carbonaceous 
s o l i d ,  a Correct term f o r  the  concentration of sites which can p o t e n t i a l l y  take  par t  in  
the  react ion is needed. Given the  a b i l i t y  t o  measure t o t a l  surface a reas  of s o l i d s  by 
physical adsorption of gases i n  1938, e f f o r t s  w e r e  made t o  c o r r e l a t e  g a s i f i c a t i o n  r a t e s  
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of carbonaceous so l id s  with their  t o t a l  area. These e f f o r t s  were not  successful.  
Final ly ,  i n  1963 Walker and co-workers ( 5 )  showed f o r  t he  C-O2 react ion t h a t  the appro- 
p r i a t e  concentration term w a s  t h a t  given by d i s soc ia t ive  oxygen chemisorption onto 
sites -- t h i s  was a measure of active sites. Later Walker and co-workers (6), Hennig 
(7), and Thomas and Roscoe ( 8 ) ,  showed c l e a r l y  t h a t  t h e  ac t ive  s i tes  involved i n  the 
gas i f i ca t ion  of carbon i n  a t r i g o n a l l y  bonded s o l i d  are those located a t  the periphery 
of l aye r  planes and a t  vacancies and non-basal dis locat ions within layer  planes. In 
t h i s  l i g h t ,  it can be sa id  t h a t  i f  one wishes t o  maximize t h e  r e a c t i v i t y  of coal  chars, 
the average c r y s t a l l i t e  s i z e  should be kept t o  a minimum and the defect concentration 
i n  the  l a y e r  plane kept t o  a maximum. 

Mass transport  l i m i t a t i o n s  Thiele (9),  Zeldowitsch ( l o ) ,  and Wheeler ( l l ) ,  
pioneered the concept t h a t  f o r  a gas in t e rac t ing  with a porous s o l i d  the  a c t i v e  sites 
within the  sol id ,  under some circumstances, may be exposed t o  the  reactant  gas a t  a 
concentration s ign i f i can t ly  lower than its concentration at the surface of t he  so l id .  
This can r e s u l t  i n  t he  " u t i l i z a t i o n  efficiency" of the ac t ive  s i t e s  fo r  gas i f i ca t ion  
becoming <<1. The phenomenon occurs a t  higher gas i f i ca t ion  r a t e s  when a l a r g e  concen- 
t r a t i o n  gradient of reactant between the surface of the s o l i d  and i t s  center  is needed 
t o  supply the gas within the  s o l i d  f o r  reaction. The s i t u a t i o n  has been considered in  
d e t a i l  by Walker and co-workers (1) f o r  the gas i f i ca t ion  of carbon. Figure 1 presents 
an ideal ized Arrhenius p lo t  depict ing the  s i t ua t ion ,  when one considers a half  cylinder 
of porous carbon. In Zone I, t h e  reactant  concentration gradient is neg l ig ib l e  within 
the so l id ;  t he  u t i l i z a t i o n  e f f i c i ency ,  rl, of ac t ive  sites is = 1. With increasing 
temperature and gas i f i ca t ion  rate, rl eventually + 0. 
it is  important t o  l o c a t e  t h e  zone i n  which r eac t ion  is occurring i n  order t ha t  t he  
k i n e t i c s  may be understood. 

In a char gas i f i ca t ion  process,  

Mass transport  l i m i t a t i o n s  are expected t o  vary s ign i f i can t ly  as chars  produced 
from coa l s  of d i f f e ren t  rank are gasif ied.  
tr imodal pore d i s t r ibu t ion ,  w i th  most of the ac t ive  sites located within the  micropores 
which are defined as being less than 12A i n  diameter (12). Walker and co-workers (13) 
have shown t h a t  the rate of gaseous d i f fus ion  within t h e  micropore sys t em is slow and, 
indeed, an  activated process f o r  pores (apertures) less than about 5A. Thus i t  is  
c e r t a i n  t h a t  i f  the  s i t e s  located i n  t h e  micropores a r e  t o  be w e l l  u t i l i z e d  f o r  reaction 
( t h a t  i s  rl + 11, the i n t e r i o r  of t h e  so l id  must have an adequate number of l a rge r ,  
feeder pores off which the micropores connect. 
the mouths of the micropores w i l l  be  reasonably rapid;  and, therefore,  reactant  concen- 
t r a t i o n  a t  the  mouths of t h e  micropores can closely approach the value of reactant 
concentration a t  the e x t e r i o r  p a r t i c l e  surface.  

That is ,  coals and coal  chars have a 

Diffusion through t h e  feeder pores t o  

Walker and co-workers (12) show t h a t  low rank coals  tend t o  have a g rea t e r  
Percentage of t h e i r  t o t a l  pore volume i n  l a rge r  pores than do the higher rank coals.  
Thus, i t  is  expected t h a t  chars  derived from the lower rank coals w i l l  have a l a rge r  
feeder pore system and be less mass t ransport  l imited during t h e i r  gasif icat ion.  

Catalysis  Almost every m e t a l  i n  a reduced and/or oxidized s t a t e  is a ca t a lys t  
f o r  carbon gas i f i ca t ion  (2). Catalyst  a c t i v i t y  va r i e s  between impurit ies and with the i r  
concentration and extent  of dispers ion ( r a t i o  of  atoms i n  t h e  surface t o  t o t a l  atoms). 
Specif ic  ca t a lys t  a c t i v i t y ,  that is a c t i v i t y  per u n i t  ca t a lys t  weight, usual ly  decreases 
as the  amount of ca t a lys t  present  and i t s  particle s i z e  increase (2) .  Therefore, even 
though most of the inorganic impuri t iy  content i n  most coals  is located in the  mineral 
matter,  t h e  possible c a t a l y t i c  a c t i v i t y  of t r a c e  and minor elements (present as 
organo-metallics) cannot be ignored. That is, many of the t r ace  elements are very 
highly dispersed within t h e  c o a l  matrix compared t o  the  extent of mineral matter 
dispersion. 

I n  t h i s  regard t h e  s i t u a t i o n  with l i g n i t i c  chars is most interest ing.  Ligni tes  
have high concentrations of carboxyl groups at  the  edges of t h e i r  layers .  
has occurred i n  nature  with ca t ions  l i k e  calcium replacing a s ign i f i can t  amount of 
hydrogen on the carboxyl groups. 

Ion exchange 

Upon the thermal conversion of l i g n i t e s  t o  chars,  the 

I 
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carboxyl groups decompose deposi t ing l a r g e  amounts of highly dispersed calcium (and 
other  metals) onto the char surface. Probably, as a r e s u l t ,  t h e  r e a c t i v i t y  of chars 
t o  air has  been found t o  c o r r e l a t e  reasonably w e l l  with t h e  amount of calcium present 
(14). 

EXPERIMENTAL 

The coals  used were t h e  same as those used in a previous r e a c t i v i t y  s tudy (14). 
Table 1 presents analyses of t h e  coals. 
for  measuring char r e a c t i v i t y  have been described previously by Jenkins e t  a 1  on t h e i r  
s t u d i e s  i n  a i r  (14). A s m a l l  quant i ty  of coa l  (5-10 mg) w a s  placed on a Cahn Model RG 
Electrobalance of a Fisher  TGA apparatus and heated a t  a rate of 10°C per min t o  
l o O O ° C  in a N2 atmosphere. 
was detectable. 

Methods of char preparat ion and procedures 

Samples were held a t  1000°C un t i l  no f u r t h e r  weight l o s s  

Selected coals  w e r e  t rea ted  with warm 10% HC1 for 48 h r ,  followed by t h e i r  being 
washed with water, dr ied,  and charred. Demineralized samples were prepared by taking 
ac id  washed coals  and t r e a t i n g  them with warm €IF, followed by extensive washing and 
drying pr ior  t o  charring. 

Samples of PSOC 127, a r e l a t i v e l y  unreact ive low v o l a t i l e  coal  char ,  and PSOC 87, 
a highly react ive l i g n i t e  char, w e r e  chosen f o r  an inves t iga t ion  of the  e f f e c t  of 
p a r t i c l e  s i z e  on r e a c t i v i t y .  
ized coa ls  were studied. Approximately 40 g of each coal  of 40x100 mesh p a r t i c l e  
s i z e  were fur ther  ground using a p e s t l e  and mortar. 
s i f t e d  for 20 min t o  obta in  fodr  cuts :  +loo, 100x150, 200x325, and -325 mesh. Chars 
were prepared and r e a c t i v i t i e s  measured f o r  a l l  cuts .  

Both chars  derived from the  parent coals  and demineral- 

The ground coals  were then hand 

In t h i s  study r e a c t i v i t y  of chars t o  C02  has been measured, with the  object ive of 
comparing r e a c t i v i t i e s  with those measured previously i n  air  (14). 
carbon dioxide reac t ion  is a much slower reac t ion  than t h e  carbon-air reaction ( l ) ,  it 
must be carr ied out at a much higher temperature t o  obtain the same rate as f o r  the 
air reaction. A temperature was se lec ted  a t  which t h e  rate of reac t ion  of t h e  more 
r e a c t i v e  l i g n i t e s  in CO 
Such a temperature was 300°C f o r  the  40x100 mesh coal-derived chars. The use of less 
than 5 mg of char ensured t h a t  the  r e a c t i v i t y  per  u n i t  weight of char was  independent 
of char weight (or bed depth). 

Since t h e  carbon- 

corresponded c lose ly  t o  t h e i r  r e a c t i v i t i e s  i n  t h e  a i r  at  5OO0C 

Following preparat ion of a char at lOOO"C, i t  was  cooled in dry N 
Dry CO was admitted a t  a flow rate of 300cc (NTP) p e r  mznute, and weight 

t o  900°C p r i o r  
t o  react ion.  
of the char was continuously recorded. 
usual ly  go through three  regions of r e a c t i v i t y :  purge and ac t iva t ion ,  l i n e a r  burn-off 
rate, and decreasing bum-off rate. During the  l i n e a r  region t h e  char loses  weight but 
increases  in spec i f ic  surface a rea  because of ac t iva t ion .  This region continues u n t i l  
t h e  s p e c i f i c  surface arPa no longer increases;  t h e  gas i f ica t ion  r a t e  begins decreasing 
and the  t h i r d  region is entered. 
but  in each case the  rate in the  l i n e a r  period is measurable. The l i n e a r  region 
represents  the  maximum rate a t  which chars  gasify.  

As with the  a i r  react ion,  burn-off curves 

The linear region f o r  each coa l  v a r i e s  in durat ion,  

Reac t iv i t ies  of t h e  chars were calculated as follows: 

-1 -1 
R = reac t iv i ty  of the  char (mg h r  mg ) 
W 0 weight of i n i t i a l  char on ash f r e e  b a s i s  ( ) 
dW/dt = change in char weight with t i m e  (mg h r 3 )  
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Figure 2 p l o t s  r e a c t i v i t y  of the  chars versus carbon content of the  parent coals  
f o r  both the  CO and air react ions.  As with the a i r  react ion,  the l i g n i t e s  a r e  the  
most r e a c t i v e  cl?ars and have t h e  widest spread of r e a c t i v i t y  values. Reac t iv i t ies  i n  
COP and a i r  at 9OO0C and 500°C, respect ively,  a r e  c losely s imi la r  for  a l l  chars. The 
lowest r e a c t i v i t y  for both reac t ions  w a s  recorded f o r  a char from LV bituminous coal  
PSOC 127. For the CO reac t ion  t h i s  coa l  was over 150 t i m e s  less reac t ive  than was a 
highly reac t ive  Montana l i g n i t e ,  PSOC 91. This low r e a c t i v i t y  of PSOC 127 char i s  
a t t r i b u t e d  t o  a r e l a t i v e  absence of la rge  (feeder) pores in coal  of t h i s  rank and, 
hence, poor u t i l i z a t i o n  of t h e  surface area in t h e  micropores f o r  react ion.  The high 
r e a c t i v i t y  of the l i g n i t e s  is a t t r i b u t e d ,  a t  l e a s t  i n  p a r t ,  t o  a la rge  percentage o f  
pore volume i n  macro and t r a n s i t i o n a l  pores and, hence, b e t t e r  u t i l i z a t i o n  of t h e  
micropore surface area f o r  react ion.  

RESULTS AND DISCUSSION 

2 

Ash i n  the  coals  was s tudied by Jenkins e t  a 1  (14). The ash was analyzed f o r  K 
plus Na, C a ,  Mg, and Fe. A reasonably good l i n e a r  cor re la t ion  between increasing Ca 
content (up t o  about 7% CaO in the  coal)  and increasing r e a c t i v i t y  of the  chars in 
a i r  or CO w a s  found. 
cor re la t ions  were found f o r  Fe or fo r  Na plus K. 

React ivi ty  measurements were made i n  CO 
o r i g i n a l  and demineralized samples of PSOC 137 and 87. 
For a l l  samples, a decrease i n  p a r t i c l e  s i z e  r e s u l t s  in an increase in r e a c t i v i t y  
which is an indicat ion t h a t  r e a c t i v i t i e s  a re  in  p a r t  control led by d i f fus iona l  
res i s tance  of CO Whereas reduction i n  p a r t i c l e  
s i z e  of PSOC 87 &om 40x100 t o  200x325 mesh r e s u l t s  i n  a r e a c t i v i t y  increase of only 
2.7 fold,  a similar p a r t i c l e  s i z e  reduction of PSOC 127 results i n  a r e a c t i v i t y  increase 
of 35 fo ld .  
on increasing r e a c t i v i t y  i s  as expected s ince t h i s  char, produced from a low v o l a t i l e  
coal ,  presents  a high r e s i s t a n c e  t o  the i n t e r n a l  d i f fus ion  of reactant  gases. 

A similar cor re la t ion  fo r  Mg was found up t o  about 1% MgO. No 2 

on four p a r t i c l e  s i z e s  of chars  from 
Resul ts  a r e  l i s t e d  i n  Table 2. 

i n t o  t h e  i n t e r i o r  of the  p a r t i c l e s .  

The f a c t  that p a r t i c l e  s i z e  reduction of PSOC 127 has a very marked effect  I 

A 
1 

For each p a r t i c l e  s i z e  s tudied demineralization of PSOC 87 r e s u l t s  i n  a decrease 
in r e a c t i v i t y ,  whereas demineralization of PSOC 127 leads t o  an increase i n  reac t iv i ty .  
These r e s u l t s  show the important r o l e s  and balance which c a t a l y s i s  and mass transport  
res i s tance  play in a f f e c t i n g  r e a c t i v i t y  of coal  chars. For PSOC 87, mass t ranspor t  
res i s tance  is a t  a minimum s ince  l i g n i t e k  and t h e i r  chars possess s i g n i f i c a n t  macro 
and t r a n s i t i o n a l  (feeder) porosi ty .  Introduction of addi t iona l  feeder porosi ty  by 
mineral matter removal r e s u l t s  i n  decreasing mass t ranspor t  res i s tance  r e l a t i v e l y  l i t t l e  
compared t o  the e f f e c t  of mineral matter removal on decreasing c a t a l y t i c  a c t i v i t y  fo r  
gas i f ica t ion .  
removal of mineral matter results i n  a dramatic increase i n  t h i s  porosi ty  and, hence, 
a s u b s t a n t i a l  decrease in mass t ranspor t  control  of gas i f ica t ion .  
decrease i n  mass t ranspor t  res i s tance  more than o f f s e t s  the  l o s s  of c a t a l y t i c  a c t i v i t y  
due t o  mineral matter removal. 

By cont ras t ,  s ince  PSOC 127  has l i t t l e  macro and t r a n s i t i o n a l  porosi ty ,  

In t h i s  case the 

Thus r e a c t i v i t y  of chars which d i f f e r  by more than 100 times can be brought 
increasingly closer  together  by reduction in t h e i r  p a r t i c l e  s i z e  and/or acid treatment 
of t h e  parent coal. Undoubtedly other  approaches a r e  ava i lab le  t o  modify r e a c t i v i t i e s  
of chars. Some of these a r e  being studied a t  present .  
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CATALYZED GASIFICATION OF COALS AND COAL C W S  

by 
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Cleve land ,  Ohio 44106 

INTRODUCTION 

The a l k a l i  m e t a l  o r  a l k a l i n e  e a r t h  ox ides ,  hydrox ides ,  and ca rhona te s  

have long been known as e x c e l l e n t  promotors of t h e  steam and hydrogen 

g a s i f i c a t i o n  r e a c t i o n s ,  a l though  t h e  c a t a l y t i c  mechanism i s  n o t  unders tood .  

(Reference 1 c o n t a i n s  a good rev iew of g a s i f i c a t i o n  technology up t o  1963.) 

Recent work on c a t a l y s i s  is focus ing  on s u b s t a n t i a t i o n  and unders tanding  

of much of t h i s  p a s t  work. , Some of t h e  most r e c e n t  f i n d i n g s  are: 

1. 

2. 

3 .  

4.  

A l k a l i  meta l  compounds a r e  t h e  most a c t i v e  i n  promoting 
i n c r e a s e d  g a s i f i c a t i o n  rates [2 .3 ,4 ,5 ,6 ,7 ] .  A few me ta l s ,  
e . g . ,  C a ,  may be as c a t a l y t i c a l l y  a c t i v e  a s  t h e  a l k a l i  
metals [ 2 , 3 ] .  

C a t a l y s t  c o n t a c t i n g  by impregnat ion  appea r s  t o  b e  t h e  
most e f f e c t i v e  [ 1 , 7 , 8 , 9 ] .  Very l i t t l e  is known about  
d u a l  c a t a l y s t  sys tems [10 ,11] .  

S t u d i e s  of c a t a l y s i s  of v a r i o u s  carbon sys tems by Walker 
e t  a1 [12]  have  po in ted  ou t  t h a t :  a )  t h e  chemica l  s t a t e  
of t he  c a t a l y s t  is c r i t i c a l l y  impor tan t ,  b )  f o r  pure  
carbon, s u b s t a n t i a l  c a t a l y t i c  e f f e c t s  a r e  observed wi th  
c a t a l y s t  c o n c e n t r a t i o n s  i n  the  p a r t s  pe r  m i l l i o n  range, 
c )  a n i o n s  p l a y  an  impor t an t  r o l e ,  d)  even fo r  pu re  carbons  
t h e  mechanism of a c t i o n  of t h e  c a t a l y s t s  is n o t  unders tood .  

A k i n e t i c  model has been proposed hascd on the  carbon 
s t r u c t u r e  becoming more g r a p h i t i c  wi th  inc rcns in f i  c x t c n t  
of r e a c t i o n  [ 3 , 4 ] .  O the r s  have noted changes i n  tile carbon 
s t r u c t u r e  and a c t i v a t i o n  energy upon g a s i f i c a t i o n  [7 ,9 ,13 ,141 .  

The p r e s e n t  work looks  a t  t h e  e f f e c t  on r e a c t i v i t y  of d u a l  c a t a l y s t  

sys tems,  va ry ing  c a t a l y s t  c o n c e n t r a t i o n s ,  c a t a l y s t  annea l ing ,  and c a t a l y s t  

p repa ra t ion .  

EXPERIEIENTAL 

The c h a r ,  ob ta ined  from FElC Corpora t ion ,  was der ived  from an I l l i n o i s  No. 6 

c o a l  pyrolyzed a t  1550°F ( f o r  complete a n a l y s i s  see Reference 3 ) .  The c o a l s ,  

ob ta ined  frcnn Pennsylvania  S t a t e  Un ive r s i ty ,were  PSOC 4 ,  a h igh  v o l a t i l e  A 

) . i t . ~ ~ i c o u s  coal Frms the Elkhorn # 3  seam i n  Drane, Kentucky, and PSOC iO6, 
a h i g h  v o l a t i l e  B b i tuminous  c o a l  from t h e  Indiana  I1 Block J e f f e r s o n  Twp., 
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Indiana ( f o r  complete a n a l y s i s ,  see Reference 15).  A l l  c a t a l y s t s  were 

d e p o s i t e d  by impregnation from wate r  s o l u t i o n s  [ 4 ]  excep t  where no ted ,  and a l l  

c a t a l y s t  percentages a r e  expres sed  a s  weight  of  t h e  me ta l .  

A l l  experiments were c a r r i e d  o u t  i n  t h e  h i g h  t empera tu re ,  high p r e s s u r e  

thermobalance desc r ibed  e a r l i e r  (3 .41.  Procedures  were i d e n t i c a l  t o  those  

i n  t h e  e a r l i e r  work. 

RESULTS 

G a s i f i c a t i o n  of t h e  FMC cha r  i n  steam showed t h a t  potassium and sodium 

b i c a r b o n a t e s  e x h i b i t e d  t h e  g r e a t e s t  c a t a l y t i c  a c t i v i t y .  

experiments  v i t h  t h i s  char i n  hydrogen gave t h e  same r e s u l t s  [3). 
e f f e c t i v e n e s s  of t h e  c a t a l y s t s  can be judged by comparing the  t i m e  t o  90% 

conver s ion ,  XA = .90, given i n  Table  1.) 

showed t h a t  potassium c o n c e n t r a t i o n s  on t h e  o r d e r  of 1 w t .  X had l i t t l e  o r  

n o  e f f e c t .  

p r e s e n t  i n  t h e  cha r  a s  ash.  I n c r e a s i n g  t h e  c a t a l y s t  concen t r a t ion  t o  5 w t .  % 

and 10 w t .  X gave s i g n i f i c a n t l y  g r e a t e r  r a t e s  of carbon g a s i f i c a t i o n  [16]. 

Simi la r  e a r l i e r  

(The 

Other  work wi th  t h i s  cha r  a l s o  

This might be expec ted  cons ide r ing  t h e  q u a n t i t y  of m e t a l  a l r e a d y  

G a s i f i c a t i o n  r a t e s  w i t h  caking h igh  v o l a t i l e  bituminous c o a l s  a t  85OoC 

and 500 p s i  steam v a r i e d  approximately w i t h  t h e  appa ren t  geometr ic  

s u r f a c e  a rea  of t he  sample. A l l  experiments  c a r r i e d  ou t  w i t h  these  r o n l s  wrrc 

performed under i d e n t i c a l  c o n d i t i o n s  so t h a t  t h e  comparison of r e l a t i v e  c a t a l y s t  

e f f e c t i v e n e s s  would be v a l i d .  Dual c a t a l y s t  expe r imen t s  with t h e  PSOC c o a l s  

showed t h a t  5 w t .  % K2CO3 was more a c t i v e  than  mix tu res  of 5 w t .  % potassium 

p l u s  5 w t .  X of o t h e r  me ta l s  ( s e e  Table  1). 

produced methane y i e l d s  c l o s e  t o  t h e  b e s t  potassium-cracking c a t a l y s t  combina- 

t i o n  K2CO34 (Al203) (Si02) 31 and potassium-methanation c a t a l y s t  combination, 

Potassium ca rbona te  by i t s e l f  

K ~ C O ~ - C O C O ~ - M O O ~ .  

Annealing these  c o a l s  i n  hel ium a t  t h e  r e a c t i o n  temperature  f o r  400 

seconds with c a t a l y s t  p r e s e n t  gave inc reased  r a t e s .  

which has  a very low ash  con ten t .  showed no change upon annea l ing .  'Ttw wm- 

c a t a l y z e d  PSOC 106, which has  a ve ry  high a s h  c o n t e n t ,  e x h i b i t e d  s i g n l l i c a n t  

r a t e  i n c r e a s e s  upon annea l ing .  Also,  annea l ing  t h e  K2C03-Zn.O dua l  c a t a l y s t  

on psoc 4 p a r t i c u l a r l y  enhanced t h e  r a t e .  

methane were observed f o r  annealed samples.  

The non-catalyzed PSOC 4 

Moderate t o  s u b s t a n t i a l  y i e l d s  i n  

I n  gene ra l ,  impregnation of t h e  c a t a l y s t  from w a t e r  s o l u t i o n  on t h e  sample 

was more e f f e c t i v e  than  d ry  mixing. An excep t ion  w a s  t ungs t en  d i s u l f i d e  which 
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mixed and adhered  e x c e p t i o n a l l y  w e l l  w i th  t h e  c o a l  i n  the  d ry  s t a t e .  T h i s  

c a t a l y s t  gave b e t t e r  a c t i v i t y  mixed d r y  than  i t  d i d  upon impregnat ion .  

c a t a l y s t  expe r imen t s  w i th  sodium s u l f i d e  also showed a g r e a t e r  a b i l i t y  t o  

adhe re  to  t h e  c o a l  t h a n  sodium s u l f a t e ,  s u l f i t e ,  phosphate ,  and ca rbona te s .  

The a d d i t i o n  of 30 % CO t o  t h e  i n l e t  H20 decreased  t h e  c a t a l y t i c  a c t i v i t y  

f o r  t h e  t h r e e  d u a l  c a t a l y s t s  t e s t e d .  

Dry 

R e a c t i v i t y  of t h e  ca t a lyzed  and non-catalyzed PSOC c o a l s  was a l s o  

measured a t  650°C and s imilar  c a t a l y t i c  a c t i v i t i e s  were noted  f o r  t h e  

potassium combinations.  Lowering the  tempera ture  dec reased  t h e  v o l a t i l e  

y i e l d  as expec ted .  

y i e l d  a t  65OoC O K  850°C. 

The r e a c t i v i t y  w i t h  a c a t a l y s t  p r e s e n t  i nc reased  modcs t ly  wt th  nnnca l tnf , ;  

however, t he  t o t a l  methane y i e l d  dropped, i n s t e a d  o f  i n c r e a s i n g ,  a s  a t  850OC. 

I n  gene ra l ,  t h e  c a t a l y s t s  rqduced t o t a l  methane p roduc t ion  compared t o  t h e  

non-catalyzed c o a l  a t  650°C. However, t o t a l  methane y i e l d s  from the  c a t a l y s t s  

a t  650°C were t h e  same O K  g r e a t e r  than  t h e  non-ca ta lyzed  c o a l  a t  850°C. 

Add i t ion  of c a t a l y s t s  had l i t t l e  OK no  e f f e c t  on v o l a t i l e  

The e f f e c t  of annea l ing  w a s  a l s o  decreased  a t  650°C. 

DISCUSSION 

Two s imple  semi-empir ica l  models were used h e r e  t o  f i t  the  d a t a .  I h e  

f i r s t  model is  t h a t  d i s c u s s e d  ear l ie r  by two of t he  p r e s e n t  a u t h o r s  [ 4 ] ,  and 

t h e  second is a g e n e r a l i z e d  form of a model proposed by Johnson [17]. 

Model 1: dx = K1 e-bx(l-x) where x = f r a c t i o n a l  convers ion  of c o a l ,  and d t  i 

Model 2 :  - dx = K2 (1-x)" n .  b ,  K 1 ,  K2 = c o n s t a n t  
d t  

Each model w i l l  f i t  t h e  d a t a  w i t h  e q u a l  accuracy  and t h e r e  i s  l i t t l e  

ev idence  t o  i n d i c a t e  one  i s  more v a l i d  than  t h e  o t h e r .  However, some 

i n t e r e s t i n g  r e s u l t s  have  been observed. For the  non-catalyzed FHC cha r  a t  

950°C and t h e  non-ca ta lyzed  PSOC c o a l s  a t  650"C, the  r e a c t i o n  o rde r  appears  t o  

be 1st order  (n= l )  w i t h  r e s p e c t  t o  t h e  mass of carbon p resen t .  T h i s  i s  most 

e a s i l y  expla ined  by t h e  r e a c t i o n  t ak ing  p l a c e  throughout  t h e  e n t i r e  mass of 

t h e  sample and h a s  been r epor t ed  by o t h e r  i n v e s t i g a t o r s  f o r  v a r i o u s  gas-carbon 

r e a c t i o n s  [13,14,18]. G a s i f i c a t i o n  r a t e s  of the  non-catalyzed PSOC coa l s  a t  

85OOC v a r i e d  wi th  a p p a r e n t  sample geometr ic  a r e a .  

n e g a t i v e  b v a l u e s  by model 1, and a s h i f t  of n t o  approximate ly  2 / 3  i n  model 2 .  

Negative va lues  of b i n d i c a t e  t h a t  t h e  a c t i v a t i o n  e n t h a l p y  is decrcnsinl:  i ~ s  con- 

ve r s ion  proceeds  and that  t h e  cha r  i s  becoming easier t o  g a s i f y .  The r e s u l t s  

These c o a l s  showed very  

b 

L 

t 
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i n d i c a t e  a s u r f a c e  r e a c t i o n  o r  c a t a l y s t  d i f f u s i o n  c o n t r o l l i n g  model. 

Surface r e a c t i o n  c o n t r o l  has  been observed by o t h e r s  f o r  steam and oxygen 

g a s i f i c a t i o n  of carbon [14,17,19]. 

Inc reas ing ly  more n e g a t i v e  v a l u e s  of b were observed i n  model 1 as 

the  g a s i f i c a t i o n  r a t e  of t h e  ca t a lyzed  FMC cha r  inc reased .  There was no 

obvious t r end  i n  t h e  v a l u e s  of b i n  model 1 f o r  t h e  c a t a l y z e d  PSOC c o a l s .  

Model 2 showed d e c r e a s e s  i n  the  va lue  of n t o  around n=2 /3  f o r  t h e  ca t a lyzed  

FMC char .  

p o s s i b l y  i n d i c a t i n g  a s h i f t  t o  f i l m  d i f f u s i o n  c o n t r o l  i n  t h e  Stokes Regime 

where n = 1/3 [20] .  

Values of n i n  model 2 f o r  t he  ca t a lyzed  PSOC c o a l s  were very low, 

Ac t iva t ion  e n t h a l p i e s  c a l c u l a t e d  f o r  t h e  c o a l s  from t h e  650'C and 

950°C da ta  were r a t h e r  low, aga in  i n d i c a t i n g  t l int  t h e  Ras tF tcn t ton  r r n c t l o n  

was no t  t ak ing  p l ace  under  pure chemical r e a c t i o n  r a t e  c o n t r o l  ( f o r  PSOC 4. 
AI11 = 16.4 kcal /gmole and AlJ,  = 11.3 kcal/gmole; f o r  PSOC 106, A111 = 1 3 . 7  

kcal lgmole and AH2 = 16.6 kcal /gmole.  

The PSOC c o a l s  were examined by scanning e l e c t r o n  mtcroscopy and e l e c t r o n  

microprobe a n a l y s i s  f o r  such f e a t u r e s  as p a r t i c l e  s t r u c t u r e ,  c a t a l y s t  d i s -  

t r i b u t i o n ,  and s t r u c t u r a l  changes a t  the c a t a l y s t  s i t e s  a s  a r e s u l t  of  

g a s i f i c a t i o n .  

The p a r t i c l e s  of t h e  PSOC 4 c o a l  expanded cons ide rab ly  upon i n i t i a l  

g a s i f i c a t i o n .  PSOC 106 changed b u t  t o  a much l e s s e r  degree.  Th i s  metamorphosis 

produced a h igh ly  porous s t r u c t u r e  i n  the PSOC 4 c o a l  and a l e s s e r  evolved 

i n t e r i o r  i n  the  PSOC 106. Addit ion of c a t a l y s t s  had no macroscopic e f f e c t  on 

t h i s  process  and remained on the  s u r f a c e  of t h e  c o a l  p a r t i c l e .  

The u s e  of c a t a l y s t s  t o  enhance g a s i f i c a t i o n  r a t e s  could be a s i g n i f i c a n t  

c o n t r i b u t i o n  t o  p r e s e n t  technology. However, economic v i a b i l i t y  is of para- 

mount importance.  Savings from dec reases  i n  endothermic h e a t  requirements  

hope fu l ly  cou ld  o f f s e t  c a t a l y s t  c o s t s .  Equi l ibr ium c a l c u l a t i o n s  of a 1 to  1 

steam t o  carbon r a t i o  a t  500 p s i  show t h a t  the h e a t  of r e a c t i o n  t o  form the 

e q u i l i b r i u m  composition is reduced from approximately 22 .O kcal /gmole a t  

900°C t o  7.0 kcal /gmole at 650°C. I f  a l l  of t he  h e a t  f o r  t h i s  r e a c t i o n  wcre 

supp l i ed  by a 13,000 BTU/lb coa l  a t  $tO/ton f o r  a 12,000 Lon/clny o r  

250 FIM SCP/day g a s i f i c a t i o n  p l a n t ,  t h a t  would amount t o  o p e r a t i o n a l  s av ings  of 

approximately $33,00O/day. 

50 W t .  % potassium depos i t ed  a t  10 w t .  % potassium on t he  c o a l  would have t o  be 

approximately $15 / ton ,  assuming no c a t a l y s t  recovery.  

To break even, t he  c o s t  of a c a t a l y s t  con ta in ing  

Much more 

4 
I 
I 



56 

r e sea rch  w i l l  be necessa ry  t o  suppor t  c a t a l y s t  u t i l i t y .  

methane y i e l d s  from c a t a l y s t s  a t  65OoC w i l l  be necessa ry .  

r a t i o s  i n  OUK p re sen t  appa ra tus  a r e  too high (1O:l) t o  be s p e c i f i c  about  

methane product ion  at  p r a c t i c a l  p rocess  cond i t ions .  

S u b s t a n t i a l  

Steam t o  carbon 

SUMMARY 
Potassium salts  were found t o  b e  c a t a l y t i c a l l y  more a c t i v e  when used 

s i n g l y  than i n  combination wi th  c rack ing  OK methanation c a t a l y s t s .  The 
g a s i f i c a t i o n  r a t e s  of t h e  PSOC c o a l s  a t  8 5 0 O C  w e r e  n o t  s o l e l y  c o n t r o l l e d  by 

chemical r e a c t i o n  rates. I n c r e a s e  i n  rates upon annea l ing  i n d i c a t e  t h a t  

c a t a l y s t  d i f f u s i o n  and r e a c t i o n  w i t h  the c o a l  (and cha r )  may be l i m i t i n g  

the r a t e s  i n  some cases .  

.--.. ... 
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GASIFICATION O F  MONTANA LIGNITE IN HYDROGEN AND IN 
HELIUM DURING INITIAL REACTION STAGES 

James L. Johnson 

Institute of Gas Technology 
3424 South State Street  

Chicago, Illinois 

INTRODUCTION 

Light hydrocarbon yields obtained during the initial stages of coal gasi-  
fication a r e  of particular importance in affecting overall  performances and 
thermal  efficiencies of processes  directed toward conversion of coal to 
pipeline gas. It i s  during this gasification stage that coals undergo devola- 
tilization reactions leading to the formation of carbon oxides, water ,  oils 
and t a r s ,  and, most importantly, significant quantities of light hydrocarbons, 
particularly methane, in the presence of hydrogen at elevated p res su res .  
Since, however, the exceptionally high reactivity most coals exhibit for  
methane formation during initial reaction stages i s  transient,  existing only 
for a period of seconds a t  higher temperatures ,  rational design of commercial  
sys tems to optimize methane yields requires a s  detailed a kinetic character-  
ization of pertinent processes  occurring a s  is possible. Because of its 
importance, this reaction has been studied in a variety of experimental 
investigations, using fixed beds ( 1 , 5 , 6 . 7 .  IO), fluidized beds ( 2 . 7 ,  IO), and 
dilute solid-phase systems (3 .4 ,8 ,9 ,11 ,12 ) .  
of information obtained f rom these studies, however. p r imary  emphasis in 
the development of kinetic correlations has been placed on description of 
total methane yields obtained after relative deactivation of coal solids has  
occurred, rather than on the more detailed behavior occurring during the 
transient period of "rapid-rate ' '  methane formation. 
information i s  of significant value at one level of process  design, i t  i s  
pr imari ly  limited to application to large-scale  systems in which reaction 
conditions closely parallel  the laboratory conditions employed in  obtaining 
the information. 

In spite of the extensive amount 

Although this existing 

This current investigation has.  therefore,  been stimulated by the need for  
additional information that quantitatively character izes  intermediate reaction 
processes  occurring pr ior  to  completion of the "rapid-rate ' '  methane 
formation reaction. In this study, a continuous dilute-phase t ransport  
reactor  has been employed having the particularly unique feature  of variable 
temperature control along the length of the reactor ,  which permits the 
establishment of va riou s de s i red gas - s olid , t ime - t  empe ra ture  his tor ies  . 

This paper discusses some initial resul ts  obtained with this experimental  
system for  gasification of Montana lignite in hydrogen, helium, and hydrogen- 
helium mixtures,  under the more conventional conditions of isothermal 
operation. and under conditions of constant gas-solid heat-up rate  (-50°F/s). 
Results a r e  reported for  tes ts  conducted a t  temperatures f rom 900°F to 
1550°F and pressures  f rom 18 to 52 atmospheres.  
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EXPERIMENTAL 

Apparatus and P rocedures  

The composition of the Montana lignite used in  this study i s  given in 
Table  1, and a schematic diagram of the experimental apparatus is shown in  
F igure  1.  The main component of the experimental sys tem is a helical-coiled 

Table 1. FEED COMPOSITION 
(Montana Lignite, Dry Bas is )  

Ultimate Analysis 
Carbon 
Hydrogen 
Oxygen 
Nitrogen 
Sulfur 

Mass,  % 

65. 13 
4. 13 

24.20 
0. 89 
0 . 5 7  

Ash 5. 08 
Total 100.00 

Proximate Analysis 
Fixed Carbon 51. 30 
Volatile Matter 43 .62  
Ash 5.08 

Total 100.00 

t ranspor t  reac tor  formed f rom a 1/16-inch-ID tube. 
describing the  r eac to r  coil  is given in Table 2. 

General information 
The diameter of the coil is 

Table  2 .  REACTOR-COIL DATA 

Total Tube Length 200 ft  
Tube ID . 1/16 in. 
Tube OD 118 in. 
Tube Material  316 stainless steel ,  seamless 
No. of Individually Controlled 

Heating Zones 9 
Tube Length P e r  Zone 
Helix Dimensions 
Electrical  Res is tance  per 

Transformer Output 

22.2 ft 
1 -ft diameter X 2 - 1 /2  f t  high 

22. 2-ft Tube Section I ohm 

Zones 1-6 35 volts, 35 A 
Zones 7-9 40 volts, 40 A 

Maximum Power Requirement 
fo r  T rans fo rmers  (total) 12 k W  

Maximum Operating Temperature  1600°F 
Maximum Design P r e s s u r e  1000 psi 
T en-p e. rah. re c cct r=l?e r T y p  '?7eathetrneaeure, TRA- 1 ,  

Triac-Tr iggered  SCR gate 
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about 1 foot, with a total  tube length 01 LOO feet and a vertical  reac tor  height 
of about 2-1 /Z feet. With this design, gas flow ra tes  of 5 to 50 SCF/h r  and 
solids flow ra tes  of 50 t o  500 gph are possible. The relative gas-solids flow 
ra tes  used in individual t e s t s  were such that solids/gas volume ra t ios  were  
less than 0.02.  The solids particles used in this sys tem were relatively 
uniform in size,  ranging in diameter f rom 0 .0029  to  0 .0035 inch. 
particles flowed essentially at  gas velocities, and calculated tempera ture  
differences between the gas and solids and between the reac tor  tube wall and 
the flowing gas-solids s t r e a m  were negligible. 

Such small  

The reactor tube itself se rves  as the heating element. and electrodes a r e  
attached directly a t  various points along the  length of the helical coil. 
independent heating zones a r e  thereby incorporated into the sys tem t o  provide 
flexibility in establishing desired temperature profiles. 

Nine 

In a typical experimental t es t ,  the following operational procedures  were  
generally used: 

Initially, the sys tem i s  brought to a des i red  p res su re ,  and a pre l iminary  
temperature profile i s  established in the reac tor  coil  by adjusting the controls 
for  the nine heating zones. 
ra te ,  the flow f r o m  the  solids feed hopper is initiated. 
into a mixing zone, t he re  combining with the feed gas ,  and the resulting 
mixture then flows through the reactor coil. 
zone is maintained equal to the temperature at the entrance of the coil - 
usually about 600OF. 
at the highest p re s su res  used i n  this study, but low enough to inhibit any 
significant reaction of coal solid. 

When feed-gas flow is established a t  a des i red  
Solids are screwed 

The temperature in the mixing 

This i s  sufficiently high to inhibit s team condensation 

When both gas  and solids flows are  begun, the final desired tempera ture  
profile is established in the reac tor  tube. In the various tests conducted, the 
temperature either increased along the coil i n  the direction of gas-solids flow 
o r  was maintained at a constant value. For increasing tempera tures ,  the 
temperature-versus-distance characterist ic along the coil corresponded t o  a 
l inear relationship between the temperature and the gas- solids residence 
t ime in the coil of about 50°F/s. 
t imes ranging f rom 5 t o  14 seconds were employed. 

In isothermal t e s t s ,  gas-solids residence 

The hot gas-solids mixture exiting f rom the bottom of the reac tor  coil 
passes  through an  initial quench sys tem that rapidly reduces its tempera ture  
to  approximately 600°F to inhibit further reaction. 
system, a lower temperature is avoided in order  to prevent steam f r o m  con- 
densing on the solids. 
one of three solids f i l t e rs ,  which retains the  solids but permi ts  g a s  flow. 
The gas continues through a condensor that removes water and oils and then 
passes  through a gas-sampling panel, which i s  used intermittently t o  obtain 
gas samples for  m a s s  spectrographic analysis. 
ducted, the product gas was a l so  continuously monitored with a Beckman 
Model 400 hydrocarbon analyzer t o  measure the total  concentration of 
carbon i n  hydrocarbon species.  

At th i s  point i n  the 

The partially cooled mixture then proceeds through 

In some of the tests con- 
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The data of p r i m a r y  in te res t  in a given tes t  corresponded to steady-state 
operation. 
operation, cer ta in  facil i t ies a r e  incorporated into the sys tem to permi t  the 
collection of solid res idues  corresponding to steady-state operation but not 
contaminated with res idues  resulting f r o m  unsteady-state operation. To 
accomplish this, the product solids could be collected in any of the three  
solids f i l t e rs ,  depending on the position of a multiple-exit hot valve (valve V2 
in Figure 1). During unsteady-state operation, when the des i red  gas and 
solids flows and the tempera ture  profile in the reactor coil w e r e  being es -  
tablished, the  product gas and solids flows were directed through solids 
f i l t e r  A. When steady-state conditions were established. the  product gas  and 
solids were d i rec ted  through solids filter B. which then accumulated a solids 
residue for  analysis.  Before the end of some tes t s ,  a d i rec t  determination 
of the solids inventory in  the reac tor  coil was made to  estimate the average 
s.olids residence t imes .  
valve V1 a t  the top of the coil, stopping the screw feeder,  and diverting the 
product gas and solids flow through solids filter C. Valve VI is a hot valve 
fitted with a solids f i l t e r  that stops solids flow but permi ts  gas  flow when in 
a closed position. 
in the reactor coil is accumulated in solids fi l ter  C. 
dence times computed f r o m  chemical analyses and weight measurements  of 
these  solids generally corresponded very closely to calculated gas  residence 
t imes ,  indicating negligible g a s -  solids slippage in the reactor coil. 

Since a cer ta in  amount of t ime i s  required to achieve such 

This w a s  accomplished by simultaneously closing 

Af ter  these simultaneous operations, the solids inventory 
Average solids resi- 

Data Analysis 

The experimental system employed in this study is an integral  sys tem in  
the sense that the  gas ,  liquid, and solids conversion determined by analyses 
of the reactor-coil  exit s t r eams  a r e  the resu l t  of chemical interactions 
occurring along the length of the coil under systematically varying environ- 
menta l  conditione. With this type of system, the information required fo r  
proper  kinetic characterization includes definitions of the conversions and 
local environmental conditions along the en t i re  length of the coil, not only at  
the exit. Although this information could not be obtained in a single experi- 
mental  t es t ,  a good approximation was achieved by se r i e s  of properly designed 
tes t s .  The b a s i s  for  design of such test  s e r i e s  depended on the fact that the 
gas  and solids w e r e  essentially in plug flow through the coil, and slippage of 
the  solids relative to  the gas  flow was negligible, since, under these conditions, 
both gas and solids conversions could be expressed solely a s  a function of 
pressure .  initial gas/solids feed ratio, temperature,  and tempera ture- t ime 
history.  

Individual t e s t s  in isothermal t e s t  s e r i e s  were conducted a t  the same  
temperature.  p re s su re .  feed gas/solid ratio, and feed g a s  composition, 
varying only total  feed gas and solids flow ra tes  to obtain results a s  a function 
of residence time. 
up  r a t e  conditions w e r e  designed to obtain results as a function of final 
temperature at the s a m e  pressure ,  feed gas/solids ratio, feed gas compo- 
sition, initial t empera ture ,  and heat-up rate. This was accomplished by 
varying the  feed-gas flow rate and tempera ture  profile in individual t e s t s  
according to the following expressions: 

Individual tests in test  s e r i e s  conducted a t  constant heat-  

I 
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n dZPLol 

f 2R(T 2 - To?) Go = 

and 

I 

r, 

t 

where 
z =  
L =  

To = 
Tf = 

T =  

Go = 

R =  
d =  
a =  
P =  

T = [ T:+ (TfZ- Toz) z /L]  '/' 

length a t  intermediate point along the reactor coil 
total length of reactor coil 

temperature at  entrance of reactor coil 

temperature at  reactor-coil  exit (final temperature) 

temperature at  intermediate point z along the reac tor  coil  
feed-gas flow ra te  (mol/t ime) 

gas constant 

reactor-tube diameter 

gas - solids heat -up rate 

p r  es sure  

With this approach, and in the absence of catalytic reac tor  wall effects, yields 
obtained in individual tes t s  conducted at a constant heat-up rate a t  various final 
temperatures could be interpreted as approximating yields occurring along 
the length of the reac tor  coil in a single tes t  conducted a t  the maximum final 
temperature employed. 

The question of reactor-wall-catalyzed reactions was investigated in a 
s e r i e s  of preliminary tes t s  with simulated feed gases  in  the absence of coal 
solids. The results of these tes t s  indicated that the only reaction of signi- 
ficance that occurred in  the presence of typical concentrations of the major 
gas species was the water-gas shift reaction, which was initiated a t  approximately 
1200°F. 

RESULTS 

Feed-gas compositions used in  individual tes t  s e r i e s  a r e  given in  Table 3 
along with a definition of notation to distinguish p r imary  results obtained in  
these test  se r ies ,  as i l lustrated in F igures  2 to 12.  
applicable to F igures  13, 14, 1 5 ,  and 17. In the presentation of experimental 
results,  various species and species groups that evolved during gasification 
have been catagorized a s  follows: 

This notation is a l so  

, 
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0 Carbon monoxide, carbon dioxide, hydrogen, methane, ethane, 
and benzene: 
d r y  product gases .  

0 Water: Computed as the difference between total oxygen gasified 
and oxygen present i n  carbon monoxide and carbon dioxide in  the 
product gas. 

0 Unknown gaseous hydrocarbon: Computed as the difference between 
total carbon in  gaseous hydrocarbon species,  a s  determined by a 
hydrocarbon ana lyzer ,  and carbon present i n  methane, ethane, and 
benzene in  the product gas. 

carbon gasified and carbon present i n  carbon monoxide. methane, 
and ethane. 

Determined by mass-spectrographic analysis of 

0 "Heavy hydrocarbon": Computed as the difference hetween total 

The basis for this classification of species and species groups is related to 
the accuracies of analytical measurements in this study. 
w e r e  limited by the  fact  that, in all tes t s  conducted, the concentrations of 
reaction products in the  d ry  product g a s  were l e s s  than 5 %  bv volume (CO or  

con&tions were employed so that, i n  individual tests, the partial  p re s su res  
of feed gas components were essentially constant throughout the length of the 
reac tor  coil, which facil i tates quantitative kinetic analyses. 

Such measurements 

co,,.q% to 1 . 5 % ;  CHI, 0% to 3%; CzH6. 0% to 0 . 8 % ;  C& 0% to 0 . 3 % ) .  These 

Table 3. FEED-GAS COMPOSITIONS 

Notation in  Feed Cas  P res su re ,  a t m  
Figs. 2-15, 17 He Total 

0 3 5  3 5  a 18 0 18 
A 18 17 3 5  
0 3 5  0 3 5  
0 5 2  0 5 2  

0 3 5  3 5  
18 0 18 
18 17 35 
3 5  0 35 

Temperature Prof i le  
Isothermal Constant Heat-up Rate 

X 
X 
X 
X 

X 
X 
X 
X 
X 

The direct  measurement  of water yield in condensed liquid products was not 
usually accurate because  of the  relatively smal l  amounts obtained and the  un- 
certainty of the quantity of this species that was not condensed in  the knockout 
pot. 
g rea te r  than actual yields because of the  likelihood that some oxygen could be 
combined in oils and tars. 

Computed values f o r  the yield of this species a r e  likely t o  be  somewhat 

This e r r o r ,  however, is probably small. 

The measurement of concentrations of gaseous hydrocarbon species,  other 
than methane and ethane, and to a l e s se r  degree benzene, by mass-spec t ro-  
graphic analysis was  difficult for the t e s t  conditions used because of the small  
molecular concentrations of individual species. Although measurements of 
bexccne ~ ~ i ~ c ~ i i t r a t i t i i s  in i:ie pas: were: sufficieniiy accurate t o  be meaningiui, 
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the interpretation of this concentration in  t e r m s  of total  benzene yields is 
questionable because some of the benzene formed in  the  reac tor  coil  may have 
condensed in  the knockout pot, but la te r  may have vaporized when the liquid 
products warmed to ambient tempera tures  pr ior  to containment. 

The unknown-gaseous-hydrocarbon group probably consists pr imar i ly  of 
l ighter aliphatic species such as ethylene, propane, propylene, butane, and 
butylene. The heavy-hydrocarbon group consists of the  potentially 
condensible t a r s  and oils, including benzene, and the unknown-gaseous- 
hydrocarbon species. In a few of the tes t s  conducted, sufficient condensed 
hydrocarbon liquids were  recovered to make direct  experimental evaluations 
of total carbon balances. The fact that these balances showed better than 
98% recovery suggests that, in the majority of tes t s  in which insufficient 
liquids were recovered for  quantitative analysis, the computed difference 
between the carbon in the heavy-hydrocarbon group and the carbon in  the 
unknown-gaseous-hydrocarbon group probably i s  quite representative of the 
carbon in the actual condensed hydrocarbons, when benzene yields are  
negligible. 

The results given i n  F igures  1 to 12 exhibit the following major  trends: 

1 

I 

Y 

Evolution of Major Coal Components: Carbon, Oxygen, and Hydrogen 
JFigures  2, 3, and 4) 

The evolution of total  carbon f rom the coal solids generally increases  with 
increasing temperature and hydrogen partial  p ressure ,  with conversions ob- 
tained for  isothermal operation being grea te r  than for operation at constant 
heat-up rate. 
increasing temperature,  and although conversions obtained in hydrogen a r e  
grea te r  than in helium. no significant effect of hydrogen partial  p r e s s u r e  on 
conversion i s  apparent in the range f rom 18 to 52 atmospheres.  As with 
total  carbon conversion, total oxygen evolution i s  a l so  grea te r  under iso- 
t he rma l  operation. 
with increasing temperature and i s  grea te r  i n  isothermal t e s t s ,  but is not a 
significant function of hydrogen partial  p ressure .  This i s  a particularly 
important result ,  indicating that hydrogen evolution i s  pr imar i ly  a thermally 
activated phenomenon dependent only  on time-temperature history. 

Total oxygen evolution f rom coal solids a l so  increases  with 

Total evolution of hydrogen f rom the coal solids inc reases  

It is also of significance that the resu l t s  shown in  F igures  2 .  3, and 4 fo r  
operation with a hydrogen-helium mixture (hydrogen par t ia l  p re s su re  = 18 
atmospheres) a r e  essentially identical t o  results obtained with pure hydrogen 
at a total p re s su re  of 18 atmospheres.  This s imi la r i ty  i s  a l so  apparent in 
yields of gasified products and suggests that hydrogen partial  p re s su re  and 
not total  p ressure  is  the main parameter  affecting kinetic behavior during the 
initial gasification stages of Montana lignite. A somewhat different effect 
h a s  been observed in an investigation with bituminous coal by Anthony ( l ) ,  
where it was found that initial gasification yields tended to inc rease  with 
increasing hydrogen partial  p re s su re ,  but to decrease  with increasing total 
p ressure .  This effect was explained a s  being due to  increased  diffusion r e -  
sistance within the coal structure.  
study with lignite, which does not become plastic during devolatilization. 

This was not observed in  this previous 

I 
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Oxygen-Containing Product Species (E igures  5 and 61 

F o r  tests conducted at a constant heat-up ra te ,  total  carbon dioxide evolu- 
tion is completed below 1000°F (Figure 5). 
0.029 g-mol/g-atom feed carbon) is essentially the same in  hydrogen and in  
helium and is independent of hydrogen partial  p ressure .  
probably reflective of the concentration of carboxyl functional groups in the 
r aw lignite. As t empera ture  increases  above 1000°F, the carbon dioxide 
yield remains substantially constant up to  about 1200°F. then decreases  with 
fur ther  increases  in tempera ture  for t e s t s  conducted i n  hydrogen, but in- 
c r eases  with further increases  in  tempera ture  for t e s t s  conducted in helium. 
These variations above 1200°F a r e  probably due to the water -gas  shift reaction, 
as suggested by resu l t s  of t e s t s  conducted in the absence of coal solids. The 
dashed line shown in F igure  5B represents  the assumed carbon dioxide yield 
for  the  case in which no water -gas  shift occurs and was used a s  a basis for 
adjusting the total  oxygen distribution in directly evolved species,  a s  
i l lustrated in F igure  6. 

Hydrocarbon Product Species (Figures 7 t o  121 

The amount evolved (about 

This amount is 

Methane-plus-ethane yields a r e  highly dependent on hydrogen par t ia l  
p re s su re  (Figure 7). F o r  t e s t s  conducted at a constant heat-up ra te  in 
hydrogen, methane-plus-ethane formation i s  slight below 1000°F {about 
0.01 g-atom carbon/g-atom feed carbon). W i t h  further increases  in tem-  
perature,  yields i n  hel ium increase  slightly, leveling off at a value of about 
0.03 g-atom carbon/g-atom feed carbon above about 1300OF; in hydrogen, 
dramatic increases  in methane-plus-ethane yields occur with increasing 
temperature.  
fo r  hydrogen partial  p re s su res  from 18 to 52 atmospheres:  above 1200°F, 
methane-plus-ethane yields inc rease  with increasing hydrogen partial  
p ressure ,  and yields a t  all p re s su res  tend to  suggest leveling off at higher 
temperatures.  
l i t t le increases  in yields above about 1700°F fo r  the reaction t imes  employed. 

Methane-plus-ethane yields obtained i n  isothermal t e s t s  a r e  essentially 
independent of gas-solids residence t imes  ranging f r o m  5 to  14 seconds and 
are the same as yields obtained in  constant heat-up ra te  t e s t s  a t  1000° and 
1400°F. This  i s  t rue  for tes t s  conducted in hydrogen and in  helium. At 
1200°F, yields obtained in i so thermal  t e s t s  a r e  somewhat grea te r  than those 
obtained in constant heat-up rate tests. 

F r o m  about 1000° to 1200°F, this increase  i s  about the same 

Reasonable extrapolation of the curves shown would indicate 

The sum of methane plus ethane has been re fer red  to  in  the above dis- 
cussion instead of the yields of each species individually because of an 
apparent stoichiometric relationship between the formation r a t e s  of each 
species. 
ethane yields a r e  approximately directly proportional t o  methane yields up 
t o  values of methane yields of about 0.06 g-atom carbon/g-atom feed carbon. 
At higher methane yields, ethane yields tend to  approach a maximum and 
then decrease  with fur ther  increases  in methane yields, with the maximum 
increasing with increasing hydrogen pressure .  This behavior can be ex- 
plained by assuming that, a t  a l l  t empera ture  levels,  ethane is formed in 
direct  proportion to  methane, but that ,  at sufficiently high temperatures (above 
about i300' to i 4 U U ' F j ,  ethane converts to methane in the presence of hydrogen. 

One such indication is i l lustrated in Figure  8, which shows that 
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The increasing maximum ethane yields with increasing hydrogen p res su re  
can  be explained by noting that these maxima occur a t  about the same  tem- 
perature.  This is demonstrated in  F igure  9, which shows that the ratio of 
ethane-to-methane yield is apparently a function only of tempera ture  and 
not pressure.  This  evidence suggests that hydrogen attack on lignite does 
not result  i n  formation only of methane at any level of tempera ture ,  but 
rather results i n  a formation of both ethane and methane in a fixed ratio. 
Examination of data available in  the l i t e ra ture  (5, 6) suggests that this ratio 
tends to  decrease  with increasing coal rank. 

The heavy-hydrocarbon yields shown in F igu re  10 a r e  substantially constant 
above 1000°F for  t e s t s  conducted at  constant heat-up r a t e s ,  and yields ob- 
tained in hydrogen and i n  helium a r e  generally similar.  Th i s  species group, 
consisting of oils, t a r s ,  and light aliphatic gaseous species,  apparently i s  
formed below 1000°F, and although variations in  the  distribution of individual 
species within this group a r e  likely at higher temperatures,  t he re  is 
apparently only limited transformation of species in this group to methane, 
ethane, or char, at least up  t o  1560OF. Heavy-hydrocarbon yields obtained 
in  isothermal tes t s  a r e  significantly grea te r  than those obtained in constant 
heat-up rate tests,  particularly a t  140O0F. 
because, for isothermal operation, feed-coal solids heat up ve ry  rapidly to 
reac tor  temperature in the f i r s t  few feet of the reac tor  coil. Assuming that 
mos t  heavy-hydrocarbon formation occurs  below 1000°F, increased  heat-up 
rates through this range of temperature would tend to favor evolution of 
tars  and oils, i n  competition with repolymerization in  the solid phase. With 
this explanation, it is pertinent that increased i so thermal  tempera ture  levels 
correspond to  increased heat-up ra tes  through the oil-tar formation range, 
being of the order  of severa l  thousand degrees  per  second a t  an i so thermal  
tempera ture  of 140O0F. 

This may pr imar i ly  occur 

F igure  11 indicates that, in hydrogen, the unknown-gaseous-hydrocarbon 
yield decreases  above about 1200°F. Although this decrease  is not 
reasonably detectable in  a corresponding decrease  in the heavy-hydrocarbon 
yield, possibly because of data scatter,  above 1200OF. light aliphatic species 
can  reasonably b e  expected to begin to convert to ethane and methane in  the 
presence  of hydrogen. In helium, this conversion does not occur. 

Semiquantitative indications of benzene yields (Figure 12) suggest that the  
heavier components in the  oil-tar fraction begin to convert t o  benzene at 
about 1300°F, with substantial conversions being achieved by 1450OF. No 
benzene was detecter! in gas analyses fo r  any test conducted below 1270'F 
with hydrogen, nor  at any temperature fo r  t e s t s  conducted in helium, 
suggesting that benzene is not a significant fraction of the oils and tars that 
initially evolve below 1000°F. 

Relationship Between Equivalent Methane-Plus-Ethane Yield and 
Hydrogen Gasified 

F igure  13 shows that, at any hydrogen p res su re ,  "equivalent" methane- 
plus-ethane yields a r e  directly proportional t o  the amount of hydrogen 
gasified. Equivalent methane-plus- ethane yields represent  the difference 
between actual methane and ethane yields and an adjustment term obtained 
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f r o m  Figure 11 a t  a corresponding temperature.  
the difference between values of the unknown-gaseous-hydrocarbon yield 
indicated by the dashed line and the solid line. 
i s  the assumption that the unknown-gaseous-hydrocarbon group consists of 
relatively low-molecular-weight aliphatic species (other than methane and 
ethane), which hydrogenate to  fo rm ethane and methane a t  increased 
temperatures  in  the presence of gaseous hydrogen. 
i s  sought t o  character ize  methane and ethane formation only a s  derived 
directly f rom the coal o r  coal char,  the estimated amount of methane and 
ethane formed f r o m  gaseous interactions was subtracted from total 
methane - plu s - ethane yields . 

The correction t e r m  i s  

The basis  f o r  this correction 

Because a relationship 

The relationship shown in Figure 13 i s  a very important one. It indicates 
that, at any hydrogen par t ia l  p ressure ,  methane and ethane evolve directly 
in  proportion to  the total amount of hydrogen evolved f rom the coal, although 
the proportionality increases  significantly with increasing p r e s  sure. 
should be recalled that resul ts  given in  Figure 4 show that total hydrogen 
evolution i s  not a function of hydrogen partial p ressure  and i s  essentially 
identical i n  hydrogen and in  helium. This combined evidence suggests then 
that the formation of active s i tes  that catalyze methane and ethane formation 
in  the presence of hydrogen i s  directly related to the process  in  which coal 
hydrogen is released,  this  la t te r  process being independent of gaseous 
atmosphere and dependent only on t ime-temperature  history.  A model for 
quantitatively correlat ing equivalent methane and ethane formation ra tes  
from coal solids, based on the evidence discussed, is presented in  the final 
section of this paper.  

CORRELATION O F  "RAPID-RATE" METHANE AND ETHANE FORMATION 

It 

In consideration of the data obtained in this study with Montana lignite, the 
following model is proposed to  descr ibe the kinetics of methane and ethane 
formation during ini t ia l  s tages  of gasification. 

During heat-up of raw lignite (Structure A), interactions within the coal 
init ially occur  below 1000°F and resul t  pr imari ly  in  the evolution of a)  carbon 
dioxide, probably result ing f rom gasification of a l l  carboxyl functional 
groups: b) some water  and carbon monoxide; c )  some relatively low molec- 
ular  weight aliphatics : and d) oils and t a r s .  
pyrolysis reactions that occur because of the breaking of certain of the 
weaker side-chain bonds a s  well as  bonds connecting relatively large poly- 
atomic molecules in  the carbon matrix. This la t te r  process  results in  the 
intermediate formation of la rge  fragments,  possibly f r e e  radicals,  which 
then either a )  become stabilized because of hydrogen disproportionation or 
interaction with gaseous molecular hydrogen and evolve a s  oils and t a r s ,  o r  
b) polymerize to  f o r m  an  intermediate type of solid (Structure B). The total 
amounts of mater ia l s  other than oils and t a r s  that gasify below 1000°F a r e  
essentially independent of gas atmosphere or  heat-up rate ,  suggesting a 
stoichiometric relationship between the individual species formed and the 
functional groups present  in  the raw lignite. 
s imilar  in hydrogen and in  helium, and increases  with increasing heat-up 
rate ,  which is apparently a resul t  of the competition between stabilization 
and polymerization of intermediate f r e e  - radical fragments.  

These reactions a r e  essentially 

Total  oi l  and t a r  formation i s  

1 

1 

1 

3 



71 

Between 1000° and 1300°F, most of the remaining oxygen in the coal is 
evolved a s  carbon monoxide and water,  with water formation being slightly 
grea te r  in hydrogen than in  helium. The gasification of hydrogen f r o m  the 
coal solids is relatively small between 1000° and 120O0F. being due t o  the 
formation of water and some methane and ethane in  the presence of gaseous 
hydrogen and both water and hydrogen in  the presence of helium. 
1200°F, evolution of coal hydrogen begins to increase  rapidly with increasing 
temperature,  accompanied by a rapid increase  in the formation of methane 
and ethane in the  presence of gaseous hydrogen. 

Above 

The removal of oxygen between 1000° and 1300°F can be considered to 
correspond to the transition of the main carbon mat r ix  f rom Structure B to 
a second intermediate main s t ruc ture  (Structure C). Structure C i s  con- 
sidered to be comprised pr imar i ly  of carbon and hydrogen and, with increases 
in temperature above about 1200°F, converts to a relatively stable "char" 
structure (Structure E) through the evolution of hydrogen. 
transition, however, Structure C initially converts to an active intermediate 
structure.  Structure D, as hydrogen is evolved, and Structure D then can 
either convert to the stable char  structure,  Structure E, o r  in te rac t  with 
molecular hydrogen to form methane and ethane. 

During this 

The following quantitiative representation of the steps leading to methane 
and ethane formation a s sumes  for  simplicity that a l l  oxygen is gasified pr ior  
to the formation of methane and ethane as a result  of interactions of gaseous 
hydrogen with Structure B. 
overlap betwe en the final stages of oxygen gasification and the initial stages 
of methane and ethane formation between l2OO0 and 1300°F, this assumption 
does not appreciably a l t e r  the quantitative evaluation of the parameters  
derived based on the model proposed. 

Although the experimental data indicate some 

The processes  that lead to "rapid-rate" methane and ethane formation are 
assumed to occur according to the  following overall  reactions: 

1 
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where 
CHxo = solid component resulting f r o m  interactions occurring 

CHy* = 
H = 
CH O = product coal char  (Structure E) 

during p r imary  pyrolysis (Structure C) 

intermediate solid active species (Structure D) 
hydrogen evolved f r o m  solids in Reactions I and II 

Y 



1 2  
gaseous molecular hydrogen . - 
atomic ratio of hydrogen t o  carbon in CH 

atomic ratio of hydrogen to  carbon in CH 

carbon ratio of ethane to methane formed in  Reaction II 
fraction of carbon in CH '' converted to methane and 
ethane in Reaction II 
f i r s t -order  ra te  constants 

solid 

gas. 

X 
and CH _'' 

Y Y 

Let - 
x = fraction of feed carbon a s  CH when conversion to 

nC* 

nco = equivalent methane and ethane formed by pyrolysis 

Structure C is complete, g-a&m carbon/g-atom feed carbon 
equivalent methane and ethane formed f r o m  coal a t  any t ime 
during gasification, g-atom carbon/g-a tom feed carbon 

= 

reactions pr ior  to the onset of Reaction I, g-atom carbon/ 
g-atom feed carbon 

f = fraction of CH converted via Reaction I at any t ime  
during gasific&ion 

nH total  coal hydrogen gasified a t  any time ,g-atom hydrogen/ 
g-atom feed carbon 

%o hydrogen gasified via pyrolysis reactions pr ior  t o  the onset 
of Reaction I, g-atom hydrogen/g-atom feed carbon 

Based on the definitions given above, i t  is possible to determine certain 

98 = 

= 

of the  unknown stoichiometric parameters  which charac te r ize  the model 
assumed, pr ior  to consideration of the kinetics of Reaction I. 
evaluations, i t  i t  assumed that the ratio kz/kl i s  independent of temperature,  

In these 

According to the above definitions - 

and 

f = (n  * - %o)/(x - y + ym)X H 

Combining Equations 3 and 4 and rearranging leads to  - 

4) 

Letting S = m/(x - y + ym) and I = [ nco - %'m/(x - y + ym)] , Equation 5 
can b e  represented as - 

nC = SnH + I 



73 

Thus, where m i s  constant, a plot of nCh versus kf. both experimental  
pa raFe te r s ,  should yield a straight line with a slope equal to S and intercept 

i:&up=rate tes t s  in helium and in hydrogen. Values of S increase  with 
increasing pressure because of increasing values of m with increasing 
pressure.  
t o  values of nCo = 0.01 g-atom carbon/g-atom feed carbon, and %o = 0.272 
g-atom hydrogen/g-atom feed carbon. 
obtained from Figure 13 as  a function of hydrogen partial  p ressure ,  P 

0 of I. Figure 13 shows such a plot for data obtained in constant 

The common point of intersection of the lines drawn corresponds 

Table 4 tabulates the values of S 

H,' 

Table 4. VARIATION I N  S WITH P HZ 

HZ' 
P 
a tm 

0 
18 
35 
52 

- 
S. g-atom carbon/ 
g-atom hydrogen 

0.084 
0.352 
0.514 
0.649 

Now, l e t -  
= total carbon in partially gasified lignite, g-atom carbon/ 

yC g-atom feed carbon 
YH = total hydrogen in partially gasified lignite, g-atom hydrogen/ 

g-atom feed carbon 

g-atom hydrogen/g-atom carbon. 
Z = YH/Yc = hydrogen/carbon ratio in partially gasified lignite, 

F r o m  the stoichiometry defined in Reactions I and 11. Z i s  given by the 
expression - 

= x - f ( x - y + y m )  1 - fm 

Solving for f in Equation 7 results in - 

f = ( x - Z ) / ( x - y +  y m - m z )  

Equating the expression for  f i n  Equation 8 to the expression for f in 
Equation 3 leads to - 

7) 



Rearranging Equation 9 and substituting S for the expression defined results in - 
(nc'--nCo) (I/s--z) = a  (x-Z) 

Thus, a plot of the t e r m  on the left-hand side of Equation 10 versus  Z should 
result  in a straight line with a slope equal to -A and an intercept at  2 = 0 
of Ax. Figure 14 shows such a plot f o r  constant heat-up ra te  tests conducted 
in hydrogen. 
of the scatter that resu l t s  f rom smal l  values of S, which magnify variations 
in the t e rm (nc;:; - nco). 
at hydrogen partial  p re s su res  of 18, 35, and 52 atmospheres a r e  reasonably 
correlated with a single straight line corresponding to a value of X = 0. 83 g- 
atom carbon/g-atom feed carbon, and a value of x = 0. 578 g-atom hydrogen/ 
g-atom carbon. The value of X was not determined by a least-squares fit of 
the data, but was "forced" so that the amount of carbon initially present  in 
the component CH i s  equal to the total amount of carbon initially present 
in the raw lignite,xless the total carbon evolved during pyrolysis due to 
formation of carbon monoxide, carbon dioxide, and the heavy-hydrocarbon 
species.  Note that if the Component CH consisted of polycondensed 
aromatic units of hexagonally a r ranged  ?arbon, with hydrogen present on 
latt ice edges, then the value of x = 0.578 corresponds to an average ring 
number of 5. 

Data obtained with helium were not included in this plot because 

In accordance with the model assumed, data obtained 

The value of y is assumed t o  be  0.25 g-atom hydrogen/g-atom carbon, based 
on measurements made of hydrogen contents of Montana lignite cha r s  gasified 
at elevated tempera tures  f o r  extended t imes.  With th i s  assumption, values of 
m can  be computed for corresponding values of S obtained f rom Figure  13, 
according to  the expression - 

m = S(x-y ) / ( l  -Sy) 11) 

In addition, values of r = k,/k, = m / (  1 - m )  can a l so  be computed. Values of 
m and r a r e  given in Table 5 a s  a function of hydrogen p res su re  for  constant 
heat-up r a t e  tests.  

HZ 
Table 5. 

P 
a t m  m r 

0 0.028 0.029 
18 0.127 0.145 
35 0.194 0.240 
52 0.254 0.341 

VARIATION O F  m AND r WITH P 

H Z  9 - 
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The values of r given above increase with increasing hydrogen par t ia l  
pressure.  
P 

Figure 15 shows, in  fact, a l inear  relationship between r and 
, which i s  represented by the expression - 

HZ 

12) 
HZ 

r = 0 . 0 3  + 0 . 0 0 6 0 5  P 

Thus, all the parameters  necessary to  quantitatively character ize  the 
model assumed have been determined, except for  parameters  indicative of 
the kinetics of Reagtion I. After complete conversion of the reaction 
intermediate, CH 
i s  independent of &e kinetics of Reaction I and can be expressed a s  a 
function of the hydrogen par t ia l  p ressure  by the following expression: 

, however, the maximum methane-plus-ethane yield 

Maximum methane-plus-ethane yield, 0 . 8 3 ( 0 . 0 2 9  + 0 . 0 0 5 8 7 P H  ) 
2 

HZ 
1 + 0 . 0 0 5 8 7 P  g-atom carbon/g-atom feed carbon 

It is of interest  that the empir ical  fo rm of the above expression is essentially 
the same as  an expression proposed by Z a h r a d n i k e .  (12)  to re la te  total 
methane yield a s  a function of hydrogen par t ia l  p ressure  during the initial 
hydrogenation of coals. 

The following assumptions were  made, consistent with resul ts  obtained 
in both constant heat-up rate  and isothermal  tes ts ,  to descr ibe the kinetics 
of Reaction I: 

1 .  CH reacts  according to Reaction I by a f i r s t -order  process ,  but 
whzre there i s  a distribution of activation energies for the first- 
order  rate constant, b. 

2. The distribution function of activation energies i s  a constant; i. e., 
f(E)dE = fraction of total carbon in  which the activation energy E 
in  the rate constant, 

ko = k: exp (-E/RT) 

i s  between E and E + dE 

where - 
f (E)  = 0 for  E <  Eo 

f(E)  = C (constant) for  Eo ZG E s El 
f(E)  = 0 for  E >  El 

L," = preexponential factor 
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N o t e  that because - 

C d E =  1 LE1 
then - 

C = l / ( E l  - E,) 

From these assumptions,the average conversion fraction of CH 
expressed b y  the following relationship for any t ime-temperatuge history: 

can be  

where - 
CI = t ime 

T = absolute tempera ture  

R = gas constant. 

F o r  the specific case of.constant heat-up ra te ,  where (y = d T / d e ,  then 
Equation 14 can b e  expressed  a s  the following: 

T 
{exp [-% 4 exp (-E/RT)dT][dE 15) 

1 1 - f  =- 
El--,  E, 

For isothermal conditions, Equation 14 has  the fo rm - 

1 El 
1 - f  =- E l  - E, 4 (exP [-bo 8 exp (-E/RT)]) d E  

The best  f i t  of our experimental data was obtained with the following 
values of E,, El, and bo: 

E, = 79,500 ca l /g-mol  

E l  = 118,100 cal/g-mol 
kOo = 7 x 1 0 2 0  s-l 

Experimental and calculated equivalent methane-plus-ethane yields a r e  
compared in  F igure  16, where calculated yields were determined based on 
the parameters  given above, using the appropriate correlation form f o r  
isothermal o r  constant-heat-up ra te  operation. 
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In summary, the correlations descrioed in this paper provide a basis for 
predicting methane and ethane yields a s  a function of tempera ture ,  hydrogen 
partial  p ressure ,  and t ime-temperature h is tory  during the gasification of 
Montana lignite. Although these correlations were  developed based on data 
obtained in  hydrogen, helium, and hydrogen-helium mixtures ,  the resu l t s  
of a previous thermogravimetric study conducted at the Institute of Gas 
Technology (7, 10) showed that "rapid-rate" methane formation kinetics 
with air-pretreated bituminous coal are a function of hydrogen par t ia l  
p re s su re  even i n  gas mixtures containing other synthesis gas  species,  which 
may  also be the case  fo r  the Montana lignite used  in  this cur ren t  study. The 
generality of the parameters  evaluated is,  of course,  not known because 
experimental results obtained only with Montana lignite were  used in the 
development of the model. Although future studies a r e  anticipated using 
other coals t o  evaluate this aspect, there  i s  some  evidence cur ren t ly  
available f rom studies conducted at the U. S. Bureau of Mines, reported by 
Feldmann a (4). in which results obtained f o r  hydrogasification of raw 
bituminous coals i n  a 3-inch-ID transport  reac tor  show a strong s imi la r i ty  
to  corresponding results obtained in  this study with Montana lignite. 
Figure 17, for example, compares  methane and ethane yields obtained under 
isothermal temperature operation a s  a function of tempera ture  for  the two 
studies considered 
partial  p ressures .  

at approximately corresponding average hydrogen :: 

The results shwn indicate that relatively minor adjustments in one or 
two of the parameters  defined in the model proposed in  this paper would 
be  required to  fit the data obtained with the bituminous coals and the  North 
Dakota lignite. 

Another data comparison i s  shown in Figure  18, which plots total methane 
and ethane yields versus  total coal hydrogen evolution fo r  these  same coals. 
Although the model proposed predicts l inearity in these relationships only 
when referring to  "equivalent" methane-plus-ethane yields and only when 
total  o i l / t a r  yields do not vary, the results shown a r e  nevertheless sug- 
gestive that equivalent methane-plus -ethane yields obtained with the bituminous 
coals a r e  essentially proportional t o  coal hydrogen evolution, as was  
indicated in this study with Montana lignite. 
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* 
The study at the U. S. Bureau of Mines was conducted under in tegra l  
conditions, and the resu l t s  presented correspond to  operation with 
hydrogen-methane feed-gas mixtures. The average hydrogen pa r t i a l  
p re s su re  indicated in Figure  17 is the linear average of the feed 
and product gases. 
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Rate of Reaction of Oxygen and Steam with Char/Coke 

Satyendra P. Nandi, Robert Lo and Jack Fischer 

Chemical Engineering Divis ion,  Argonne National Laboratory 

Argonne, I l l i n o i s  60439 

In most coa l  g a s i f i c a t i o n  processes ,  r aw coal  i s  i n i t i a l l y  subjected t o  heat 
treatment. Even i n  t h e  presence of reac t ive  gases the i n i t i a l  rapid weight loss of 
the c o a l  can be ascr ibed  pr imar i ly  t o  devola t i l i za t ion .  The r e s u l t a n t  char  is then 
converted t o  des i red  products  i n  subsequent s t e p s .  It i s  believed t h a t  t h e  gas i f i -  
c a t i o n  of the char  is t h e  slow s t e p  i n  the  o v e r a l l  conversion react ions.  The over- 
a l l  char  g a s i f i c a t i o n  process  c o n s i s t s  of a number of reac t ions ,  amongst them the 
steam-carbon and oxygen-carbon reac t ions  are the most important. 
reac t ion  

The steam-carbon 

C 4- H20 + CO + €I2 1) 

is  endothermic and i t s  r a t e  does not  become s i g n i f i c a n t  below about 75OoC. 
required by reac t ion  1 )  can b e  suppl ied by t h e  highly exothermic carbon-oxygen 
reac t ion  

The heat 

C 4- O2 + COP and CO 2 )  

The CO/CO2 r a t i o  is a func t ion  of temperature and carbon monoxide is favored a t  
higher  temperatures. Depending on t h e  na ture  of carbon, t h e  rate of t h i s  react ion 
may become s i g n i f i c a n t  at  a temperature as low a s  35OoC. I n  the o v e r a l l  gas i f ica t ion  
scheme, jud ic ious  combinations of reac t ions  1 )  and 2) a r e  used. It i s  therefore  
necessary t o  obta in  a measure of t h e  r a t e s  of these two react ions using var ious chars 
made from coals  which are p r a c t i c a l  f o r  use i n  g a s i f i e r s .  

Various workers (1) have s tudied the carbon-steam and carbon-oxygen react ions 
using graphi tes .  Because of t h e  pronounced d i f fe rence  i n  inherent  r e a c t i v i t y  of the 
two gases ,  it is  r a t h e r  d i f f i c u l t  t o  ob ta in  values of t h e  r e a c t i v i t y  of a char  for  
the two reac tan ts  at t h e  same temperature. 
Jenkins e t  a l .  (2) determined the  r e a c t i v i t y  parameter, defined la ter  i n  t h i s  report ,  
f o r  a s e r i e s  of coa l  chars  i n  air  a t  500°C. 
prepared by hea t ing  var ious  types of coal  i n  ni t rogen a t  a heat ing r a t e  of 10"C/min 
t o  a maximum heat-treatment temperature of 1000°C. 
r e a c t i v i t y  of t h e  char  w a s  a funct ion of the  rank of t h e  parent coa l ;  the low-rank 
coals  produced chars of much higher  r e a c t i v i t y .  
of t h e  r e a c t i v i t y  parameter w a s  t h e  same, whether t h e  chars  were produced i n  a 
thermobalance (static bed) in milligram q u a n t i t i e s  or in  a f l u i d  bed i n  gram 
q u a n t i t i e s .  

Similar  d a t a  f o r  graphi te  a r e  scanty. 

A l l  t h e  chars i n  Jenkins' work were 

The r e s u l t s  showed t h a t  the  

It was a l s o  shown t h a t  t h e  value 

In our  work the  approach taken w a s  t o  measure the rates of char-steam and char- 
oxygen reac t ions  over a range of temperature, determine the  temperature coef f ic ien t  
of rates (apparent a c t i v a t i o n  energy) of the  separa te  reac t ions ,  and est imate  the 
value of the r e l a t i v e  rates a t  a common temperature. The magnitude of the apparent 
a c t i v a t i o n  energy when compared with the  values  reported f o r  pure carbon may in- 
d i r e x l y  provide some i n s i g h t  i n t o  t h e  mechanisms of both the  react ions.  

Based ix! work performed under the  auspices  of the United S ta tes  Energy Research 
and Devc?lopme.;t Administration. 
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EXPERIMENTAL 

The porous nature ,  p a r t i c l e  s i z e ,  and maximum heat-treatment temperature of  the 
char ,  t h e  rank of t h e  parent  coal ,  and the inorganic  matter present  i n  the  char  a re  
the  var iab les  which may a f f e c t  t h e  r a t e  of t h e  char-oxygen or char-steam reac t ion .  
The r a t e  of heat ing used i n  preparat ion of t h e  char  is  expected t o  a f f e c t  t h e  porous 
na ture  and is not considered as a separa te  var iab le .  
heat ing r a t e ,  and t h e  maximum heat-treatment temperature are kept i n v a r i a n t .  

In t h i s  work t h e  p a r t i c l e  s i z e ,  

Samples 

Four samples of coa l  were se lec ted  f o r  t h i s  work. Three coa ls  are of low rank 
(subbituminous or lower) and t h e  fourth is of MVB rank. There are v a s t  resources  of 
subbituminous coa ls  in Western U.S., and t h e i r  g a s i f i c a t i o n  behavior is of interest. 
The MVB sample was included f o r  comparative purposes. 

The analyses of t h e  samples a r e  shown i n  Table 1. 

Experimental Procedure 
, 

The coal  samples were pyrolysed i n  a tube furnace i n  a flow of n i t rogen  with a 
heat ing rate of E0C/min t o  a maximum temperature of 900°C and held at  t h a t  temperature 
f o r  two hours. The coa l  samples were s ieved and the f r a c t i o n  (35 x 80)  mesh Tyler 
w a s  used. The p a r t i c l e  s i z e  of t h e  char is expected t o  be somewhat smaller. On pyro- 
l y s i s ,  sample 274 produced a coke mass, t h i s  w a s  crushed, and a sieved f r a c t i o n  of 
(35 x 80) mesh was used f o r  t h e  r e a c t i v i t y  determination. 

The react ions were c a r r i e d  o u t  using a thermobalance. A char sample w a s  spread 
uniformly i n  a shallow platinum thennobalance pan. 
% l O  mg, w a s  such that the  bed w a s  about one p a r t i c l e  diameter high. 
were i n i t i a l l y  brought t o  t h e  reac t ion  temperature in nit rogen and a f t e r  s teady  weight 
w a s  a t ta ined ,  the  reactive gas w a s  introduced. Dry a i r  was used f o r  oxygen r e a c t i v i t y  
measurements. Pure ni t rogen w a s  passed through a series of bubblers conta in ing  d i s -  
t i l l e d  water t o  obta in  a p a r t i a l  p ressure  of 2.3 volumn per cent  of water vapor i n  
the  stream. This mixture w a s  used t o  determine the  r a t e  of the steam-char reac t ion .  
The reac t ion  w a s  followed isothermally by means of a thermobalance and t h e  rate w a s  
ca lcu la ted  from t h e  weight l o s s .  
and w a s  such t h a t  t h e  supply of t h e  r e a c t i v e  gas w a s  two orders  of magnitude grea te r  
than could be consumed when t h e  rate of carbon l o s s  w a s  at  t h e  maximum. The temper- 
a t u r e  range f o r  the  oxygen-char reac t ion  w a s  from 350 t o  575'C and f o r  the  steam-char 
reac t ion ,  from 750 t o  900°C. 

The amount of sample used, 
The samples 

The flow r a t e  of the  reac t ive  gas w a s  kept  constant  

(a) Char-Oxygen Reaction 

The percent weight l o s s  based on the weight of o r i g i n a l  sample of char on a dry 
ash-free bas i s  as  a funct ion of t i m e  f o r  274 coke is shown in Fig. 1. The low rate 
observed during t h e  i n i t i a l  per iod  is p a r t i a l l y  due t o  the time required f o r  t h e  air 
t o  replace the ni t rogen from t h e  v i c i n i t y  of the  carbon. This period i s  longer  a t  
lower temperature, which i n d i c a t e s  t h a t  there  is an induct ion period ( the  gas flow 
rate being the same i n  a l l  cases) .  
been explained (3) by assuming t h a t  i n i t i a l l y  oxygen becomes chemisorbed on t h e  
surface.  
carbon. 
i n  poros i ty ,  i.e., i ts  s p e c i f i c  sur face  area increases .  
middle l i n e a r  port ion of Fig. 1 can be regarded a s  a region where the opposing e f f e c t s  
of carbon removal and generat ion of e x t r a  sur face  a rea  a r e  i n  balance. 

The induct ion period i n  carbon-oxygen reac t ion  had 

This is followed by subsequent desorpt ion of the  bound oxygen as oxides of 

From s i m i l a r  arguments, the 
With the removal of carbon from t h e  surface,  the  char remaining increases  

When the 



carbon l o s s  is high, t h e  abso lu te  value of t he  t o t a l  r eac t ive  a rea  i s  decreased, and 
consequetnly, t h e  rate f a l l s  o f f .  
experimental  curves a r e  used t o  ca l cu la t e  t h e  c h a r a c t e r i s t i c  rates. 

I n  t h i s  work, t h e  middle l i n e a r  por t ions  of t h e  

The r eac t iv i ty  parameter w a s  ca lcu la ted  by the  following equation 

1 dw 
% a x = c  dt 

where hx =maximum r e a c t i v i t y  at t h e  experimental temperature expressed as mg of 
char reac ted  per minute p e r  mg of i n i t i a l  sample; wo = i n i t i a l  mass of the  char on 
dry  ash-free b a s i s  and % = maximum r e c t i l i n e a r  weight l o s s  rate (mg. min-'). The 
approach taken to  ob ta in  & is t h e  same as t h a t  of Jenkins et al .  (2) 

The weight l o s s  d a t a  f o r  t h e  air-char r eac t ion  f o r  t h e  o the r  samples are shown 
in  Figs.  2 t o  4. 
Fig. 5. The r e a c t i v i t y  of t he  coke sample (sample 274) was much lower compared w i t h  
those  f o r  the char  samples. 
274, 248 and 247 are s t r a i g h t  l i n e s  i n  t h e  temperature i n t e r v a l .  The va lues  of t he  
apparent ac t iva t ion  energy a r e  near ly  the  same (Q21 kcal/mole) f o r  these  t h r e e  samples. 

Values of the a c t i v a t i o n  energy f o r  the  carbon-oxygen r eac t ion  (1) using pure 

The ca lcu la t ed  values of hX a r e  shown i n  an Arrhenius p l o t  in 

It is a l s o  observed t h a t  t h e  p l o t s  f o r  charlcoke from 

carbon (graphite) have been reported t o  be i n  t h e  range of 37 t o  58 kcal/mole. The 
value,  36.7 kcal/mole, w a s  obtained by Gulbersen and Andrew, (4) who reac ted  th in  
spectroscopic g raph i t e  p l a t e s  between 425 and 575'C under 0.1 atmosphere of oxygen. 
The much smaller va lues  of t he  apparent ac t iva t ion  energy obtained i n  t h i s  work indi- 
c a t e  t h a t  ( i )  c a t a l y s i s  by inorganic matter i n  the  char occurred and/or ( i i )  the re- 
a c t i o n  occurred i n s i d e  small pores whose length are much grea te r  than t h e i r  diameter. 
In t h e  l a t t e r  case Wheeler (5) had shown t h a t  t h e  apparent ac t iva t ion  energy w i l l  be 
equal  i n  magnitude t o  h a l f  the  value of t he  t r u e  ac t iva t ion  energy of reac t ion .  The 
na tu re  of the minerals present  i n  the chars w a s  not determined. However, t h e  pos- 
s i b i l i t y  appears un l ike ly  t h a t  t he  minerals were s imi l a r  i n  na ture  or t h a t  they catalyzed 
t h e  r eac t ion  i n  such a way a s  t o  produce the  same apparent ac t iva t ion  energy fo r  the 
t h r e e  mater ia l s .  
pore d i f fus ion .  The Arrhenius p lo t  f o r  t h e  LLL char is not l i nea r .  I n i t i a l  reac- 
t i v i t y  of this sample is  very  high and t h e  curvature i n  the  p lo t  i nd ica t e s  t h a t  t he  
r eac t ion  a t  high temperature,  f o r  this sample, i s  being p a r t i a l l y  cont ro l led  by bulk 
d i f fus ion .  

This s t rong ly  suggests that  t h e  r eac t ion  i s  being cont ro l led  by 

(b) Steam-char r e a c t i o n  

The experimental d a t a  f o r  t h i s  reac t ion  are presented i n  Figs.  6 t o  9. The 
i n i t i a l  period of l o w  r e a c t i o n  rate is  of much l e s s e r  dura t ion  than i n  the  oxygen- 
char reaction. It has  been repor ted  (1) t h a t  t h e  steam-carbon reac t ion  a l s o  pro- 
ceeds through a chemisorbed oxygen in te rmedia te ,  which may be of a d i f f e r e n t  nature 
than t h a t  i n  the  carbon-oxygen reac t ion .  The much higher temperature used f o r  t he  
carbon-steam reaction may cont r ibu te  t o  a rap id  build-up of a s teady-s ta te  concen- 
t r a t i o n  of chemisorbed spec ie s  on the sur face ,  r e s u l t i n g  i n  a sho r t e r  induction 
period. A l i nea r  rate of weight l o s s  over an extended reac t ion  range is then obtained 
i n  a l l  cases.  This l i n e a r i t y  r e s u l t s  from the  same opposing f a c t o r s  i d e n t i f i e d  
e a r l i e r  f o r  the char-oxygen reac t ion .  

The shape of t h e  curves shown i n  Figs. 7 t o  9 are similar and show a quali-  
t a t i v e  resemblence t o  t h e  curves obtained i n  char-air  reac t ion .  The d a t a  f o r  the 
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coke shown i n  Fig. 6 are qu i t e  d i f f e ren t .  
A poss ib le  way of expla in ing  the d a t a  i s  t o  assume a smal l  f r a c t i o n  of disorganized 
carbon i s  mixed i n  with the  r e l a t i v e l y  well-ordered carbon of t h e  coke. 
fast reac t ion  of t h e  disorganized carbon has been completed, the  rate fa l ls  t o  a 
value t h a t  is c h a r a c t e r i s t i c  of t he  well-organized carbon. 

Two d i s t i n c t  l i n e a r  reg ions  are observed. 

Af t e r  t he  

The & values f o r  the  steam-carbon r eac t ion  have been ca lcu la ted  from the  da ta  
i n  Figs. 6 t o  9 i n  a way similar t o  t h a t  used f o r  t he  air-carbon r eac t ion  ca lcu la t ions .  
These da ta  a r e  shown graphica l ly  i n  Fig. 10. 
energy f o r  t he  274 coke are based on l imi ted  da ta ;  t h e  s lope  obtained at  t h e  low rate 
is about half  of t h a t  a t  the  high ra te .  The value of t he  apparent ac t iva t ion  energy 
ca lcu la ted  from t h e  low r a t e  i s  *82 kcal/mole, which is  i n  the  neighborhood of t h e  
value (80 kcal/mole) reported f o r  t he  graphite-steam system. (1) 

The va lues  of the  apparent a c t i v a t i o n  

The carbon contents  of coa ls  247 and LLL are not very d i f f e r e n t .  The apparent 
ac t iva t ion  energy va lues  obtained f o r  t he  chars  of t hese  two coa l s  a r e  near ly  the  
same ( 2 3  and 27 kcal/mole). 
mole. The ash content of t h i s  sample 
was lower than t h a t  of 247 and LLL samples. 

The value f o r  sample 248 was somewhat h igher ,  %42 kca l /  
This sample belongs t o  SubbC rank of coal. 

This low value of t h e  apparent ac t iva t ion  energy ind ica t e s  t h a t  t he  reac t ion  
s tudied  i n  t h i s  work probably proceeded by a d i f f e r e n t  mechanism than t h a t  f o r  
graphite-steam reac t ion .  
of t h e  ac t iva t ion  energy f o r  t h e  same r eac t ion  tak ing  p lace  i n s i d e  long narrow 
cap i l l a ry ,  .and on a p l a i n  sur face  has been mentioned earlier. 
the  three  char samples, the major pa r t  of t he  reac t ion  could be  occurr ing  i n s i d e  
narrow pores. 
i n  some cases. 

Wheeler's explanation f o r  t h e  d i f f e rence  i n  the  magnitude 

It appears t h a t  f o r  

In addi t ion ,  t h e  reac t ion  may be influenced by c a t a l y t i c  impur i t ies  

(c) Relative r e a c t i v i t y  i n  oxygen and steam 

Walker e t  al . ,  (1) i n  t h e i r  review of t h e  gas-carbon r eac t ion  repor ted  t h a t  the  
r a t e  of carbon-oxygen r eac t ion  was 3 x l o 4  times as rap id  as t h a t  of the  carbon-steam 
reac t ion  under equiva len t  condi t ions  (temperature = 8 O O 0 C ,  pressure  of gas = 0.1  atm). 
The experimental r e s u l t s  used i n  the  above es t imat ion  were obtained pr imar i ly  with 
graphi te .  
tive rates of oxygen t o  steam reac t ion  were ca lcu la ted  using t h e  computational 
method of Walker e t  al. For t h i s  sample t h e  r a t i o  of the  rates of oxygen t o  steam 
reac t ions  was found t o  be only %24 - (T = 800'C and P = 0 .1  atm). 
r a t i o  f o r  the  LLL char would be  even lower because the s lope  of t h e  Arrhenius p lo t  
(char-air)  f o r  t h i s  sample decreased a t  higher temperature. It is  concluded t h a t  the  
r e a c t i v i t y  r a t i o  of oxygen t o  steam reac t ions  with coa l  chars w i l l  be  much lower than 
that  expected f o r  pure forms of carbon. 

From the  experimental da ta  obtained i n  t h i s  work f o r  247 char ,  t h e  rela- 

The r e a c t i v i t y  
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Table 1 

Analyses of Coal 

Percent  as received Percent dry ash b a s i s  
Sample ASTM Moist. Ash. Wt. l o s s  t o  900°C C H N S  0 

(by d i f f )  No. Rank 

274 MVB 1.42 1.75 27.2 86.30 4.32 - 1.2 - 
248 SbbC 16.67 2.48 51.4 75.16 5.15 1.73 0.66 17.26 
247 L 14.10 6.52 50.2 74.43 4.91 1.49 0.53 18.62 
LLL L 29.60 6.50 59.1 74.34 5.52 1.18 0.45 18.51 
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REACTIVITIES OF HEAT-TREATED COALS I N  HYDROGEN 

A. Tomita. 0. P. Mahajan, and P. L .  Walker, Jr. 

The Pennsylvania State Universi ty  
Department of Mater ia l  Sciences 

Universi ty  Park, Pennsylvania 16802 

INTRODUCTION 

I n  previous papers ,  we reported r e a c t i v i t i e s  of  var ious American coa l  chars  
i n  a i r  (1) and i n  carbon d ioxide  (2) .  It was found t h a t  r e a c t i v i t i e s  of chars  
are predominantly determined by the rank of t h e  parent  coal  and mineral  mat ter  
composition. The main a i m  of t h i s  paper is t o  compare t h e  r e a c t i v i t i e s  i n  hydrogen 
with those obtained e a r l i e r .  

The r e a c t i o n  of c o a l  chars  with hydrogen is an important p a r t  of t h e  over -a l l  
process  f o r  the production of s u b s t i t u t e  n a t u r a l  gas;  consequently i t  has received 
considerable  a t t e n t i o n  (3-8). The r e a c t i o n  of low temperature chars  with hydrogen 
proceeds i n  two s tages :  a very rapid f i r s t  s tage  r e a c t i o n  and a slow second s tage  
reac t ion ,  involving the  g a s i f i c a t i o n  of a remaining char which has a graphi t ic -  
l i k e  (trigonally-bonded) s t r u c t u r e .  Most workers have s tudied  t h e  r e a c t i v i t y  of 
t h e  chars  which have been pre t rea ted  a t  some f ixed maximum temperature. Because 
t h e  maximum temperature w a s  usua l ly  reasonably low, t h e  chars  had, however, a 
c e r t a i n  amount of  v o l a t i l e  matter remaining. I n  order  t o  s tudy t h e  slow, second 
s t a g e  hydrogasif icat ion reac t ion ,  it would be b e t t e r  t o  work with a char  prepared 
at  a higher temperature. 
The var iab les  chosen f o r  inves t iga t ion  were t h e  rank of parent  c o a l s ,  mineral 
mat ter  content, p a r t i c l e  s i z e ,  r e a c t i o n  temperature and pressure.  

EXPERIMENTAL 

Throughout t h i s  s tudy chars  prepared a t  1000°C a r e  used. 

Char Preparat ion Eighteen U.S. coa ls ,  of widely varying rank, were carbonized 
i n  n i t rogen  at 1000°C f o r  2 h r .  
these  coals .  The prepara t ive  method of  'acid-washed' char, demineralized char ,  and 
chars  with d i f f e r e n t  p a r t i c l e  s i z e s  were e s s e n t i a l l y  the same a s  descr ibed e a r l i e r  

This procedure was s u f f i c i e n t  t o  d e v o l a t i l i z e  

(2) .  

Procedure A high-pressure, e l e c t r o n i c  balance was used t o  record continuously 
The balance assembly, a DuPont 951 

Generally, char powders o f  40x100 U . S .  mesh were 
small weight changes during hydrogasif icat ion.  
TGA, w a s  mounted i n  an autoclave.  
charged t o  a sample holder  i n  10  mg q u a n t i t i e s .  
then pressurized with n i t rogen  t o  400 p s i .  
tube r e a c t o r ,  which w a s  a t tached  t o  t h e  balance housing and a l s o  w a s  surrounded by 
a tube furnace. The furnace was ac t iva ted  t o  r a i s e  t h e  r e a c t o r  temperature t o  
980°C. The pressure  was kept constant by bleeding of f  excess gas. Helium w a s  kept 
flowing a t  reac t ion  temperature f o r  15 min t o  ensure thermal s t a b i l i t y ;  and then a 
stream of hydrogen was admitted to  t h e  reac tor  a t  a flow r a t e  of 1200 cc/min (STP). 
The weight of t h e  sample was then continuously recorded. 

The autoclave was evacuated and 
Helium w a s  introduced i n t o  the  quartz  

React ivi ty  Measurement The conversion vs  t i m e  curve usual ly  had a slow induc- 
t i o n  per iod,  followed by a rate increase  as w a s  reported f o r  the  r e a c t i o n  with air 
( I ) ,  carbon dioxide (2) ,  hydrogen (7 ) ,  and steam ( 7 ) .  Jenkins  et  a 1  (l), found 
t h a t  t h e  r e c t i l i n e a r  por t ion ,  a f t e r  an induct ion per iod,  extended over  a range in 
which about 40% of t h e  char was  gas i f ied .  
by the  following equation: 

They ca lcu la ted  t h e  r e a c t i v i t y  parameter 

i 
1 
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R = I d w  

o Wo d t  

where W 
uiaximumOrectilinear weight loss rate (mg hr- I ) .  In  t h e  present  s tudy ,  t h e  recti- 
l i n e a r  region w a s  considerably s h o r t e r  than reported previously (1.2). 
hand, t h e  r a t e  ca lcu la ted  on t h e  b a s i s  of unreacted char  remained cons tan t  f o r  a 
longer  period. 

is the i n i t i a l  weight of char on a dry ash f r e e  b a s i s  (mg) and dw/dt is the  

On the  other 

This r e a c t i v i t y  parameter R is expressed as 

where W is the weight of char  at  time t. 
by t h i s  equation. 
constant  r a t e  i n  t h e  reg ion  where k i n e t i c s  follows a f i r s t  order  r a t e  expression 
wi th  respec t  t o  unreacted char .  

Two parameters Ri and Rc were determined 
Ri r e p r e s e n t s  t h e  i n i t i a l  rate a t  t = 0, and Rc represents  the 

RESULTS AND DISCUSSION 

React ivi ty  versus  rank of parent  coa l  Table 1 summarizes t h e  ana lyses  of coals 
and chars  together with t h e  r e a c t i v i t y  parameters. It can be seen t h a t  t h e r e  is 
some r e l a t i o n  between R va lues  and t h e  rank of t h e  parent  coal. The lower rank 
c o a l  chars  have l a r g e r  8,  values .  
w i t h  rank. 
is l a r g e r  than most chars  of  lower rank. This f a c t  is i n  marked c o n t r a s t  with those 
reported f o r  the r e a c t i v i t y  of t h e  same series of chars  with air and carbon dioxide. 
In  these  cases, a p l o t  of r e a c t i v i t y  R v s  carbon content  shows a f a i r l y  w e l l  defined 
band. 
c o r r e l a t i o n  with rank of paren? c o a l  is found. 
l a r i t y  i n  hydrogas i f ica t ion  r a t e s  of the r e s i d u a l  por t ion  of t h r e e  c o a l  chars  with 
g r e a t l y  d i f f e r e n t  i n i t i a l  p r o p e r t i e s .  

However, R values  have no d e f i n i t e  c o r r e l a t i o n  
For example, t h e  r e a c t i v i t y  of  thg Pennsylvania a n t h r a c i t e  char (PSOC 81) 

Even i f  t h e  parameter R is use8 f o r  t h e  hydrogas i f ica t ion  r e a c t i v i t y ,  no 
Feldkirchner  et a1 (4) found a s i m i -  

Mineral mat ter  removal Jenkins  et a 1  (1) found t h a t  t h e  r e a c t i v i t y  of l i g n i t e  
and an thrac i te  chars  i n  a i r  decreased upon demineral izat ion,  whereas r e a c t i v i t y  of 
a LV bituminous char  increased.  The same e f f e c t  of demineral izat ion w a s  observed 
i n  t h i s  study f o r  PSOC 138, 101, 1 2 7  and 81. However, t h e  removal of mineral  matter 
from l i g n i t e  char PSOC 87 r e s u l t e d  i n  a remarkable increase  of Rc value,  although 
t h e  R value decreased considerably.  i 

Bed weight and p a r t i c l e  s i z e  I n  order  t o  determine t h e  poss ib le  e f f e c t  of  
d i f f u s i o n a l  res i s tance .  r e a c t i v i t y  measurements w e r e  made f o r  PSOC 91, 87 ,  87 Dem, 
127 and 127 Dem at  d i f f e r e n t  bed weights and p a r t i c l e  s i z e s .  For s t a r t i n g  weights 
below 10 mg, r e a c t i v i t y  is cons tan t  f o r  m o s t  chars .  There is some e f f e c t  of p a r t i c l e  
size, but  t h e  r a t e  increase  due to t h e  reduct ion of size is r a t h e r  small compared 
with t h a t  reported f o r  t h e  r e a c t i v i t y  s tudy i n  CO ( 2 ) .  Reduction i n  p a r t i c l e  s ize  
of PSOC 127 char from 40x100 t o  200x325 mesh r e s u l t s  i n  a r e a c t i v i t y  increase  of 
only 1.6-fold i n  hydrogen, whereas a similar p a r t i c l e  s i z e  reduction of t h e  same 
char  resu l ted  i n  a r e a c t i v i t y  increase  of 35-fold towards carbon d ioxide  (2) .  This 
fact can be a t t r i b u t e d  to  the smaller k i n e t i c  diameter of hydrogen (2.9A) compared 
t o  carbon dioxide (3.3A). 

Pressure The dependence of r a t e  on hydrogen pressure  i n  t h e  range between 100 
The rate w a s  proport ional  t o  hydrogen and 400 p s i  w a s  determined f o r  PSOC 9 1  char .  

p ressure  as reported i n  t h e  l i t e r a t u r e  (4-7). 

Temperature Zielke e t  a1 (3) reported t h a t  t h e  pseudo-activation energy changed 

Although the 
from 1 7  t o  49 kcal/mole as a func t ion  of conversion. Gardner e t  a 1  (8) a l s o  found 
an increase  of a c t i v a t i o n  en tha lpy  with conversion of char  t o  methane. 
chars  used i n  t h i s  study had a d i f f e r e n t  thermal treatment than those used by 
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Gardner et  a1 (8). we a l s o  observed a similar t rend.  
f o r  psoc 91, 87 Dem,  and 127 Dem chars  were 31, 29, and 14  kcal/mole a t  t h e  i n i t i a l  
Slow Stage,  while at  a s teady  s t a t e  rate they  were 48, 44, and 44 kcal/mole, respec- 
t i v e l y .  This f a c t  suggests  t h a t  t h e  r e a c t i o n  during t h e  induct ion per iod  is 
diffusion-control led,  and f u r t h e r  t h a t  t h e  later s t a g e  is a chemically-controlled 
s t e p .  During t h e  induct ion  per iod ,  t h e  char  undergoes a c t i v a t i o n ,  and thus  t h e  
d i f f u s i o n  r a t e  of hydrogen o r  methane i n t o  t h e  i n t e r i o r  of t h e  char  p a r t i c l e s  becomes 
more rapid.  

lhe  pseudo-activation energy 

PSOC 217 char  has  an unusually l o w  r e a c t i v i t y  among a l l  chars .  The pseudo- 
a c t i v a t i o n  energy was determined f o r  t h i s  char  up to  a conversion of 20%. and i t  was 
found t o  be near ly  constant  a t  16 kcal/mole. 
ex tens ive  d i f f u s i o n  c o n t r o l  of t h e  g a s i f i c a t i o n  rate) is expected because of t h e  
small percentage of feeder  pores  in t h e  parent  LV bituminous coa l  (9) .  
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TABLE 1 

CHAR REACTIVITY I N  HYDROGEN 

Parent  Coal 
ASRI Rank S t a t e  C(daf),  X 

L i g n i t e  
L ign i t e  
L i g n i t e  
L i g n i t e  
L i g n i t e  
Sbb. A 
Sbb. C 
HVB 
HVC 
HVB 
HVB 
HVA 
HVA 
Mv 
LV 
LV 
Anth rac i t e  
Anthrac i te  

N.D. 63.3 
Mont. 70.7 
N.D. 71.2 
Tex . 71.7 
Tex . 74.3 
wyo. 74.3 
wyo . 74.8 
I l l .  77.3 
I l l .  78.8 
I l l .  80.1 
Utah 80.4 
W.Va. 82.3 

Ala. 87.0 
Pa. 88.2 
Pa. 89.6 
Pa. 91.9 
Pa. 93.5 

KY. 83.8 

C h a r  
Ash, X 

22 
11 
13 
1 2  
16 
1 2  
8 

20 
23 
14  

5 
11 

2 
19  
12  

7 
6 
5 

Reac t iv i ty ,  mg hr-l  mg-' 

- Ri - Rc 

0.73a 1.0 

2.1a 2.1 
l .oa  l . Z b  

0.55 1 . 7  
0.62 1.5 
0.32 
1.2 
0.37 
0.38 
0.50 
0.30 
0.08 
0.13 
0.23 
0.22 
0.05 
0.13 
0.06 

a No or very shor t  i nduc t ion  period. 
b Constant rate reg ion  is less than 50% of complete burn-off. 

l . O b  
1 . 2  
0.99 
2.0 
2.3 
1.9 I 

0.64 
1 .7  
0. 24b 
0.39 
0.09 
2.0 
0.73 
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REACTIVITY OF COAL AND CHAR I N  C02 ATMOSPHERE 
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Abstract - Reac t iv i t i e s  of a few raw coals  and chars of these  coa ls  ob ta ined  from 
g a s i f i e r s  operating under d i f f e r e n t  conditions have been measured i n  COP a t  the  
temperatures 1550-2000°F. 
analyzer up t o  complete conversions of the  samples i n  most cases .  
sur face  a rea ,  pore s i z e  d i s t r i b u t i o n ,  poros i ty  and dens i ty  have been determined for  
each sample. 
conversion leve ls  by a scanning e lec t ron  microscope. 
r e a c t i v i t i e s  o f  d i f f e r e n t  samples, t he  char -gas i f ica t ion  process has bee11 divided ifi to 
two d i s t i n c t  s tages :  
char-CO2 reac t ion .  
v o l a t i l e  matter contents o f  t h e  s o l i d s  and t h e  r a t e  of hea t ing .  
type equation, an ac t iva t ion  energy o f  about 2.5 Kcal/mole i s  obtained f o r  the f i r s t  
s tage .  The r e a c t i v i t y  of a char i n  the  second s t age  i s  found t o  depend more on i t s  
coal seam than on t h e  gas i f i ca t ion  scheme used i n  i t s  production. Activation energy 
for  t he  second s t age  r eac t ion  has been found t o  be about 59 Kcal/mole. A r a t e  equa- 
t i on  has been proposed f o r  t he  second s tage  t h a t  incorporates t he  e f f e c t  of r e l a t i v e  
ava i lab le  pore sur face  a rea  changing during r eac t ion .  
ca lcu la ted  from t h i s  equation f i t  well with t h e  experimental da ta .  

The r e a c t i v i t i e s  have been measured i n  a thermogravimetric 
Proper t ies  l i k e  

Actual pore s t ruc tu res  of a few samples have been observed a t  d i f f e ren t  
In order t o  compare the  

the  f i r s t  s t age  due t o  pyro lys i s  and t h e  second s t age  due t o  
Reac t iv i t i e s  due t o  the  f i r s t  s t age  can be roughly r e l a t ed  t o  

Through an Arrhenius 

The r a t e  conversion curves 

Introduction 

A proper understanding of the coal/char g a s i f i c a t i o n  k ine t i c s  i s  e s s e n t i a l  fo r  
successful design o f  a g a s i f i e r .  E f fec t s  of temperature, p ressure  and gaseous environ- 
ments on the  r a t e  o f  gas i f i ca t ion  o f  coal/char have been ex tens ive ly  s tud ied  by various 
inves t iga tors .  In addi t ion ,  t he  r a t e  depends a l s o  on t h e  nature and o r ig in  of t h e  coal 
o r  char i t s e l f .  
found t o  vary not only with t h e  maceral of i ts parent coal bu t  a l s o  with t h e  h i s to ry  of 
i t s  genesis,  i . e . ,  t h e  temperature, pressure,  r a t e  o f  hea t ing  and gaseous environments, 
e t c . ,  prevailed during i t s  formation. The present  study i s  devoted t o  determination of 
r e a c t i v i t i e s  of a few coal and char samples which a r e  produced i n  some p i l o t  p lan t  
experiments conducted under d i f f e r e n t  gas i f i ca t ion  schemes. This i nves t iga t ion  w i l l  
help f ind  the  r e l a t ionsh ip ,  i f  any, between t h e  r e a c t i v i t i e s  and the  physical charac- 
t e r i s t i c s  o f  t h e  samples. 

In the  present inves t iga t ion  r e a c t i v i t i e s  a r e  measured i n  a flowing stream o f  
The r a t e  o f  C-CO2 reac t ion  has been s tudied  

However, considerable discrepancy has 

The pore c h a r a c t e r i s t i c s  and hence the  r e a c t i v i t y  of a char  have been 

pure CO2 a t  the  atmospheric pressure .  
by various inves t iga to r s (1 .5 .7~g~10~12 ,13) .  
been reported between t h e  
from 48 t o  86 Kcal/mole . 

values o f  ac t iva t ion  energy of t h i s  r eac t ion ,  ranging 

Pyrolysis of coal o r  char takes place p r i o r  t o  o r  concurrent with o t h e r  reac t ions  
i n  a gas i f i e r .  I t  i s ,  
however, known tha t  t he  r a t e  o f  pyro lys i s  and the  amount and composition of v o l a t i l e  
products from a given sample o f  coal o r  char depends on severa l  fac tors (3)  such a s  
(a) r a t e  of heating, (b) f i n a l  decomposition temperature a t t a ined ,  (c) vapor residence 
time and (d) t he  environment under which the  pyro lys i s  takes place.  In t he  present 
inves t iga t ion  pyro lys i s  of coal and char i n  a C02 atmosphere can be s tudied  separa te ly  
from CO2 reac t ion .  r o l y s i s  normally starts at  about 
350-400°C and i s  almost complete a t  about lOOO"C(% within seconds, whereas the C-COz 
reac t ion  is hardly de tec tab le  below 800-900°C. 
heating, t he  two s t ages ,  t he  pyro lys i s  and t h e  char-CO2 reac t ion ,  w i l l  be separable 
from each o ther ,  t he  l a t t e r  s t a r t i n g  only a f t e r  t h e  former s t age  i s  e s s e n t i a l l y  

The behavior o f  pyro lys i s  is not ye t  properly es tab l i shed .  

This i s  due t o  the  f ac t  t h a t  

Therefore,  a t  a moderate r a t e  of 
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complete. 
p l ace  on char sur face  and is e s s e n t i a l l y  

The char-CO2 reac t ion  a f t e r  the  pyro lys i s  r eac t ion  i s  completed takes  
carbon-C02 reac t ion .  

Gulbransen and AndrewC4) showed t h a t  t he  i n t e r n a l  sur face  a rea  of graphi te  
increases  markedly during r eac t ion  with both oxygen and C02.  
Wright ( lo )  made t h e  de t a i l ed  study on t h e  poss ib l e  co r re l a t ion  e x i s t i n g  between reac- 
t i o n  r a t e s  and changes i n  su r face  a rea  during r eac t ion .  
reac t ion  develops new s u r f a c e  by enlarging t o  some exten t  t he  micropores o f  t h e  so l id  
but  p r inc ipa l ly  by opening up pore volume not previously ava i l ab le  t o  reac tan t  gas 
because t h e  microcapi l la r ies  were too small o r  because ex i s t ing  pores were unconnected. 
During t h e  reac t ion  sur face  a rea  increases  up t o  a poin t  when t h e  r a t e  of formation 
of new a rea  i s  pa ra l l e l ed  by t h e  r a t e  o f  des t ruc t ion  o f  o ld  a rea .  
decreag83 on fu r the r  conversion. 
Wright 
b l e  sur face  area,  a s  determined by the low temperature gas adsorption technique, as  
might be expected i f  t h e  r eac t ion  was chemical r eac t ion  cont ro l led .  

Turkdogan, e t . a l .  ( 8 )  made a de ta i l ed  inves t iga t ion  on t h e  pore c h a r a c t e r i s t i c s  

Walker, Fores t i  and 

They concluded t h a t  t h e  

Surface  a rea  
For graphite-C02 reac t ion ,  Petersen, Walker and 

found t h a t  t h e  observed r a t e s  were no t  simple func t ions  of t h e  t o t a l  ava i la -  

o f  s eve ra l  forms o f  carbon. Their s tud ie s  ind ica t e  t h a t  depending on t h e  type of 
carbon, about 1/4 t o  1 /2  of t h e  volume i s  i s o l a t e d  by micropores and hence is not  
ava i l ab le  f o r  reac t ion  at t h e  beginning. 
by them covered a la rge  range from 0.1 t o  1100 m2/g. 
i n t e r n a l  a r ea  was a t t r i b u t e d  t o  the  micropores, 10-50 A d i a .  

The sur face  a reas  o f  carbon inves t iga ted  
En a l l  cases ,  most o f  t h e  

Experimental 

A F isher  TGA apparatus (model 120P) was used in  t h e  present  inves t iga t ion .  Two 
coa l  samples (one from P i t t sbu rgh  seam and t h e  o ther  from I l l i n o i s  seam) and four  
char  samples derived from these  coa ls  under d i f f e r e n t  gas i f i ca t ion  schemes were investi-  
ga ted .  

To s t a r t  a run 15-30 mg. o f  coal or char p a r t i c l e s  o f  -35+60 mesh were placed i n  
t h e  platinum holder hanging from one arm of t h e  balance o f  t he  TGA. Af ter  f i x ing  the  
hangdown tube in  pos i t i on ,  t h e  system was f i r s t  evacu ated t o  about 20 nun Hg and then 
flushed with C02 a t  a flow r a t e  o f  about 200 ml./min. f o r  about two and a ha l f  hours. 
The o u t l e t  gas was analyzed by gas chromatograph t o  assure  t h a t  it is  a i r - f r e e .  
oven was preheated t o  the des i r ed  temperature. 
des i red  flow r a t e  (150 ml./min.) and t h e  furnace was quickly r a i sed  t o  a prefixed 
l eve l ,  t o  enclose t h e  hang-down tube. The weight and the  time de r iva t ive  of weight 
l o s s  of t he  sample and t h e  sample temperature were recorded continuously throughout the 
experiment. 

The 
The C 0 2  gas stream w a s  turned t o  the  

The porosity,  dens i ty ,  pore volume and pore s i z e  d i s t r i b u t i o n  o f  the  devola t i l i zed  

The pore s u r f a c e  a reas  and pore s i z e  d i s t r i b u t i o n  o f  t h e  samples have been 
chars and coals have been determined by mercury porosimetry using pressures  up t o  
50,000 p s i .  
determined by BET ni t rogen  adsorption method using NUMEC surface-area-apparatus,  model 
AfA4. 
v i sua l ly  observed, a t  s e v e r a l  s t ages  o f  t h e i r  conversions, by a scanning e lec t ron  
microscope up to  a magnification o f  6,000. 

Moreover, t h e  ac tua l  macropore matrix o f  a few of these  samples have been 

Experimental Results and Discussions 

Figure 1 is t h e  reproduction of two typ ica l  cha r t  recordings o f  t h e  weight loss  
In t h i s  f i gu re  the i n i t i a l  and the  r a t e  of weight l o s s  curves by t h e  TGA apparatus.  

peaks i n  the  r a t e  curves are due t o  t h e  very f a s t  pyro lys i s  s t age .  
t h e  second s tage  r eac t ion  begins which is comparatively slow and is  mostly C-C02 
reac t ion .  
t e n t s  of 95-98% on an a sh - f r ee  bas i s  f o r  a l l  t h e  s i x  samples. 

Af te r  t h i s  stage,  

The analyses o f  t h e  chars j u s t  a f t e r  t h e  pyro lys i s  s t age  show carbon con- 



Figure 1 a l so  shows an intermediate region, between t h e  two v e r t i c a l  l i n e s  a and b ,  
where not  only the  pyro lys i s  bu t  a l so  t h e  second s t age  char-CO2 reac t ion  is af fec ted  
by the  heating r a t e  o f  t h e  sample. The sample temperature versus time f o r  these  two 
cases a r e  shown i n  Figure 2 .  In these  experiments t h e  sample temperature i s  assumed 
t o  be iden t i ca l  with t h a t  recorded by an open thermocouple placed about 3 mm. from t h e  
sur face  of the reac t ing  so l id  sample. 
intermediate s tages  w i l l  obviously depend on the  sample heating r a t e .  Once the  sample 
a t t a i n s  equilibrium temperature (approximately wi th in  4 min. i n  the  present  ca se ) ,  t h e  
r e s t  of t he  process proceeds e s s e n t i a l l y  under isothermal condition. 

The r a t e  of g a s i f i c a t i o n  a t  t h e  first and 

A .  The F i r s t  Stage - Pyrolysis 

The r a t e  of gas i f i ca t ion  and t h e  f r a c t i o n  conversion due t o  pyro lys i s  a r e  shown 
for  four samples i n  Figure 2 .  The t o t a l  conversions obtained a t  t h i s  s t age  have 
been found to  be near ly  equal t o  the  v o l a t i l e  matter contents o f  the  chars and coals 
a s  determined by the  proximate analyses.  The conversion ( f )  i n  t h e  f i r s t  s t age  
(pyro lys i s )  i s  defined here a s  t h a t  conversion which is a t t a ined  a t  t h e  almost-constant 
weight period (the region between the  v e r t i c a l  l i n e s  a and b i n  Figure 2 ,  immediately 
a f t e r  t h e  rapid weight l o s s  a t  the  s t a r t  of t h e  process.  Such a constant-weight-period 
has been observed i n  almost a l l  cases. 
almost complete before a temperature of about 1500°F i s  reached, while t h e  char-C02 
reac t ion  is ins ign i f i can t  up t o  t h i s  temperature, a s  w i l l  be seen l a t e r .  

Figure 2 a l so  shows t h a t  the  py ro lys i s  i s  

The t o t a l  conversion ( f )  from t h e  pyro lys i s  s t age  increases  with the  increase  in  
temperature. However, t h i s  increase  (-1%) is not  apprec iab le ,  a t  a p a r t i c u l a r  heating 
r a t e ,  i n  t he  studied temperature range 1550-1975°F. 

Figure 3 shows the  e f f e c t  o f  sample heating r a t e  on t h e  r a t e  of py ro lys i s  of 
hydrane char #150. 
roughly proportional t o  t h e  average s lopes  o f  t h e  hea t ing  rate curves. 

I t  i s  noted t h a t  t he  peak he ights  of these  r a t e  curves a r e  

A Pyrolysis Model: 
involving a simple reac t ion .  
many complex s t eps ,  which i n  tu rn  vary from sample t o  sample and with t h e  conditions 
of pyro lys i s .  No simple model would, therefore ,  represent  t h i s  process completely. 
However, on an overa l l  bas i s  Wen e t . a l . ( l l )  proposed an Arrhenius type  equation a s  
follows : 

Pyrolysis cannot be considered a s  a s ing le - s t ep  process 
I t  occurs i n  s t ages  o r  as  "waves" of r eac t ions  involving 

Following t h i s  equation, a p lo t  of (dx /d t ) / ( f -x)  versus 1 /T has been made with t h e  
values of dx/dt,  f ,  x and T obtained from Figure 2 .  f i s  assumed cons tan t  i n  the  
s tud ied  temperature range. The p lo t  i s  shown i n  Figure 4 f o r  t h ree  char  samples. 
The f igu re  shows t h a t  no s ing le  s t r a i g h t  l i n e  can be drawn through t h e  po in t s  with 
ce r t a in ty .  This i s  p a r t l y  due t o  the  f a c t  t h a t  t he  process is s o  f a s t  t h a t  values 
of x,  dx/dt a t  any i n s t a n t  cannot be read  p rec i se ly  from such r a t e  and conversion 
curves shown i n  Figure 2 .  

Equation 1 has,  therefore ,  been t e s t ed  i n d i r e c t l y  by assigning a r b i t r a r y  values 
of A and B ( in  the ranges pred ic ted  by the  po in t s  i n  Figure 4) and see ing  whether t he  
r e s u l t i n g  values of x and dx/dt can match with the  experimental ones. Since tempera- 
t u r e  i s  changing with time i n  t h i s  region, t he  values of x have been determined a s  a 
function of time from t h e  following equation: 

t -B/RTdt 
-A o r  e . 

x = f [ l - e  1 
The evaluation of t he  i n t e g r a l  i n  t he  above equation has been done numerically from 
known values of temperature (T) as a function of time ( t ) .  The r a t e ,  dx/dt,  i s  next 
ca lcu la ted  from Equation 1. W i t h  A=2,500 cal/mole and B=20.0 min-l,  t h e  pr.edicted 
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conversion and r a t e  curves f o r  t h r e e  chars have been found t o  match t h e  experimental 
curves qu i t e  c lose ly ,  as i s  shown i n  Figure Sa. 
mental values fo r  d i f f e r e n t  heating r a t e s  a r e  shown in  Figure 5b. Calculations have 
been done only up t o  1.5 min. i n  order  t o  avoid t h e  poss ib l e  inf luence  of t h e  second 
s t age  process i n  t h e  subsequent per iod .  

The predic ted  curves and t h e  experi- 

The s t r a igh t  l i n e  drawn through t h e  experimental po in t s  i n  Figure 4 a r e  based on 
t h e  above values o f  A and B.  

Thus i f  t he  Arrhenius-type Equation 1 i s  assumed t o  approximate t h e  pyrolysis 
s tage ,  t h e  value o f  a c t i v a t i o n  energy becomes 2.5 Kcal/mole. 

8. The Second Stage - Char-Cop Reaction 

A s  has been mentioned e a r l i e r ,  the  rate of pyro lys i s  o r  t he  f i r s t  s t age  of char/ 

The remain- 
coal gas i f i ca t ion  i s  very rap id  and can be assumed near ly  complete, when an almost- 
constant-weight per iod  i s  a t t a ined  i n  t h e  weight-loss versus time curve. 
ing f r ac t ion  o f  t h e  s o l i d  r eac t s  slowly with C02 which is termed the  second s t age  of 
gas i f i ca t ion .  Although a small p a r t  of v o l a t i l e  matters may s t i l l  remains w i t h  t h i s  
f r ac t ion ,  t h i s  f r ac t ion  cons i s t s  e s s e n t i a l l y  of carbon (95-98%), and ash.  The ra te ,  
dx/dt, and conversion, x, a r e  based on t h e  r eac t ive  por t ion  of char,  which is  the 
weight o f  so l id  remaining a f t e r  t h e  f i r s t  s t age  l e s s  t h e  weight of ash,  and is  termed 
as the  base carbon. 

Before studying t h e  e f f e c t  o f  temperature the  e f f e c t s  o f  sample size, sample 
holder,  p a r t i c l e  s i z e  and gas (C02) flow r a t e  on char gas i f i ca t ion  r a t e  wereJexamined. 

Three kinds of sample holders of d i f f e r e n t  s i z e s  and shapes were t e s t ed  using 
d i f f e r e n t  mounts o f  samples placed on them. 
holder o f  diameter 8.5 mm. and depth 2 nun.,  holding 3.75 mg. o f  sample, (b) a cup- 
shaped holder o f  mouth diameter 8.5 mm. and depth 7 mm., holding 18.5 mg. of sample 
and (c )  a perforated cy l ind r i ca l  holder of diameter 6 mm. and depth 15 mm., holding 
35.02 mg. of sample. 
i n  t he  th ree  cases a t  a g a s i f i c a t i o n  temperature o f  1877OF and a gas flow r a t e  of 
150 ml/min. 
Gas flow r a t e s  were varied i n  the  range 42-210 ml/min., through the  r eac to r  tube of 
diameter 19 nun. 
the  gas i f i ca t ion  temperature of 1877'F. 
subsequent experiments. 
g ib l e  i n t r a p a r t i c l e  d i f fus ion  r e s i s t ance  up t o  a temperature of about 1800'F. 

They were (a) a shallow pe t r i -d i sh  type 

No s i g n i f i c a n t  d i f fe rence  was found between the  observed ra tes  

The cup-shaped sample holder was used i n  t h e  r e s t  of t he  experiments. 

No change i n  r a t e  was observed a t  flow r a t e s  above 70 ml/min., a t  
A f low-rate of 150 ml/min. was chosen fo r  

P a r t i c l e  s i z e  se l ec t ed  was -35+60 mesh, which showed negli-  

Figures 6-11 show t h e  r a t e  versus  conversion curves as a function o f  temperature 
for  t h e  s i x  d i f f e r e n t  samples s tud ied .  
t e n t  o f  t h e  chars a t  t h e  f r a c t i o n  conversions ind ica ted .  

These f igu res  a l s o  show the  base carbon con- 

The experiments were conducted up t o  t h e  complete conversions of t h e  samples, 
except a t  lower temperatures where r a t e s  were extremely slow. 

The Figures 6-11 c l e a r l y  show t h a t  every sample has its own c h a r a c t e r i s t i c  
rate-conversion curve. 
(and passing through the  o r ig in )  without s i g n i f i c a n t  e r r o r .  However, f o r  the  
o ther  samplesthis i s  not  t r u e .  
steady up t o  c e r t a i n  conversion l eve l s ,  a f t e r  which they dec l ine .  
coa l ,  rate-conversion curves show maxima a t  lower temperatures. 

For Hydrane Char #49, t h e  curves can be considered l i nea r  

Again f o r  Hydrane Char #150, the  r a t e s  a r e  almost 
For Pittsburgh 

I t  i s  a l so  noted t h a t  f o r  t h e  P i t t sburgh  coal and f o r  the  Hydrane Char #150, 
t he  na tu re  of t h e  curves changes a l s o  with temperature. 
c l e a r l y  i n  Figure 1 2 ,  where the  rates a r e  normalized with respect t o  t h e  r a t e s  
observed a t  208 conversion leve l  and p lo t t ed  aga ins t  conversion. 
curve shows a maximum a t  lower temperatures only. 

This change is  shown more 

The rate-conversion 
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The var ie ty  of rate-conversion curves i s  due t o  the  f a c t  t h a t  d i f f e r e n t  coal/char 
samples vary g rea t ly  from one another with respec t  t o  t h e i r  pore s t ruc tu res  and the  
change of such pore s t ruc tu res  with conversion and temperature. 
phenomena, a term "a" i s  introduced i n t o  the  r a t e  equation, which r ep resen t s  t h e  
r e l a t i v e  ava i lab le  pore sur face  area and i s  defined as  follows: 

To account for  such 

Available pore sur face  a rea  per  un i t  volume a t  any 

I n i t i a l  ava i l ab le  pore sur face  a rea  per un i t  volume 
a = s t age  of conversion 

I 
1 

The value of "a" var ies  with conversion and temperature. Ignoring t h e  e f f e c t  of 
temperature, t he  change of "a" with conversion, x, can be f i t t e d  in to  a func t ion ,  , up t o  x approaching uni ty ,  as  follows: 

i a = 1 2 100 xvB .-fix O j v < l  3) 
1 

In t h i s  Equation v and B a r e  t h e  physical parameters c h a r a c t e r i s t i c  of a given coal 
or  char.  The value of v i nd ica t e s  t he  conversion x a t  which the  r e l a t i v e  ava i l ab le  
sur face  a rea  reaches the  maximum o r  minimum value.  According t o  t h i s  equation the  
r e l a t i v e  ava i lab le  pore sur face  a rea  o f  the  p a r t i c l e s  may increase ,  decrease o r  may 
show a maximum o r  minimum as t h e  reac t ion  proceeds, according t o  the  s ign  (+ o r  -) 
used i n  Equation 3 .  Since a d r a s t i c  change i n  sur face  area and pore s i z e  would take 
p lace  a t  the  very end approaching complete conversion, the  above Equation should not 
be applied beyond x > 0.9. 

i 

1, 
I' 
f 

Therefore, the  r a t e  of disappearance o f  char due t o  C02 reac t ion ,  f o r  chemical 
reac t ion  control,  may be expressed as  

kV 
Arrhenius-type temperature dependence i s  assumed f o r  t h e  r a t e  cons tan t ,  

according t o  the  following equation: 

5 )  
-E/RT k = k  e v v  

In Figure 13, (dx/dt)/CA(l-x) a t  x = 0.2 a r e  p lo t t ed  aga ins t  1 / ~ .  
and the  ac t iva t ion  energy E a r e  determined from t h i s  p l o t .  This Figure shows t h a t  
the  r a t e s  ( a t  20% conversion l eve l )  of I l l i n o i s  seam Coal #6 and the  th ree  chars  
obtained from I l l i n o i s  seam coal a r e  s i g n i f i c a n t l y  higher than those o f  P i t t sburgh  
seam coal and the  Hydrane Char #150 obtained from the  Pit tsburgh seam. 

The values o f  akvo 

Among the four I l l i n o i s  coa l  and chars,  Synthane Char # 1 2 2  appears t o  be t h e  
most reac t ive ,  although the  d i f fe rence  i n  r e a c t i v i t y  is not l a rge .  

The ac t iva t ion  energy, E ,  i s  found t o  be 59.26 Kcal/more f o r  a l l  coa ls  and chars.  

Equation 4 i s  appl icable  only when the  chemical r eac t ion  r a t e  con t ro l s  t he  pro- 
cess .  A t  higher temperature, however, d i f fus ion  r e s i s t ance  within t h e  s o l i d  p a r t i c l e s  
may become appreciable and therefore ,  an e f fec t iveness  f ac to r  must be introduced f o r  
such cases.  Effectiveness f ac to r ,  n ,  i s  defined here as  follows: 



108 

I f  t h e  change i n  e f f e c t i v e  d i f f u s i v i t y ,  De, during reac t ion  i s  assumed negl ig ib le ,  
Equation 6 can be solved by appropr ia te  boundary conditions as follows: 

where M = @vo [ ( l - x ) a ]  1 /2  

For chemical r eac t ion  con t ro l ,  @vo = 0. 
in f luence  of i n t r a p a r t i c l e  d i f fus ion  i s  expressed as 

Thus, t h e  r a t e  o f  gas i f i ca t ion  with the  

Using the  r a t e  expression shown by Equation 8, the  conversions a r e  calculated 
f o r  a l l  t h e  chars and coa l s  t e s t ed .  
observed from experimentation i n  Figures 6-11. The values of kv , u, B and @ used 
i n  these  ca l cu la t ions  are given i n  Table I .  The ca lcu la ted  r a t e g  agree c lose ly  with 
experimental r a t e s  except t h a t  f o r  Pit tsburgh coal a t  higher temperatures. This may 
p a r t l y  be  due t o  t h e  following reason. In  con t r a s t  t o  t h e  other coals and chars,  
t he  P i t t sburgh  coal i s  a h ighly  caking coal having a swelling index of 8 . 5 .  These 
p a r t i c l e s  (-35+60 mesh) swell  up t o  a considerable volume and agglomerate i n t o  a 
s ing le  lump during t h e  py ro lys i s  s t age .  The whole sample ( -20 mg) i s  thus glued 
toge ther  and r e a c t s  as a s i n g l e  p a r t i c l e  of a considerably l a rge r  diameter.  The 
change o f  poros i ty  and hence the  e f f e c t i v e  d i f f u s i v i t y  i n  such a p a r t i c l e ,  as a 
function of conversion, may be  appreciable devia t ing  from assumptions made i n  the  
development of Equation 8.  

The ca lcu la ted  r a t e s  a r e  compared with those 

As i s  ind ica ted  by Table I ,  t h e  ava i l ab le  sur face  a rea  change with conversion 
is independent of temperature,  i n  t h e  s tud ied  range, f o r  t he  I l l i n o i s  seam coal and 
chars.  However, f o r  the  P i t t sburgh  seam coal  and char t h i s  change i s  a function of 
temperature. 
sur face  area appears t o  b e  less a t  higher temperature, f o r  a p a r t i c u l a r  conversion 
l eve l .  

For t h e  P i t t sburgh  seam coal and char t he  increase  of ava i l ab le  

Figure 14 shows how t h e  r e l a t i v e  ava i l ab le  pore sur face  a rea  "a" o f  t h e  pa r t i c l e s  
changes with conversion f o r  d i f f e r e n t  samples, i n  t he  temperature range 1600-1800°F. 

Pore Charac t e r i s t i c s  of t h e  Coal and Char Samples 

The pore s t r u c t u r e s  o f  Synthane Char #122, Hydrane Char #49, Hydrane Char #150 
and Pittsburgh HVab coal have been observed through a scanning e l ec t ron  microscope, 
a t  severa l  s tages  o f  t h e i r  conversions i n  the  range x = 0 - 1. 
taken a t  severa l  magnifications (up t o  a maximum of  6,000) show t h a t ,  as t h e  
reac t ion  proceeds, t h e  pores i n i t i a l l y  of a few microns (2-10 u )  i n  diameter,  grow 
i n  s i z e  and bigger c a v i t i e s  a r e  formed by the  co l lapse  of the  s o l i d  l inkage between 
the  adjoining pore.  
remain p rac t i ca l ly  unchanged (except for  t he  high swelling P i t t sburgh  seam coal)  
up t o  a conversion o f  about 80%. 
i n t o  smaller f r a c t i o n s  a s  t he  r eac t ion  proceeds fu r the r .  

and t h e  po ros i t i e s  of t h e  devo la t i l i zed  samples as determined by t h e  mercury penetra- 
t i o n  method on a Micromerit ics '  Model 905 0 - 50,000 p s i a  Porosimeter. 

The photographs 

The dimension of t he  s o l i d  p a r t i c l e s  have been observed t o  

The highly porous matrix o f  t h e  s o l i d  d is in tegra tes  

Table I 1  shows t h e  net  pore volumes, volume-average pore diameters,  dens i t ies  

The average 
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TABLE I PHYSICAL AND RATE PARAMETERS USED I N  CALCULATION FOR THE COAL AND CHAR SAMPLES 

Sample kvox1~-15, cm3/mole-min. Temperature v 6 'vo 

IGT Char #HT155 0.113 1657-1922'F 0.75 5 . 5  0 
(from I l l i n o i s  
Coal #6) 

Hydrane Char #49 0.123 1578-1538'F 0.75 10.0 0 
(from I l l i n o i s  
Coal #6) 

Synthane Char #122 
(from I l l i n o i s  
Coal #6) 

I l l i n o i s  Coal #6 

Hydrane Char #150 
(from Pittsburgh 
HVab Coal) 

P i t t sburgh  HVab 
Coal 

0.136 

0.120 

0.0670 

0.0536 

1565-1972'F 0.75 6 .0  0 

1569-1938°F 0.75 6 .0  0 

1623OF 1 .0  4 .4  0 
1688OF 1.0 4.4 0 
1794°F 1.0 4.7 0 
1875OF 1 .0  5.0 2.5 
1965°F 1 . 0  5.5 4 . 2  

1682'F 0.6 5.0 0 
1742'F 0.6 5 .0  0 
1778OF 0 . 6  5.5 0 
1888OF 0.6 10.0 3.0 
195Z°F 0.6 10.0 4.2 

TABLE 11. PORE CHARACTERISTICS OF COALS AND CHARS 

Proper t ies  Measured By Mercury P rope r t i e s  Measured 
Porosimetry by BET Method 

Volume Surface 
Net Average Average 

Pore Pore Surface Micropore 
Devolati l ized Volume Diameter Density Area Diametpr, 

S amp 1 e s  (cc/g) (11) (g/cc.) Poros i ty  (m2/g) aPs, (A) 

IGT Char #155 0.9200 9.2 1.54 0.767 423.87 11.61 
Hydrane Char #49 1.0344 2.3 1.43 0.765 171.69 22.34 
Synthane Char #122 2.1978 8.8 1.31 0.864 280.94 18.34 
I l l i n o i s  Coal #6 2.6522 9.2 1.71 0.809 26.05 -- 
Hydrane Char #150 0.6463 2.4 1.53 0.655 18.04 106.00 
Pittsburgh HVab Coal -- -- 2 . 1 1  -- 29.97 -- 
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pore diameters determined by t h i s  method agrees well  with those observed by the 
scanning e lec t ron  microscope. 

Table I1 a l s o  shows the  pore sur face  a reas  and t h e  surface-average micro-pore 
diameters of devo la t i l i zed  coa l  and char samples a s  determined by t h e  BET nitrogen 
adsorption method. The surface-average micropore diameters (d ) have been calcu- 
l a t ed  from the  measured micropore s i z e  d i s t r ibu t ion ,  accordingP?o t h e  equation. 

where AAp is t h e  su r face  a rea  occupied by the  micropores o f  diameter d 
is the  t o t a l  sur face  a r e a  of t h e  so l id .  

These measurements show t h a t  although the  bulk of void volumes o f  these  coa ls  and 
chars a r e  occupied by comparatively la rge  pores,  severa l  microns i n  diameter, almost 
a l l  t h e  sur face  areas determined by BET method a r e  occupied by micropores, below 
100-200 1 i n  diameter. 

and A 
PS P 

Reac t iv i ty  of coal/char can be  charac te r ized  by i ts  i n t r i n s i c  r a t e  constant for 
t he  second s t age  r eac t ion ,  kv . The values o f  kv ( l i s t e d  i n  Table I )  apparently 
show no d i r e c t  r e l a t i o n s h i p  wyth t h e  measured por& sur face  a reas .  
areas and pore size d i s t r i b u t i o n  curves, however, show t h a t  higher sur face  areas are 
caused by the l a r g e r  number o f  smaller pores. 
and char  samples s tud ied ,  only the  f r ac t ionoof  sur face  a rea  which is occupied by 
pores having diameter more than  about 27.5 A i s  ava i l ab le  f o r  reac t ion  with COz.  
The t a b l e  below shows t h e  sur face  a reas  covered by pores bigger than 27.5 A ,  the  
t o t a l  sur face  a reas  and t h e  values o f  kv 

The pore surface 

Calculations show t h a t  f o r  t h e  coal 

f o r  four chars .  

kvoxlO- 15 Tota l  2 Surface  Area (m /g) 

3 Covered by Pgres Bigger Surface 
Sample Than 27.5 A i n  d i a .  a r ea  (m2/g) cm /mole.min. 

Hydrane Char #150 18.75 
IGT Char #HT155 25.43 
Hydrane Char #49 34.42 
Synthane Char # 1 2 2  38.06 

18.75 0.0670 
423.87 0.113 
171.69 0.123 
280.87 0.136 

The r e a c t i v i t i e s  areofound t o  be  almost propor t iona l  t o  the  sur face  areas occupied 
by pores above 27.5 A i n  diameter. 

Conclusions 

Gas i f ica t ion  o f  coa l /char  i n  CO2 atmosphere can be divided i n t o  two s tages ,  the 
f irst  s t a g e  due t o  py ro lys i s  and t h e  second s t age  due t o  char-CO2 reac t ion .  
i n  the  f i rs t  s t age  i s  mainly a function o f  t h e  v o l a t i l e  matter content of t h e  char/ 
coal and the  r a t e  o f  hea t ing .  
Arrhenius type expression (Equation 1) with an a c t i v a t i o n  energy of about 2.5 
Kcal/mole. 

Reactivity 

The r a t e  o f  pyro lys i s  can be approximated by an 

Reac t iv i ty  of a char  i n  t h e  second s t age  char-CO2 reac t ion ,  i s  found t o  depend 
more on i t s  coa l  seam than  on the  gas i f i ca t ion  scheme used for i t s  production. 
char/coal sample is found t o  have i t s  own c h a r a c t e r i s t i c  r a t e  curve. The d i f f e ren t  
r a t e  c h a r a c t e r i s t i c s  of coals  and chars a r e  apparently due t o  the  d i f f e rence  in  
t h e i r  pore  c h a r a c t e r i s t i c s ,  which again change with conversion and temperature. 

Each 
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A parameter, t h a t  represents  t he  change i n  ava i l ab le  pore sur face  a reas  of t h e  
p a r t i c l e s  during r eac t ion ,  i s  introduced i n t o  the  r a t e  equation t o  account f o r  the  
rate-conversion curves. 
t h e  observed r a t e s .  

The ca lcu la ted  r a t e s  a r e  found t o  agree q u i t e  well w i t h  

The r a t e  of char-CO2 reac t ion  i s  found t o  have no d i r e c t  r e l a t i o n  with t h e  
t o t a l  sur face  a rea  of t he  pores.  
t o t a l  sur face  area which is occupied by pores above a c e r t a i n  diameter is ava i l ab le  
f o r  reac t ions .  

The study ind ica t e s  t h a t  only a f r a c t i o n  of the  

No t a t  ion 

A 

CA 

Pyrolysis r a t e  constant,  ljmin 
Pore sur face  a rea ,  m2/g 
Activation energy of pyro lys i s ,  cal/cmole 
Concentration of gas; CAS t h a t  a t  t he  outs ide  sur face  of  s o l i d ,  
mol e jcm3 
I n i t i a l  s o l i d  concentration, mole/cm 
Effec t ive  d i f f u s i v i t y ,  cm2/min 
Micropore diameter; dPs sur face  average micropore diameter,  
Total  f r ac t ion  conversion due t o  pyro lys i s  
Second s t age  reac t ion  r a t e  cons tan ts ,  cm3/mole.min 
Gas constant,  cal/mole.OR 
Radius o f  s o l i d  p a r t i c l e ;  ro i n i t i a l  rad ius ,  cm 
Temperature, O R  

Time, min. 
Fraction conversion of s o l i d  
Physical parameters of t h e  s o l i d  defined i n  Equation 3 

3 
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Fig. 1 Reproduction o f  Two ?)pica1 
Chart Recordings o f  t h e  Weight Loss 
and Rate of Weight Loss Curves 
1--Hydrane Char #150, 2--Hydrane Char 
#49, Temperature: 1875'F. 
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Fig. 3 Ef fec t  o f  Sample Heating 
Rate on the  Pyro lys is  o f  Hydrane 
Char #150, Sample s i z e :  18.30 mg. 

. 

._ -- 

Ffg. 2 Typical Rate and Conver- 
saon Curves f o r  t h e  Pyrolysis of 
Coal and Chars, 
----Conversion Versus Time 

-Rate Versus Time Curve 
Curve 

Temperature Versus Time 
Curve 

I--Hydrane Char #150, 2--Hydrane 
Char #49, 3--Synthane Char #122. 
4 - - I l l i n o i s  Coal #6. 
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Fig:S Calculated (-) and Experimental 

(a) For Different Char Samples: 1-Hydrane 
Char #150, 2-Synthane Char #122, 3-Hydrane 
Char #49; 
(b) For Different Heating Rates f o r  
Hydrane Char #150: The numbers 1, 2 and 3 
correspond t o  t he  heating rate curves 
shown i n  Fig. 3. 

(---- ) Rate and Conversion Curves, 

Fig. 7 Gasi f ica t ion  o f  
Synthane Char #122, Rate 
Versus Conversion Based on 
Bas e-Carbon 
- - - -  Calculated Rates. 

Fig. 6 Gas i f ica t ion  o f  Hydrane 
Char #49, Rate Versus Conversion 
Based on Base-Carbon 
- -__ Calculated Rates. 

%ig .  8 Gas i f ica t ion  of Fig. 9 Gas i f ica t ion  of 
IGT Char fHT155, Rate I l l i n o i s  Coal # 6 ,  Rate 
Versus Conversion Based Versus Conversion Based on 
on Base-Carbon Base-Carbon 
---_ Calculated Rates. ----Calculated Rates. 
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Fig. 10 Gas i f ica t ion  o f  Hydrane 
Char #150, Rate Versus Conver- 
s ion  Based on Base-Carbon 
---- Calculated Rates. 
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Fig. 11 Gas i f ica t ion  of Fig. 12 Normalized Rates 
Pit tsburgh HVab Coal, Rate Versus Conversions fo r  
Versus Conversion Based on Pi t t sburgh  HVab Coal. 
Base-Carbon 
---- Calculated Rates. 

Fig. 13 Arrhenius P lo ts  f o r  Gas i f ica t ion  of Coals 
and Chars 
0 I l l i n o i s  Coal #6 A Hydrane Char #49 
0 Synthane Char #1?2 0 IGT Char #HT155 
X Pi t t sburgh  HVab Coal A Hydrane Char #150 

'I 1 -  

Fig. 14 Relative Available Surface 
Area Versus Conversion 
1. Hydrane Char #150 
2 .  P i t t sburgh  HVab Coal 
3. IGC Char #HT155 
4 .  

5. Hydrane Char #49. 

I l l i n o i s  Coal #6 & Synthane Char 
#122 

I 
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INTRODUCTION 

During the current  e f f o r t s ,  two bas ic  pr inc ip les  f o r  coal pas i f ica t ion  have 
One is t h e  production of synthesis  gas by react inp the  coal  with been advanced. 

steam under the addi t ion of heat. 
n a t u r a l  gas, a methanation s t e p  is necessary a f t e r  the proper r a t i o  of carbon 
dioxide and hydrogen has been establ ished by a water pas s h i f t  react ion.  The 
methanation is  highly exothermic. 
temperature (400' C) ,  i t s  heat cannot be used (L). 
hydrogenate the coal  d i r e c t l y  under high pressure t o  obtain methane. 
is more e f f i c i e n t  because i t  e l i u h a t e s  the methanation s tep .  
d i r e c t  hydrogasification does not  e l i r i n a t e  the methanation completely, because 
t h e  presence of some hydrogen in the  product gas (15 t o  2 0  pct)  cannot be avoided; 
however, the  methanation requirements a r e  considerably less. 

I f  t h i s  pas should be upgraded t o  replace 

But s ince  i t  has t o  be executed a t  a moderate 
The other  p o s s i b i l i t y  i s  t o  

This method 
In the  r e a l  case, 

TQe HYDRANE process (2) uses the  hydrogenation approach and is desipned t o  
gas i fy  caking coal without pretreatment by p a r t i a l  oxidation. 
of t h e  coal  w i l l  b e  removed by feeding the raw coal  i n t o  a dilute-phase reac tor ,  
in which t h e  coal  f a l l s  f ree ly  i n  contact with a hot  gas r i x t u r e  of hydrogen and 
methane. 
excessive agglomeration of the  coal  p a r t i c l e s  can be avoided. After  t h e  coal  has 
been devolat i l ized and p a r t l y  hydrogasified in the  d i l u t e  phase reac tor ,  i t  e n t e r s  
a second s tage,  which is a f l u i d  bed reactor .  In t h i s  s tage ,  t h e  s o l i d s  w i l l  be 
hydrogasified i n  a hydrogen atmosphere a t  approximately 900' C and under a pressure 
of 70 atm. The gas fed t o  t h e  f l u i d  bed reactor  is pure hydrogen; the  pas leaving 
t h i s  s tage  contains approximately 46 pct methane. This mixture is fed t o  t h e  f r e e  
f a l l  s tage,  where t h e  hydrogen-to-methane conversion w i l l  continue i n  presence of 
the  d i l u t e  sol ids  phase. 

The cakinp property 

I f  the coa l  is heated rapidly through t h e  p l a s t i c  s tape  (400" C t o  700' C) 

Though the t o t a l  carbon content of the  coal could be pasif ied i n  the  f lu id ized  
bed s tage,  i t  is more e f f i c i e n t  t o  hydropenate the  coal only p a r t i a l l y ,  and t o  use the 
remaining char f o r  the production of the necessary hydrogen. In  t h i s  case, the  char 
leaving the  f l u i d  bed w i l l  be fed i n t o  a g a s i f i e r ,  i n  which, by adding steam and 
oxygen, t h e  char w i l l  be converted i n t o  hydrogen r ich  synthesis  gas. 

Tests have been rrade on HYDRANE char t o  obtain k i n e t i c  information concerning 
the  water gas react ion (react ion with steam). 
char  re jected from the  f l u i d  bed s tage  of the process development u n i t  a t  the  ERDA 
Energy Research Center i n  Pittsburgh. This char contains approximately 50 p c t  of 
t h e  i n i t i a l  carbon content of  t h e  r a w  coal. 

Pr inc ipa l  Reactions and Kinetics 

By HYDRANE char we mean the  res idua l  

The overal l  chemical react ion t o  be studied is 

H20 + Char -> Hp + CO + C o p  + Ash 1) 

This is a mult is tep react ion which , accordinp t o  (2) and (5) arrong o thers ,  can be 
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separated i n t o  t h e  following p r inc ipa l  processes (Cf denotes a f r e e  reaction s i te  and 
C an  oxidized r eac t ion  site at  t h e  carbon surface).  

I 

I 

k2 
H p 0  + Cf <-> Hp + Co 

k; 
k3 

co -> co + YCf 

I n  addition, there  is  a competing oxygen exchange reaction 

kl 
c02 + Cf <-> co + co 

k: 
4) 

The parameter y i n  r eac t ion  (3) is assumed t o  be unity. 
ca t ion  r a t e  w i l l  be maintained; a new ac t ive  s i t e  is generated with each carbon atom 
gasif ied.  
carbon s i t e s  ava i l ab le  f o r  oxidat ion depends on the  de t a i l ed  s t r u c t u r e  of the surface,  
i n  addi t ion to the surface area (5, a, 2, m). Since the char we a r e  dealing with 
is very porous, we can assume t h a t  the geometrical surface area o f  t he  p a r t i c l e s  can 
be neglected compared t o  t h e  i n t e r n a l  surface area,  i.e.,. the avai lable  surface area 
i s  proportional t o  t h e  t o t a l  amount of so l id s  i n  the r eac to r  and independent of the 
s i z e  and shape of t h e  p a r t i c l e s .  

In t h i s  case a steady gasif i -  

The experimental r e s u l t s  tend t o  confirm t h i s  assumption. The number of 

0 

Denote the f r ac t ion  of the carbon atoms which can be oxidized (i.e., a c t ive  s i t e s )  
by ’ 

Number of ac t ive  sites 
‘t = Total number of carbon a t o m  

which i s  a s smed  t o  be a constant.  
and of the oxidized si tes,  Cos follow the r e l a t i o n  

Then the f r ac t ion  of t he  ac t ive  f r e e  sites, C f ,  

C t  - Cf + co 5) 

Reaction (3) represents  the actual gas i f i ca t ion  step. The gas i f i ca t ion  r a t e  - 
dn/dt,  i n  ml/s is  

dn 
d t  - - I =  Nc * kgCon 

n is the  number of carbon atoms present.  

The r a t e  constant kg has  the dimension: 

moles gasified/second 
moles of carbon present 

From Equation 6 i t  is easy t o  determine the quant i ty  k3Co 

k3Co = ( U t )  I n  (no/n(t)  1, 7) 

where t i s  the  residence t i m e  of t h e  char,  and n ( t )  is the remaining amount of carbon 
i n  the  reactor  a f t e r  time t. 
no t  known. 

The f r ac t iona l  concentration of oxidized si tes,  Co, i s  
It depends on t h e  rates of the oxygen exchange reactions.  
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For experimental purposes we can simplify the  system of reac t ions  described above 
by reac t ing  char with carbon dioxide without t h e  presence of steam. 
r e a c t i v i t y ,  k3C0, can be determined by measuring the amount of s o l i d s  converted t o  gas. 
In  addi t ion,  t h e  equilibrium value of Co approaches very closely t h a t  of Ct  if the 
amount of carbon monoxide generated is  small cmpared t o  t h e  carbon dioxide present ;  
i n  t h i s  case almost a l l  a c t i v e  sites a r e  oxidized. 
by analyzing react ions (3)  and ( 4 ) .  

The gas i f ica t ion  

This can be v e r i f i e d  theore t ica l ly  

c and Cco are t h e  concentrations of CO and C O  respect ively.  A t  t h e  high pressures  

of i n t e r e s t ,  t h e  oxygen exchange react ions are very f a s t  compared t o  t h e  gas i f ica t ion  
reac t ion  (10). Therefore, the  last term of Equation 7 can be dropped. I n  the  steady 
s t a t e  dCo/dt = 0. Eliminating t h e  number of f r e e  sites and expressing i t  i n  terms of 
the  t o t a l  number of a c t i v e  sites Cf = C t  - Co, we obta in  

CO2 2 

Ct co - l + t  
K1 

9 )  

where K1 = kl/k;, and x = Cco/Cco2. 

Experimental Outl ine 

The experimental system used i n  t h i s  study is bas ica l ly  t h e  same which has been 
used by S .  Friedman e t  al. (11) (see f igure 1) .  
of feed gas was maintained, which kept t h e  char i n  a f lu id ized  state. 
(up t o  70 atm) w a s  maintained by t h e  supply cyl inders ,  and in  case of water, by 
pressurizing the  water reservoi r  with helium. The gas flow was control led with 
needle  valves and flowmeters before the  gas entered the  reactor .  
necessary t o  maintain a uniform temperature p r o f i l e  along t h e  reactor .  
w a s  heated by d i r e c t  res i s tance  heat ing,  i n  which the reac tor  vesse l  served as the  
heat ing element. The heat ing current  of up t o  700A w a s  supplied with a stepdown 
transfoxmer, whose primary vol tage could be controlled. 
flowed through a steam t r a p  before  i t  was depressurized. 
kept the pressure i n  t h e  system constant. 
were made t o  take per iodica l  gas samples f o r  chemical analysis .  

I n  our  appl icat ion a constant  flow 
The pressure 

A preheater  w a s  
The reac tor  

The gas leaving t h e  reac tor  
A back pressure regulator  

The gas was metered and f l a r e d .  Provisions 

The reactor  ( f igure  2) consis ted of a 1.78 m long s t a i n l e s s  steel tubing with 
an inner  diameter of 0.8 cm (5/16") and a wall thickness of 0.4 cm. Two disks  of 
porous s t a i n l e s s  s t e e l  confined the  char sample within the react ion zone, which was 
1 m long. In t h e  non-fluidized s t a t e  a charpe of 5 g occupies ha l f  of t h e  react ion 
zone. A 
new tube had t o  be provided f o r  each experiment. The temperature w a s  monitored with 
four  chromel-alumel thermocouples peened in to  the  tube wall. A t  the  b o t t o r  of the  
s t a i n l e s s  s t e e l  tube, a preheater  i n  form of a ceramic rod containing a heat ing wire 
ra i sed  the  feed gas temperature. 

The porous disks  were kept i n  place by pinching the  tube from t h e  outside. 

For t h e  steam experi.ments, t h i s  preheater  was  not  s u f f i c i e n t  t o  vaporize the  
water completely. 
wrapped around the water feed l i n e  t o  keep the  temperature above the boi l ing  poin t  
of t h e  water a t  the  pressure of the experirrent. 
and e x i t  of the  reac tor  allowed t h e  temperatures t o  be checked t o  assure  t h a t  no 
condensation has occurred. 

Therefore, i n  addi t ion t o  t h e  preheater ,  heating tapes  were 

Extra thermocouples a t  t h e  i n l e t  
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Experimental Procedures 

A l l  experiments have been car r ied  out  isothermally a t  constant  pressure. For 
t h e  experiments wi th  carbon dioxide and char, the reac tor  has been heated up rapidly 
a f t e r  t h e  proper gas  flow has been establ ished.  
than a minute, with t h e  run l a s t i n g  between 20 minutes and 4 hours. 
of the experiment, the  hea t  wa8 turned o f f ,  and t h e  reac tor  quenched with water. The 
procedure f o r  the  steam-char experiments w a s  d i f fe ren t .  
i z e d  with helium, then h e a t  was applied. After  the proper temperature has  been 
reached, t h e  water flow w a s  s ta r ted .  A t  t h e  conclusion of the  run, t h e  water was 
turned o f f ,  and replaced w i t h  a flow of dry ni t rogen i n  order  t o  remove a l l  of  the  
steam. 
w a s  necessary t o  avoid t h e  condensation of water i n  the  reactor .  
has  been cooled t o  room temperature, the s t a i n l e s s  steel rod was  cu t  i n  t h e  middle 
t o  r e t r i e v e  t h e  residual s o l i d s ,  which were weighed and analyzed f o r  their carbon 
contents. 

The heat-up t i m e  w a s  always l e s s  
A t  t h e  conclusion 

The system was f i r s t  pressur- 

- 
The reac tor  w a s  slowly cooled and eventually gradually depressurized. This 

Af te r  t h e  reac tor  

Care has been taken t o  prevent a bui ld  up of t h e  product gas concentration near 
t h e  p a r t i c l e  surface.  
exchange reactions. 
e f f e c t  had t o  be l a r g e r  than 40 u n / s  f o r  t h e  carbon dioxide experiments, while  f o r  
t h e  steam experiments, a v e l o c i t y  of 15 cm/s was s u f f i c i e n t .  This probably can be 
explained with the  high d i f f u s i v i t y  of hydrogen, which is t h e  p r i n c i p a l  product of 
t h e  steam - char react ion.  
approximately 6 times t h a t  of t h e  CO2 - CO system (12). 

This would unduly favor t h e  back reac t ion  of t h e  oxygen 
Tests showed t h a t  the  s u p e r f i c i a l  gas ve loc i ty  t o  avoid t h i s  

The binary gas d i f f u s i v i t y  of t h e  H 2 0  - H2 system is 

1 Resul t s  

1 

t 

An analysis  of t h e  char used f o r  most of the experiments i s  given i n  Table 1. 
This  represents  t h e  averaged data  and t h e i r  standard deviat ion errors from eight  
ind iv idua l  analyses. The batch of char HY-13, from which these samples were taken, 
was always carefu l ly  mixed before  a sample was withdrawn. A s  can be seen, t h e  only 
major components are carbon and ash. 
has been used; this is discussed below. I In  a few cases char from a d i f f e r e n t  source 

Carbon dioxide - char  reactions: 

Since t h e  carbon dioxide - char reac t ion  experiments are less complicated 

'i and easier t o  analyze than the steam - char react ions,  they have been carr ied 
o u t  f i r s t .  The temperature ranged from 
750' C t o  900' C. 
feed gas w a s  a mixture of carbon dioxide and helium. In most cases t h e  r a t i o  was 1 
p a r t  helium t o  10 p a r t s  carbon dioxide. The p a r t i a l  pressure of the  carbon dioxide 
is  given i n  column 3. 
f o r  most tests w a 6  kept  between 0.4 and 0.6 m / s  (column 4),  requir ing a gas 

conversions, such t h a t  more than 99 p c t  of t h e  e f f l u e n t  gas  cons is t s  of carbon 
dioxide and helium. 
(<0.5%). 
gives  the f r a c t i o n  o f  the  re t r ieved  s o l i d s  by weight ( i .e . ,  X - weight of  residual 
solids/weight of  charge). 
by chemical ana lys i s  of  the  charge and of t h e  residue and is l i s t e d  i n  column 7 
( i . e . ,  Y * mass of carbon i n  t h e  residuum/mass of carbon i n  t h e  charge). 
3 t h e  quant i ty  Y is p l o t t e d  versus X. 
from s t e m  experiments. 
t h e  abscissa  a t  0.32, which corresponds t o  t h e  ash content of the  o r i g i n a l  char 
(see Table 1) .  

1 
A l l  p e r t i n e n t  da ta  are l i s t e d  i n  Table 2. 

The pressure was usual ly  35 a t m ,  and twice i t  was 18 atm. The 

The feed was adjusted such t h a t  the  l i n e a r  gas veloci ty  

f l o w  of up t o  0.010 molls ;  t h i s  is a very high gas feed compared t o  the  ac tua l  !I 

The carbon monoxide production was almost n o t  measurable 
Column 6 However, the so l ids  and carbon conversion w a s  determined. 

The f r a c t i o n  of t h e  re t r ieved  carbon has been determined 

In f igure 
The graph a l s o  contains  point8 obtained 

A l l  po in ts  are sca t te red  around a s t r a i g h t  l i n e  intersect ing 

One can conclude t h a t ,  while the ash remains completely i n e r t ,  t h e  
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non-ash Components, which consis t  t o  97 pc t  of carbon, a r e  gas i f ied  at t h e  same 
rate a s  the  f ixed carbon. This observation allows t o  ca lcu la te  the  carbon conversion 
from the  t o t a l  mass l o s s ,  which i s  determined by weighing and therefore  many 
times more accurate  than a chenical  analysis  of the  res idua l  so l ids .  
f r a c t i o n a l  carbon conversion (equivalent t o  t h e  quant i ty  Y i n  Table 2)  can be 
expressed as 

The 

x - CA 

l - c A '  Y = -  10) 

where CA is the  f r a c t i o n a l  ash content of the  charge. 
i n  column 8 of Table 2 i s  calculated according t o  Equations 7 and 10 

The reac t ion  constant 

1 - CA 
B = + - I ~ -  x - CA 

res 

where tr i s  t h e  residence t i m e  given i n  column 5 of Table 2. The r e s u l t s  
show t h a t  the  carbon conversion i s  a f i r s t  order  process with regard t o  the 
carbon present. Figure 4 shows no systematic re la t ionship  between t h e  r a t e  
constant  a s  defined i n  Equation 7 and the  mass loss .  The Arrhenius 
p l o t  i n  f igure  5 shows t h a t  t h e  process is  a l s o  of 0th order  with regard t o  
t h e  amount of reac tan t  gas  present. Two data  poin ts  have been obtained frorr. 
experiments conducted a t  18 a t m ,  which is half the  usual  pressure (see Table 2 ) .  
The Arrhenius p l o t  y i e l d s  an ac t iva t ion  energy of 54.5 kcal/mol and a frequency 
f a c t o r  of 1.14 x 10 s-l. The p lo t ted  q u a n t i t i e s  represent  t h e  r a t e  constant  k3C ' 
as i t  is defined i n  Equation 6. 
monoxide concentration (,$,0.5%), the quant i ty  Co is approaching C t  according 
t o  Equation 9. K1 i s  t h e  e q u i l i b r i m  constant f o r  the oxygen exchange react ions 
4,  and assumes t h e  values  from 0.03 t o  0.2 f o r  a temperature range between 
750' C and 900" C (5, G I .  
estimated tha t  the  quant i ty  k3Ct should be i n  t h e  average 10 pct  l a r g e r  than B,  
wi th  an ac t iva t ion  energy reduced by approximately 2 kcal/mol. 
within the  f luc tua t ion  of  t h e  experimental data. 
3 poin ts  taken on SYNTHANE char at three  d i f f e r e n t  temperatures. This mater ia l ,  
o r ig ina l ly  I l l i n o i s  16  coal ,  went through a steam gas i f ica t ion  process wi th  60 pc t  
of its o r i g i n a l  carbon content gasif ied.  
distinguished from t h e  HYDRANE char. 

Steam - Char Reaction: 

However, a s  already mentioned, with t h e  low c a d o n  

Using these f igures  and Equation 10, i t  has  been 

But t h i s  i s  
Table 2 and f igure  5 contain 

The r e a c t i v i t y  of t h i s  char  cannot be 

The react ion of t h e  char with steam i s  a more involved process than the  
carbon dioxide react ion because now react ions 2 and 4 compete with each other. Also 
with  t h e  ex is t ing  experimental system, the  temperature along the r e a c t o r  could not 
b e  kept as uniform as w a s  the  case with t h e  carbon dioxide experiments, causing 
more sca t te r ing  of the  data. Results of the steam s e r i e s  are l i s t e d  i n  
Table 3. The arrangement of the  columns i s  t h e  same as i n  Table 2, except 
no p a r t i a l  pressure is given because the feed gas consis ted exclusively of 
steam. Since t h e  carbon conversion data  from these runs have the same 
re la t ionship  t o  the  t o t a l  mass loss  a s  w a s  the  case with t h e  carbon dioxide 
experiments, Equation 11 could a l s o  be used t o  ca lcu la te  the  r a t e  constant. 
An Arrhenius p l o t  of the  rate constants i s  given i n  f i g u r e  6 superimposed 
on the  averaged rate constant  f o r  t h e  carbon dioxide - char  react ion taken 
from f i g u r e  5. 
f o r  both types of reac t ions  the  r e a c t i v i t y  is similar. 
w a s  always more than 98 p c t ,  the  difference between Co and Ct can be a s s w e d  t o  he 

Taking the  experirrental sca t te r ing  i n t o  account, we see  t h a t  
Since the  steam concentration 
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very small, using the  same argument a s  f o r  t h e  carbon dioxide tests. 
between the carbon dioxide and the steam data  ind ica te  t h a t  the g a s i f i c a t i o n  
reac t ion ,  Equation 3, is t h e  r a t e  cont ro l l ing  s tep ,  with the  same type of reaction 
s i t e s  responsible f o r  both react ions.  
of t h e  reactant  gas has no e f f e c t  on the reac t iv i ty .  

The s imi la r i ty  

Also i t  has been shown t h a t  t h e  concentration 

Discussion 

The r e a c t i v i t i e s  obtained i n  our experiments r e f e r  to t h e  composite quant i ty  
kgCt, where Ct  is assumed t o  b e  independent of the temperature (within the  l i m i t s  of 
our experimental condi t ions) .  
t h e  s o l i d  which a r e  ava i lab le  f o r  oxidation. Obviously, the surface a r e a  of the 
material is of p r i m e  importance. 
of  t h e  sur face  s i t e s  is capable of accepting oxygen. I n  graphi tes ,  t h i s  port ion i s  
4 pct  ( 9 ) .  Moreover, i t  w a s  shown t h a t  various d i s c r e t e  types of r e a c t i v e  s i t e s  do 
e x i s t  OK graphon surfaces  (5, 5, 1, z), which i n  general  a r e  ac t iva ted  a t  d i f f e r e n t  
temperature regimes. 
graphic defec ts  (14). 
ca t ion  r e a c t i v i t i e s  of chars  and cokes, with t h e i r  high surface area and t h e i r  high 
s t r u c t u r a l  disorder, should be many t i m e s  l a r g e r  than those of  graphi t ized materials. 
f i g u r e  7 t h e  r e a c t i v i t y  constants  f o r  gas i f ica t ion ,  k3Ct, of var ious graphi tes  and carbons, 
obtained by Ergun (4) and Mentser and Ergun (10) a r e  p lo t ted  together with our results 
from the carbon dioxide - char react ion experiments. 

The ac t iva t ion  energy remains the  same f o r  a l l  mater ia ls .  

Ct  represents  the  f r a c t i o n  of those carbon a t o m  i n  

However, as  already mentioned, only a small port ion 

The accepted not ion is t h a t  oxidation takes place around crystallo- 
Following these arguments, i t  should be expected t h a t  the gasif i -  

In  

In  addi t ion,  the 
a c t i v a t i o n  energy from recent  experiments on react ions of petroleum coke and electrode 
mater ia l  with carbon dioxide (17) is between 51.3 and 56.6 kcal/mol, i n  good agreement 
with our data .  This allows the  conclusion t h a t  the chemical desorption s tep ,  which 
according t o  Equation 3 is control led by the quant i ty  kg, is unaffected by the  
crystal lographic  state of the  reac t ive  surface. However, t h e  f r a c t i o n  of ava i lab le  
a c t i v e  sites. C t ,  va r ies  by more than 2 orders of magnitude, as can be  seen from the 
pre-exponential f a c t o r s  of the Arrhenius p lo ts  i n  f i g u r e  7. 
with Ceylon graphi te ,  which comes c l o s e s t  t o  an i d e a l  graphi te  s t ruc ture .  
of t h e  materials follows inverse ly  the  order  of t h e i r  degree of crystal lographic  perfection. 

1 
I 

The lowest C t  is associated 4 

1 The reac t iv i ty  

The first order  c h a r a c t e r i s t i c  of the  carbon conversion process is i n  agreement 
with the  assumption t h a t ,  f o r  a p a r t i c u l a r  mater ia l ,  the  f r a c t i o n  of the  ac t ive  s i t e s ,  Ct ,  
remains constant during t h e  react ion,  o r ,  i n  o ther  words, t h a t  the  parametery i n  the 
g a s i f i c a t i o n  react ion,  Equation 3, i n  unity. This has been confirmed by surface area 
measurements, which showed t h a t  the B. E. T. surface of a sample before and a f t e r  the 
experiment increased only s l i g h t l y .  

i 

\ 7 

\ 
A c a t a l y t i c  e f f e c t  due to  the  multi tude of foreign matter i n  cokes and chars 

Experimental evidence suggests  t h a t  the ac t iva t ion  energy should decrease 
is possible .  
s tep .  
with c a t a l y t i c  ac t ion  (e). 

Experiments on var ious types of chars and raw coals  under atmospheric pressure 
have been conducted by C. Y. Wen's group i n  Morgantown, West Virginia ,  (16). 
8 shows t h e  r e s u l t s  as continuous curves. 
exponential fac tor  depends only on the  source of the coal ,  and not  on t h e  treatment 
f o r  charring. 
#6 coal  and three d i f f e r e n t  chars  made from I l l i n o i s  16 (RYDRANE, SYNTHANE, IGT) the 

t h i s  coal. 
meta l lurg ic  coke. 
r e s u l t s  of t h i s  study up t o  a temperature of approximately 1000° C. 

However, this should a l s o  change the  ac t iva t ion  energy of the gasif icat ion 

\ 
Figure 

An i n t e r e s t i n g  fea ture  is t h a t  t h e  pre- 
I 

\i 
\ 

I 

The upper curve descr ibes  the react ion behaviors of untreated I l l i n o i s  

lower curve r e f e r s  t o  untreated Pi t tsburgh Seam coal  and t o  WDRANE char  made from 
The bottom curve i n  f igure  8 r e f e r s  t o  measurements by Ergun (2) on 

The a c t i v a t i o n  energies  of a l l  three curves agree wel l  with the  

k Above t h a t  
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temperature, the a c t i v a t i o n  energies  decrease markedly. Various explanations have 
been suggested f o r  t h i s  behavior. 

Conclusion 

For temperatures up t o  1000° C and within a wide pressure ranpe (from atmospheric 
t o  70 atm), the  rate l imi t ing  s tep  f o r  the  reac t ion  of carbon with steam as w e l l  as 
wich carbon dioxide is t h e  desorption react ion,  i n  which an oxidized Carbon is released 
from t h e  carbon surface,  forming a gaseous carbon monoxide molecule. 
is governed by an a c t i v a t i o n  energy around 56 kcal/mol. 
react ions,  steam - carbon and carbon dioxide - carbon, t h e  same type of atomic carbon 
sites on t h e  surface are involved. 
from I l l i n o i s  8 6  c o a l  exhib i t  high r e a c t i v i t i e s  compared t o  o ther  carbonaceous 
materials. 
d i sorder  of t h e  char. 

This process 
It is suggested t h a t  f o r  both 

'> 
In addi t ion,  i t  has been shown t h a t  chars  sade 

This probably is due t o  a la rge  surface area and a high crystal lographic  

b 
I 
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I 

TABLE 1.- Analysis of HYDRANE char 
(HY-13. made from Illinois 16) 

As received Moisture and 
ash free 

Proximate Analysis , 

Mois ture 3.5 f 0.4 
Volatile Matter 3.5 f 1.5 4.2 f 0.8 
Fixed Carbon 61.1 f 4.8 95.8 f 0.8 
Ash 31.9 2 3.8 

Ultimate Analysis 
Hydrogen 1.1 f 0.1 1.2 f 0.3 
Carbon 61.8 f 3.1 96.6 f 0.6 

Oxygen 3.6 f 0.2 0.6 f 0.2 
Sulfur 0.6 f 0.05 0.9 i 0.05 
Ash 32.5 f 3.4 

Nitrogen 0.4 f 0.05 0.7 * 0.05 
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Figure 5-Gasification rote constant for the reaction of 
CO, with char. 
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TEMPERATURE, C" 

Figure 6-Gasification rate constant for the reaction of 
steam with hydrane char ( T h e  continuous 
line representsthe rate constant for the C 0 2  
char reaction) 
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PULVERIZED CHAR COMBUSTION 

I N  A LABORATORY SCALE FURNACE 

R. H. ESSENHIGH 
and 

J. G. COGOLI 

COMBUSTION LABORATORY 
FUEL SCIENCE SECTION 

MATERIAL SCIENCES DEPARTMENT 
THE PENNSYLVANIA STATE UNIVERSITY 

UNIVERSITY PARK, PA. 16802 

INTRODUCTION 

Due t o  the ex i s t ing  energy s i t u a t i o n ,  many d i f f e r e n t  coa l  g a s i f i c a t i o n  and 
l i que fac t ion  processes a r e  i n  var ious  s tages  of development a t  the  present t i m e .  
A l l  these  processes produce a t  l e a s t  some charbonaceous res idues  o r  chars as by- 
products o r  perhaps coproducts. In  some cases however, t h e  char is used on s i t e  
i n t e r n a l  t o  the p a r t i c u l a r  coa l  conversion scheme being employed. Other processes 
w i l l  have a negl ig ib le  n e t  y i e l d  of char f o r  ex te rna l  consumption, and s t i l l  o thers  
may produce char i n  cons iderable  quan t i t i e s  amounting t o  a s  much as 50 percent of 
t h e  raw coa l  feed t o  t h e  p l an t .  A study performed by Ba t t e l l e  Memorial I n s t i t u t e  (1) 
s t r e s s e s  t h e  need f o r  markets t o  be found f o r  t he  char produced from conceptual fu l l -  
s ca l e  c o a l  processing p l an t s .  
char per  year from a Consolidation Coal Company l iquefac t ion  p l an t  producing 55,000 
b a r r e l s  of l iqu id  petroleum per day a t  a depth of conversion of 50 percent,  and 1 . 7  
mi l l i on  tons per year from an FMC COED plant  processing 3.5 mi l l i on  tons of coa l  per 
year.  The a b i l i t y  t o  e f f i c i e n t l y  use these y i e lds  of char is of se r ious  concern i f  
f u l l  scale plant opera t ion  i s  t o  become a r e a l i t y .  The long term ob jec t ive  of the 
present  continuing s tudy  is t o  determine the  combustion c h a r a c t e r i s t i c s  of various 
coa l  cha r s  in order t o  determine the  s u i t a b i l i t y  of the  chars produced from various 
coa l  conversion processes f o r  use  i n  conventional combustion chambers, espec ia l ly  
water-wall u t i l i t y  b o i l e r  furnaces .  

They c i t e  as  examples y i e lds  of 4.4 mi l l i on  tons of 

The work reported here represents  only t h e  f i r s t  s t age  of t h i s  continuing 
research  pro jec t ,  and as such, se rves  mainly t o  make some general  observations 
about t h e  combustion of var ious  coa l  chars and t o  iden t i fy  the  pe r t inen t  questions 
and research  goals t h a t  w i l l  be examined i n  fu tu re  c r i t i c a l  de t a i l ed  experiments. 

MPERIMENTAL APPARATUS 

The experimental flames discussed i n  t h i s  repor t  were generated i n  a v e r t i c a l  
furnace termed the  plane-flame furnace.  The present vers ion  of t h e  furnace is  
pa t te rned  a f t e r  t he  one previous ly  used by Howard and Essenhigh ( 2 ) .  
is of square  c ross  sec t ion ,  16.5 x 16.5 c m  i n s ide  dimensions, with the  chamber 
wal l s  constructed of i n s u l a t i n g  b r i ck  (6.35 c m  t h i ck )  and encased i n  t r a n s i t e  sheet 
i n su la t ion  ( . 4 8  c m  t h i ck ) .  
and is topped by a two-row staggered tube bank of water cooled tubes.  
t h e  tube bank assembly is a shee t  metal mixing chamber, a pyramid i n  shape and 
72 cm high. 
through a j e t  d i r ec t ed  v e r t i c a l l y  upward, and the  secondary a i r  en te r s  through a 
jet  d i r e c t l y  opposed t o  and impinging on the  pulverized f u e l  and primary a i r  j e t .  
The two a i r  atreams and t h e  pulverized f u e l  mix thoroughly i n  t h e  mixing chamber 
and the  r e su l t i ng  dus t  cloud then passes through the  staggered tube bank i n t o  the  
combustion chamber below. The tube bank ensures t h a t  t he  dus t  cloud remains a t  
ambient conditions u n t i l  i t  ac tua l ly  en te r s  i n t o  t h e  combustion chamber proper and 
forces  t h e  r e su l t i ng  flame t o  s t a b i l i z e  in t h e  square c ross  sec t ion  combustion 

The furnace 

The combustion chamber is approximately 2 meters long 
On top of 

The pulverized f u e l  and primary a i r  en te r  t he  top of t he  mixing chamber 



135 

chamber. The flames produced in this manner will stabilize with a flat flame front 
somewhere along the extent of the combustion chamber, with the flame itself extending 
throughout the remaining portion of the chamber and passing out the flue connecting 
section to the stack. A set of observation and sampling ports is distributed along 
the vertical axis of the furnace on the front wall and wall thermocouples, flush 
with the inside of the furnace wall, are located on the back wall. 

The essential feature of the plane-flame furnace i s  the absence of recirculation 
currents, i.e., backmix flow in the combustion chamber. Howard (3) verified this 
fact with detailed helium tracer experiments. No recirculation of hot combustion 
products means that the history of material gathered at a particular point in the 
furnace is able to be unambiguously specified. 

The flames produced in the plane-flame furnace are stabilized by radiation 
heat transfer, with conduction and convection playing completely negligible roles. 
The incoming dust cloud emerges from the tube bank and the fuel particles are heated 
by radiation from the combustion zone lower in the chamber. 
heated by conduction from the hot particles, and when the mixture ignites and 
proceeds to combust, the hot dust cloud in turn radiates back to the incoming cold 
cloud and the whole process continues in a selfsustaining manner. 

The gas is primarily 

The design and operation of the plane-flame furnace is characterized by the 
following summary description: 

1. recirculation of combustion gases. 
2. All secondary air is added to primary air/fuel mixture before entrance 

to combustion chamber. 
3. 
4 .  &preheat of secondary air or primary air/fuel streams. 
5 .  Combustion envirorment in a utility boiler is simulated. 

The last item in the summary above is not obvious since a chamber roughly 

supplementary fuel is fired with the experimental fuel being studied. 

half a foot on a side and seven feet tall does not seem to resemble a boiler furnace 
that might be forty feet on a side and perhaps a hundred or more feet high. 
chambers have residence times on the order of 1 second and peak gas temperatures 
around 1500 - 1600°C. Thus, the plane-flame furnace does simulate 
quately the combustion environment in a full scale utility boiler. 

Both 

quite ade- 

PLANE-FLAME FURNACE RESULTS 

After the reconstruction of the plane-flame furnace, the first fuel burned in 
the furnace was a Pittsburgh Seam bituminous coal, in fact, the same fue l  that 
Howard (2, 3)  studied. The flame front for the bituminous coal stabilized approxi- 
mately 5 cm down from the bottom of the tube bank, as Howard had observed. 
initial firing on bitmillous coal served to verify that the reconstructed 'furnace 
behaved similar to Howard's original. As seen in Fig. 1, a variation on particle 
size was run with one fraction consisting of all particles above 88 microns, another 
with all particles above 44 microns and the last with all particles below 44 microns. 
Amazingly, no shift in flame front occured at all, but with a definite shift in wall 
temperature level present in the case of the smallest size fraction. It should be 
emphasized that most results presented in this study are displayed as plots of back 
wall thermocouple temperature versus distance down from the bottom of the tube bank. 
Suction pyrometer temperatures were obtained for some specific points for various 
fuels and those readings will be clearly specified as not being the usual wall 
thermocouple temperatures. 

This 

The next fuel burned in the plane-flame furnace was a Bureau of Mines char 
prepared from a high-volatile bituminous coal (Utah King A mine) in an entrained 
carbonizer at the Bureau's Grand Forks Station. The VM (volatile matter) content 
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of t h i s  char is 5.1  percent .  
meaning tha t  only one s h o r t  run could be  made. In  Fig.  2 ,  t h e  w a l l  temperature 
p r o f i l e s  are shown f o r  two d i f f e r e n t  t o t a l  air flow r a t e s .  
the  p ro f i l e s  is r a d i c a l l y  d i f f e r e n t  from the  bituminous coa l  p r o f i l e  i n  Fig.  1. 
For the  higher air  flow r a t e ,  t h e  flame f r o n t  was approximately 55 cm from the  
tube bank, while f o r  t h e  lower a i r  flow r a t e  t he  flame f r o n t  s t a b i l i z e d  a t  about 
40 cm. 
half  of t h e  chamber become depressed and the  ones i n  the  bottom ha l f  a r e  elevated 
with increas ing  a i r  f low r a t e .  
presentation of t he  r e s u l t s  here .  

Only a 20 pound sample of t h i s  char w a s  ava i l ab le ,  

The general  shape of 

Also, it should be noted t h a t  t h e  w a l l  temperatures f o r  most of t he  top 

This general  tendency w i l l  b e  seen through the  

The next f u e l  burned was an FMC COED char with a VM content of around 2 . 5 % .  
the parent coa l  being an  I l l i n o i s  No. 6 coa l  (Peabody No. 10) .  Fig.  3 shows two 
wal l  p ro f i l e s  f o r  t h i s  COED char ,  one f o r  a l l  p a r t i c l e s  less than 44 microns and 
the o the r  fo r  about 45 percent (by weight) smaller than 44 microns. 
flame f ron t  from 55 cm back t o  37 cm from t h e  tube bank is q u i t e  s ign i f i can t  since 
only a r e l a t i v e l y  minor change of p a r t i c l e  s i z e  d i s t r i b u t i o n  was involved. Recall 
tha t  t h e  bituminous c o a l  showed no flame f ron t  s h i f t  f o r  considerably more radical 
changes in  p a r t i c l e  s i z e .  

The s h i f t  i n  

I n  connection with t h e  s tudy  of coa l  chars,  o the r  low v o l a t i l e  f u e l s ,  specif-  
Fig.  4 shows the i c a l l y  an th rac i t e  coa l s ,  were burned in  the  plane-flame furnace.  

wal l  p ro f i l e s  f o r  some a n t h r a c i t e  runs. 
Fig. 4 correspond t o  t i m e s  soon a f t e r  ( ea r ly )  and about 1 hour a f t e r  ( l a t e r )  the 
preheated chamber was switched over t o  t h e  an th rac i t e  coal. 
c i t e  is ac tua l ly  an a n t h r a c i t e  s i l t  with about 8.5 percent VM which is f i r e d  in  
u t i l i t y  bo i l e r s  i n  the  Hunlock Creek Sta t ion  of t he  Luzerne E l e c t r i c  Division of 
U . G . I .  Corporation. The s i l t  is very f i n e l y  ground with about 75% smaller than 
44 microns and only 4 percent  l a rge r  than 88 microns. 
progressively with t i m e  u n t i l  a f t e r  about 90 minutes a f t e r  switchover, t h e  flame 
extinguished. A t  no t i m e  d id  t h e  wall  temperatures s t a b i l i z e ,  thus t h i s  run was 
under s t r i c t l y  t r a n s i e n t  conditions.  
u l t ra - f ine  gr ind  Anthrac i te  (5-10 Microns) f o r  approximately the  same f i r i n g  condi- 
t ions .  
located about 40 cm from the tube bank. 

The regular  grind an th rac i t e  p r o f i l e s  i n  

This pa r t i cu la r  anthra- 

The w a l l  temperatures f e l l  

Also p lo t t ed  i n  Fig. 4 is t he  p r o f i l e  f o r  an 

This p r o f i l e  w a s  s t a b l e  without a doubt i n  t h i s  case ,  with the  flame front 

Two d i f f e ren t  low v o l a t i l e  f u e l s  a l s o  became ava i l ab le  f o r  experimental purposes 
a f t e r  t he  an th rac i t e s  were run. 
b x o n  Baytown Research and Development Division. 
coa l  (Wyodak Resources Development Company Mine) and the  o ther  from an I l l i n o i s  
coal (Monterey Coal Company No. 1 Mine). Preliminary runs with these  chars (7-9 
percent VM) ind ica ted  t h a t  t h e i r  combustion c h a r a c t e r i s t i c s  were more l i k e  bitu- 
minous coal than  the  o t h e r  l o w  v o l a t i l e  f u e l s  described previously.  
t o  run the previously described COED char and the  two W o n  chars under controlled 
conditions t o  see  how these  th ree  fue l s  would behave under s imi l a r  experimental 
conditions. 

These two f u e l s  a r e  &on chars produced a t  the 
One char is produced from a Wyodak 

It w a s  decided 

The conditions chosen f o r  t h e  standarized runs were n e t  heat input c lose  to  
The proximate analyses,  100,000 Btu/hr and p r e s e t  stepped t o t a l  air flow rates. 

moisture contents,  hea t ing  va lues  and f u e l  feed r a t e s  a r e  shown i n  Table 1. 
next page) The t o t a l  a i r  flow r a t e  values chosen are given below along with the i r  
designated symbols: A, 8.76 SCFM; B, 11.55 SCFM; C ,  13.76 SCFM and D ,  17.79 SCm. 
For t h i s  series of runs,  each f u e l  was pulverized so tha t  45 percent was f i n e r  
than 44 microns. 
COED, Exxon Wyodak and Exxon I l l i n o i s  chars respec t ive ly .  Figure 5, the FMC COED 
p l o t ,  contains p l o t s  f o r  only conditions A and B,  t he  o ther  conditions could not be 
s t ab i l i zed .  However, i n  Figure 5 the  same COED type p r o f i l e  is seen as  in Fig. 3 
discussed e a r l i e r .  

* (see 

F igures  5 - 7 represent  t h e  wall  temperature p r o f i l e s  f o r  the 

Again the  flame f r o n t  p o s i t i o n s ' a r e  q u i t e  f a r  removed from the 



137 

TABLE 1 

I 

i 

4 
r, 

h 

I 

Y 

CHAR 
TYPE 

%vM 
% FC 
% ASH 

EXPERIMENTAL CONDITIONS FOR STANDARDIZED 
CHAR RUNS 

FMC EXXON W I O N  
WYODAK I L L I N O I S  

2.97% 8.84 7.83 
76.03% 69.91 68.17 
21.00% 21.25 24.00 

% MOISTURE 2.23% 6.18 3.51 

LHV (BTU/LB) 11,362 10,446 10,094 

8.65 10.36 10.22 

NET HEAT 
INPUT (BTU/HR) 98.280 ioa,zzo 103,160 

STOICHIOMETRIC 
A I R  FLOW (SCFM) 15.92 14.85 17.93 

tube bank and a region of nearly l inear  wall  temperature r i s e  i s  followed by an 
almost isothermal zone. Samples of particulates were taken a t  a port 123 cm from 
the tube bank to  obtain an estimate of the extent of part i c l e  burnoff. Table 2 has 
the burnoff values tabulated for a l l  three chars. 

CHAR 
TYPE 

TABLE 2 

BURNOFF PERCENTAGES FOR STANDARDIZED 
CHAR RUNS (POSITION 123 cm) 

FMC W O N  EXXON 
COED WYODAK I L L  IN01 S 

X BURNOFF 
CONDITION A 18.63 29.35 15. a4 

% BURNOFF 
CONDITION B 31.67 53.10 19.92 

X BURNOFF 
CONDITION C -- -- 41.17 

% BURNOFF 
CONDITION D 77.43 47.47 -- 

\ 
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P r o f i l e s  fo r  t h e  two Exxon chars a r e  p lo t t ed  i n  Figures 6 and 7. Here t h e  wal l  
p r o f i l e s  look more l i k e  bituminous coa l  p r o f i l e s  a t  low a i r  flow r a t e s  and tend 
t o  become more  l i k e  the.COED p r o f i l e s  a t  t h e  h ighes t  flow conditions.  For both 
t h e  Exxon chars, t he  flame never moved more than 23 c m  down from the  tube bank. 

One addition s o l i d  sample measurement w a s  taken f o r  t h e  Wyodak char under 
condition A, A sample was taken j u s t  above t h e  v i s i b l e  flame f r o n t  (3  cm from 
tube bank) and the  r e s u l t i n g  burnoff value obtained from t h i s  sample was 2.37%. 
Due t o  the  minute f l u c t u a t i o n s  of t h e  flame f r o n t  with time, a 5 minute sample 
might be  expected t o  show some burnoff s l i g h t l y  g r e a t e r  than zero. 

Also several  suc t ion  pyrometer temperature measurements were taken during 
these  standardized runs. The f i r s t  reading was f o r  COED (A) and showed t h e  flame 
temperature 330 degrees above the  l o c a l  w a l l  temperature of approximately 125OOC. 
A p a i r  of suction pyrometer readings was taken a t  d i s t ances  of 2 cm above and 
below the  v i s ib l e  flame f r o n t  f o r  t h e  Wyodak (C) char .  A d i f fe rence  of about 
400 degrees i n  flame temperature was observed i n  moving a t o t a l  d i s t ance  4 un 
across  t h e  flame f ron t .  

DISCUSSION 

The f i r s t  po in t  t o  be  t r ea t ed  here  i s  the  use of t he  plane-flame furnace as a 
q u a l i t a t i v e  t o o l  t o  order  f u e l s  according t o  t h e i r  s u i t a b i l i t y  f o r  combustion pur- 
poses. 
U G I  f a i l e d  to  s t a b i l i z e ;  while the  COED char can be s t a b i l i z e d  a t  low a i r  flow ra tes .  
Taking account of t h i s  experimental  f a c t ,  FMC and U G I  arranged a f u l l  s c a l e  COED char 
f i r i n g  of one of U G I ' s  a n t h r a c i t e  burning b o i l e r s  (4) .  The parent coa l  of t h i s  char 
is  a Utah high v o l a t i l e  - B bituminous coa l  from t h e  King Mine. The t e s t s  were 
successfu l  with the  e s s e n t i a l  r e s u l t  being t h a t  when f i r i n g  the  COED char 8 percent- 
age po in t s  in b o i l e r  e f f i c i ency  were gained (73 percent t o  8 1  percent )  even with 
t h e  minimum excess air  l imi t ed  t o  45 percent due t o  the  b o i l e r  con t ro l  system. 
lower values of excess a i r ,  t h e  ga in  i n  e f f i c i ency  might have been s t i l l  grea te r .  
Thus, t he  plane-flame furnace  has a l ready  been used a s  a test t o  order f u e l s  
according t o  combustion s u i t a b i l i t y .  

As was mentioned e a r l i e r ,  t h e  regular  grind an th rac i t e  silt  as burned by 

A t  

It should be noted t h a t  the  Bureau of Mines has burned the  5 percent VM Bureau 
of Mines char and the  2.5 percent FMC COED char i n  t h e i r  500 pound per  hour experi- 
mental furnace. 
air  preheat temperature of 600°F. 14 percent of t he  furnace heat input had t o  be 
supplied by aux i l l a ry  n a t u r a l  gas a t  a primary a i r / c h a r  preheat temperature of 250'F 
t o  obta in  s t a v i l i t y ,  decreasing t o  no na tu ra l  gas a t  a primary a i r / c h a r  temperature 
of 450'F. For  the  5 percent Bureau of Mines char approximately 15 percent of the 
hea t  input  had t o  be  suppl ied  by na tu ra l  gas with no primary stream preheat and a 
700'F secondary stream prehea t  f o r  a s t a b l e  combustion condition. 
e a r l i e r ,  the plane-flame furnace uses no preheat of e i t h e r  input  stream and no supple- 
fue l .  
small ceramic-walled plane-flame furnace tends t o  be  a b e t t e r  u t i l i t y  b o i l e r  simula- 
t i o n  than the medium s i zed  (12 f t  x 7 f t  x 5 f t )  water-cooled Bureau of Mines 
furnace,  

They found i n  the  case of t he  COED char (6) t h a t  f o r  a secondary 

As mentioned 

Based on arguments based on r ad ia t ive  heat t r a n s f e r  sca l ing  e f f e c t s ,  the  

Secondly, t he  subjec t  of p a r t i c l e  s i z e  was mentioned seve ra l  times i n  the  
previous section. The f a c t  t h a t  t h e  regular  grind U G I  an th rac i t e  (75 percent 
f i n e r  than 44 microns) could not be s t a b i l i z e d  and t h a t  t h e  u l t r a - f i n e  gr ind  
an th rac i t e  did s t a b i l i z e  is  of genera l  importance i n  the  a rea  of low v o l a t i l e  
f u e l  combustion. Smith and Tyler (5) have s tudied  the  reac t ion  of a semi-anthra- 
c i t e  with oxidizing atmospheres with four d i s t i n c t  s i z e  f r a c t i o n s  being used. 
Only when they d e a l t  with t h e i r  6 micron s i z e  f r a c t i o n  d id  the  r e s u l t s  i nd ica t e  
complete penetration of oxidant i n t o  the  pore s t ruc tu re .  This f a c t  toge ther  with 
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t he  40 kcal/mole ac t iva t ion  energy f o r  t he  6 micron f r a c t i o n  versus  t h e  20 
kcal/mole value f o r  t he  22, 49 and 78 micron s i z e  f r a c t i o n s  c l ea r ly  po in t s  t o  
the  value of around 6 microns where pure chemical con t ro l  takes  over from t h e  
combined chemical and pore d i f fus ion  region. 
microstructure s e e m  t o  account f o r  t h e  d i f f e rence  i n  behavior between t h e  two 
an th rac i t e  samples burned i n  the  plane-flame furnace. 

This s i z e  l i m i t  f o r  coa l s  of Similar 

I 
1 

Y 
! 

Certainly,  t he  most important t op ic  of d i scuss ion  he re  is the extreme d i f -  
ference i n  the combustion behavior displayed by the  two Exxon chars and bitumi- 
nous coa l  on the one hand and the  an th rac i t e s  and the  o ther  chars on the  o ther .  
The key point i n  charac te r iz ing  the  combustion behavior of f u e l s  i n  t h e  plane- 
flame furnace is t he  d is tance  between the  flame f r o n t  and t h e  water-cooled tube 
bank. 
Of flowing systems as f i r s t  proposed by Vulis (8). In t h i s  theory the  pos i t i on  
of the  flame f ront  is determined by the  hea t  balance c r i t e r i o n  being simultaneous- 
l y  applied t o  a set of con t ro l  volumes composing the  flowing m i x t u r e  from t h e  cold 
i n l e t  t o  t he  chamber exit. For a given stoichiometry,  set of reac t ion  k i n e t i c s  and 
flow conditions, the  temperature p r o f i l e  of t h e  e n t i r e  flame can b e  solved f o r  by 
the  simultaneous so lu t ion  of a l l  t he  hea t  balances of t h e  elemental volumes i n  the  
system. 
element is coupled by r ad ia t ion  t o  every o the r  volume element in t he  chamber and 
t o  every element of surrounding w a l l  area.  A computer s imula t ion  of plane-flame 
furnace behavior has been t e s t ed  i n  a s impl i f ied  form using the  char k i n e t i c s  of 
F i e ld  (9.10) and the  Ho t t e l  zone method of r ad ia t ive  ana lys i s  (11). Preliminary 
so lu t ions  do mirror the  e f f e c t s  of increased air  flow r a t e s  on lowering the  e a r l i e r  
temperatures in the  flame, d i sp lac ing  the  flame f r o n t  from t h e  tube bank, and ele- 
va t ing  the l a t e r  temperatures in t h e  chamber. Reac t iv i ty  va r i a t ions  show the  trend 
t h a t  higher r eac t iv i ty  f u e l s  w i l l  s t a b i l i z e  c lose r  t o  the  rube bank. This f a c t  
should be  expected because a h ighly  r eac t ive  f u e l  can r e l ease  more hea t  per un i t  
volume at  a given temperature and consequently for t h e  same rate of hea t  l o s s  t o  a 
cold hea t  sink. Thus, flame f r o n t  pos i t i on  is a sound b a s i s  on which t o  compare 
f u e l  r e a c t i v i t i e s  on a semi-quantitative bas i s .  

o ther  low v o l a t i l e  fue l s .  The h i s t o r i c a l  approach t o  charac te r iz ing  f u e l  reac t iv-  
i t y  by simple t e s t ing  has been by proximate ana lys i s ,  spec i f i ca l ly  v o l a t i l e  matter.  
On a dry ash f r ee  b a s i s ,  t he  chars  and an th rac i t e s  have t h e  following VM values: 
u l t r a - f ine  an th rac i t e ,  10.1%; U . G . I .  an th rac i t e  s i l t ,  6.9%; Bureau of Mines char ,  
5.9%; Exxon Wyodak char,  11.2%; Exxon I l l i n o i s  char, 10.3%; and FMC COED char,  3.8%. 
The VM content concept obviously cannot expla in  the  observed d i f f e rences  i n  combus- 
t i o n  behavior s ince  a l l  the  values tend t o  be very c lose ly  grouped and t h e  lower 
r eac t iv i ty  f u e l  w i l l  sometimes have the  higher VM content of a pa i r  of these  fue l s .  

For the chars, the  quant i ty  known as  the fixed carbon conversion percentage is 
a quant i ty  of usual i n t e r e s t .  This percentage is defined as  the  absolu te  change i n  
f ixed  carbon content from r a w  coa l  t o  char based on a un i t  weight of dry  coa l  d iv i -  
ded by the  o r ig ina l  a b b o h t e  weight of t he  f ixed  carbon content of a u n i t  weight of 
dry raw coal.  The f ixed  carbon (FC) conversion f igu res  f o r  t he  chars a r e  a s  fo l -  
lows: Exxon I l l i n o i s  char,  4 5 . 1 % ;  Exxon Wyodak char, 4 5 . 7 % ;  Bureau of Mines cha r ,  
30.5%; and FMC COED char,  16.4%. A s  a comparison, Stacy and Walker (12 )  s tud ied  
f i v e  FMC COED chars whose FC conversion percentages ranged from 9X t o  23%. Thus, 
t he  COED char studied here  can be  considered typ ica l .  A p a t t e r n  starts t o  emerge 
from the above values f o r  t he  chars.  
gas i f i ca t ion  treatment, t h e  Bureau of Mines char probably an intermediate t r e a t -  
ment and the  COED char only very l i g h t  treatment.  The COED process is known t o  
involve multistage pyro lys i s  in f l u i d  bed r eac to r s  a t  temperatures from 320 O C  t o  
870 "C and a l i g h t  p a r t i a l  combustion (about 10% by weight combustion l o s s )  t o  
heat t he  pyrolysis s t ages  (12). Only when the  FC conversion concept is l inked t o  
the  concepts of ava i l ab le  sur face  a rea  and pore s i z e  d i s t r i b u t i o n  does i t  take  on 
any physical s ign i f icance  i n  r e l a t i o n  t o  char r e a c t i v i t y .  

Two d i f f e ren t  gas adsorption areas have come i n t o  common use t o  cha rac t e r i ze  

The argument behind t h i s  dec is ion  is based on the  thermal i g n i t i o n  theory 

\ 

The so lu t ion  of t hese  equations must be i t e r a t i v e  because each volume 

The major question is why do the  two Exxon chars behave d i f f e r e n t l y  than t h e  

The two W o n  chars have received q u i t e  heavy 
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p a r t i c u l a t e  fue l s .  The area ca lcu la ted  from ni t rogen  adsorption a t  77 OK is  con- 
s idered  t o  represent  t h e  ex te rna l  area of t he  p a r t i c l e  p lus  the  a r e a s  i n  pores 
l a r g e r  than about 5 Angstroms, while t h e  a rea  ca lcu la ted  from carbon dioxide ad- 
sorp t ion  a t  298 OK is  considered t o  be t h e  bes t  approximation t o  t h e  "total sur- 
f ace  area of coals" (13). Stacy and Walker (12) r epor t  t h a t  f o r  t h e  COED chars 
they t e s t ed ,  the  n i t rogen  areas  were typ ica l ly  lower by about 400 m2/gm than the  
carbon dioxide a reas .  Typica l  va lues  reported a r e  100 m2/gm f o r  n i t rogen  and 
450 m2/gm f o r  carbon d ioxide .  
CO2 Acceptor) had both adsorp t ion  areas of comparable va lues  averaging around 
400 m2/gm . 
425 m2/gm region f o r  t y p i c a l  char products (14). 
smaller nitrogen areas  than carbon dioxide areas,  and t h e  Exxon chars  have n i t ro -  
gen a reas  t h a t  a r e  3 t o  4 times t h e  COED n i t rogen  areas .  A t  the  present t i m e  
carbon dioxide a r e a s  f o r  t h e  W o n  chars a r e  not r ead i ly  ava i l ab le ,  but t h i s  
does not  hinder the  l o g i c a l  p a t t e r n  described above. Based on t h e  above area 
f igu res ,  the two Exxon cha r s  would be expected t o  be much more access ib l e  t o  the  
a t t a c k  of reac tan t  gases than  t h e  more highly microporous COED char.  

Considering a n t h r a c i t e  coa ls ,  Gan e t .  a l .  (15) have recent ly  shown tha t  fo r  
a l l  high rank r a w  coa l s  (percent carbon on daf bas i s  g rea t e r  than 83% or  from 
HVA t o  an th rac i t e )  t he  n i t rogen  areas  a re  ce r t a in ly  less than 10 m*/gm with cor- 
responding carbon dioxide a reas  of 200 t o  450 m2/gm . On a su r face  a rea  bas i s ,  
i t  would be reasonable t o  assume t h a t  the  regular  grind U . G . I .  a n t h r a c i t e  would 
not be ab le  t o  s t a b i l i z e  i n  the plane-flame furnace when o ther  low v o l a t i l e  fue l s  
with much l e s s  pore volume percentages contained i n  micropores were having some 
d i f f i c u l t y  i n  s t a b i l i z i n g .  Quant i ta t ive ly ,  an th rac i t e s  have been es tab l i shed  a s  
having 75% or  more of t h e i r  open pore volumes contained i n  micropores, with the  
remaining volume s p l i t  between the  t r a n s i t i o n a l  and macropores (15). The COED 
are reported t o  only have about 30% of t h e i r  open pore volume contained i n  micro- 
pores and apparently neg l ig ib l e  t r a n s i t i o n a l  poros i ty  (12). Therefore, adsorption 
sur face  areas and pore size d i s t r i b u t i o n s  seem t o  give some s o l i d  phys ica l  back- 
ground t o  the observed r e a c t i v i t y  d i f fe rences  found when the  low v o l a t i l e  fue l s  
are burned i n  the  plane-f lame furnace.  

as p a r t  of t h i s  low v o l a t i l e  f u e l  research .pro jec t .  The Exxon chars ,  t h e  FMC COED 
char and the u l t r a - f ine  g r ind  an th rac i t e  were photographed a t  magnifications of up 
t o  10,OOOX. The Exxon cha r s  have voids  i n  the  p a r t i c l e s  which a r e  of t h e  same order 
of magnitude as the  p a r t i c l e  dimensions themselves and some lacy fan- l ike  s t ruc tures  
have been observed. The COED char shows some voidage, bu t  t he  apparently so l id  
areas on the p a r t i c l e  e x t e r i o r s  a r e  f l a t  p lanar  sur faces  with sharp corners and 
d e f i n i t e  clevage edges. 
s t r u c t u r e s ,  while t h e  COED char appears t o  have a high degree of order and organi- 
za t ion  i n  some of reg ions  of t he  p a r t i c l e  e x t e r i o r .  The u l t r a - f ine  an th rac i t e  
shows no sur face  d e t a i l s  even down t o  a sca l e  as  smal l  as 500-1000 Angstroms. The 
SEM r e s u l t s  seem t o  agree q u i t e  w e l l ,  at l e a s t  i n  a q u a l i t a t i v e  sense,  with the  
sur face  area and pore s i z e  d i s t r i b u t i o n  argument presented above. 

Although it has been r ecen t ly  shown t h a t  a s t rong  co r re l a t ion  e x i s t s  between 
the  r e a c t i v i t y  of chars prepared by a thermal treatment i n  a n i t rogen  atmosphere 
and the  rank of the  parent  coa l  (16). the Exxon I l l i n o i s  char has completely d i f -  
f e r en t  c h a r a c t e r i s t i c s  than  t h e  FMC COED char  which was  a l s o  prepared from a simi- 
l a r  I l l i n o i s  parent coa l .  
of a coa l  char i n  a process  o ther  than simple hea t ing  i n  an i n e r t  atmosphere can 
have a dominating in f luence  on t h e  r e a c t i v i t y  of the  r e s u l t a n t  char.  Although, it 
has been demonstrated t h a t  parent coa l s  of high rank tend t o  y i e ld  h ighly  micro- 
porous chars even with a c t i v a t i o n  treatments t h a t  tend t o  open up t h e  pore s t ruc-  
tures of much lower rank materials (16). Therefore, eventhough prepara t ion  method 
can be  t h e  dominating in f luence  on a r e su l t an t  cha r ' s  r e a c t i v i t y ,  high rank parent 
Coals usually w i l l  cause severe problems i f  a highly r eac t ive  char is des i red .  

5-7 w i l l  be brought out t o  make t h e i r  meaning a l i t t l e  c l ea re r .  

Other chars tes ted  i n  the same study (WGAS and 

The two Exxon chars a r e  reported t o  have n i t rogen  a reas  i n  the  300- 
Thus, t he  COED chars have f a r  

, 

In  support of t h i s  viewpoint, scanning e l ec t ron  micrographs have been taken 

The Exxon chars a r e  seen t o  be almost completely amorphous 

This f a c t  suggests t h a t  t h e  p rec i se  method of ac t iva t ion  

A t  t h i s  po in t ,  some d e t a i l s  about the standardized char runs shown i n  F i g s .  
A s  s t a t e d  previ-  

I 
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1 4 1  

ously, the aim of the set of experiments is to run all three chars at equiv- 
The nominal net heat in- alent values of net heat input and total air flow rate. 

put was chosen to be 100.000 Btu/hr and the stepped air flow rates are 8.76,11.55, 
13.76 and 17.79 SCFM, as stated previously. 
net heat inputs ranged from 98,280 to 108,220 Btulhr. 
nonuniformity exists. but it does not alter the conclusions based on the results 
Of the standardized runs. 
plete combustion of each char are tabulated in Table 1. Here the m o n  Illinois 
char has the highest value of 17.9 SCFM, the m o n  Wyodak char requires 14.9 SCFM 
and the COED char value is 15.9 SCFM. 

and the remaining fuel, in this case, the COED char. 
of total air flow used, the Exxon Illinois and Wyodak chars moved no further than 
20 and 23 cm respectively from the tube bank. 
could not be stabilized any closer than 54 cm from the tube bank at the lowest 
air flow rate. 
moved to 75 cm from the tube bank and for condition C (13.76 SCFM air flow rate) 
the wall temperatures fell continually at all thermocouple locations, indicating 
imminent extinction. 
temperature with increased air flow rate. 

cm from the tube bank. 
air flow rate. 
chars. 
are somewhat different. The burnoffs for the COED char versus those for the Exxon 
Illinois char are higher than would normally be expected until the difference in 
theoretical air requirements is taken into consideration. The Wyodak char has the 
highest burnoff values and also has the lowest theoretical air requirement. This 
fact makes interpretation of the burnoff data rather difficult when comparing any 
two chars. However, it can be noted that for condition D (17.79 SCFM air flow 
rate) the Exxon Wyodak char has 77.43% burnoff at about 19%excess air, while the 
&on Illinois char yields 47.47% burnoff at nearly stoichiometric conditions. 
Another observation that can be made is that for the Exxon chars, only when the 
air flow rate approaches stoichiometric conditions does the early portion of the 
wall temperature profile become appreciably depressed and sloped, similar to the 
COED type profile. The added air flows experienced in going from condition A to 
conditions B and through to D permit combustion to take place appreciably down- 
stream of the tube bank. as evidenced by the flatter wall profiles recorded. 
Although the total air flow was increasing from condition A to condition D, the 
chamber residence time was decreasing due to the increase of cold inlet flow and 
the higher gas velocities present at the higher resultant gas temperatures. 
Future furnace runs with detailed burnoff profiles obtainad along the axis of the 
furnace at many different locations would establish exactly where the burnoff is 
taking place, and burnoff rates based on segment residence times could be calcu- 
lated. Accompanying suction pyrometer reading profiles at the same locations 
would allow reasonable gas temperatures to be obtained simultaneously. 

In Table 1 it can be seen that the 
It is regretable that this 

Also, the values of the theoretical air needed for com- 

Flame front position again was the major difference between the Exxon chars 
Even with the highest values 

The COED char on the other hand, 

For condition B (11.55 SCFM air flow rate) , the COED flame front 

All three chars showed the effect of increasing maximum wall 

Table 2 contains the burnoff data based on particulate samples collected 123 
For all chars the burnoff values increased with increasing 

Some care must be used in comparing burnoff levels of different 
As mentioned previously, the theoretical air requirements for the chars 

CONCLUSIONS 

The preliminary data and discussions presented here have demonstrated that 
coal chars can posses significantly different combustion characteristics, with the 
differences being due to parent coal rank, method of preparation, etc. It has 
also been shown that the plane-flame furnace has superior potential for char com- 
bustion research due to its unique design. In conclusion, if the use of coal chars 
in full scale combustion chambers is to become a technical reality, precisely 
designed critical experiments,based on the qualitative behavior reported here must 
be performed to put even preliminary design procedures on firm scientific founda- 
tions. 
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Fig. 1 -- Wall Temperature Profiles for Bituminous Coal 
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Fin. 2 -- Wall TemDerature Profiles for Bureau of Mines Char 
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Fig. 3 -- Wall Temperature Profiles for FMC COED Char 
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Fig. 4 - Wall Temperature Profiles for Anthracite Coals 
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P i g .  5 -- Wall Temperature Profiles for Standardized COED Char Runs 
1500 

- 
u 1200 - 
Y 

B 

U 

t4 

'j 900 - 

0 Condition A 
0 600 

4 390 

H 
r( - 
d 

1 

20 40 60 80 100 120 
Distance from Tube Bank [cm] 
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Fig. 7 -- Wal1,Temperature Prof i l e s  for  Standardized Exxon Wyodak Char Runs 
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